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TERNIUM MEXIGO, 5.A. DE C.V
R.F.G. TME-840710-TR4 -

Av. Universidad No, 992, Colonia Cuauhtémoc, San Nicolds de los Garza, N.L.

26digo Postal 66450 Teféfono: +52(81)B329-8500

EN10204 3.1 - ISO 10474 3.1B

CERTIFICADO DE CALIDAD - MILL TEST CERTIFICATE

Fecha de emisién (Date of issue)

(OMA)  22/04/2014

N° (Document number)
TX290693

ORIGINAL

RO R

000000285827

Cadige cllente (Custamer ID) ) -
H{00232500

Pedido No. (Sales Order}
0101076972

17756

Orden de compra (Purchase order)

Cliente {Customer)
PLESA ANAHUAC ¥ CIAS. S.A. DECV.

Remisidn (Delivery)
000000285927

CAMION

1 Madio de transporte (Means of transport)

Direccion {Address)

Piezas Totales (Total pieces)

Punto de despacho (Delivery plant)

AV.VALLE DE LAS ALAMEDAS 68-O « TULTITLAN - MEXICO - México ’ 1 Pesqueria
Descripclon de la mercaderia (Goods description)
ROLLO FRIO REGOCIDO TENSONIVELARO
Datos Generales (General Data}
Pieza =~ | Colada Peso Espesar - Ancho
(Pieca} - (Heat) (Weight) (Thickness) {Width)
: - . kg b mm_ . in S mm in :
5 2A118982PN101 1403167441. 8180 18056 1.520 0.0598 1220.00 48.03
Pieza ' Colada No. Parte Dascripcicn MNorma de Calidad / Grado f Subnorma
{Piece) {Heat} {Part} (Ds_scription) (Quality Nerm { Grade / Sub-Norm)
2A118962PN101 14031_6?441 ROLLO FRIO RECOCIDO TENSONIVELADO TER/A-1008 CS TIPO B/GAB {V 2008 REV 1)
Propiedades mecanicas longitudinales {Longitudinal mechanical properties)
Pieza * Colada Tenslon .
{Piecs) . {Heat) {Steel Stress)
- %Elangacion RC (YR 1 RT ({TS) 2
{%Elongation) MPA (K51} ‘MPA (K3])
| 2A118962PN141 | 1403167441 39 244/ (35.4) 349/ (50.6) ‘
/

4. HRBW: Rockwell B Identador de WC

Observacicnes {Commenis): 4 . Firma (Signature) - .

: " Certificamos que el material agur descrito ha sido inspaccionado y. do por personat izado indef ate del drea de manufactura cen resultadas satisfaclorios an oo_ncurdénda con la norma ardba descrita. Propiedades Mecanicas - . . .
bajo las normas ASTM A370. E8, E18, E517, €648, EN-10002, E23, JI3 Z 2241 segin requerimisnte y pese de capa bajo ASTM S0. Analisis Quimico bajo la norma ASTM E415 10197 A ?51, We certify that the material descritiad has been
tested and inspected by authorized persona indepandant from the manufacturing department with satisfactory resuits in accordance with requirements of the above specification. Mechanical Properties as ASTM A370, E8, E18, E517, E646,

EN-10002, E23, JIS Z 2241 as requeﬁred and coating waighl with ASTM A90. Chemical Analysls as ASTM E 41571019/ A 751.
——

1, RG (YPY: Resistencia a la cedencia (Yiald Paint) 2. RT (TS Resistencia a la tenslén (Tension Strenaht 3. TT (TTY. Tratamlento Tarmico {Termical Treatment)

ing. Antonio Mani’
Ternium Labs
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Terni EN102043.1-150 10474318 CERTIFICADO DE CALIDAD - MILL TEST CERTIFICATE . ORIGINAL

158 ! . . . . . ’ Fecha de emisién {Date of issue) . .
o vy o e UL AU AR

: RF.C: TME-840710-TR4 : . .
P Av. UniverSidad No. 222, Golonia Cuauhtémoc, San Nicolas de los Garza, N.L.. N* (Document number) )
P ¥ Cédigo Postal 66450 Telefono: +52(81)8328-8500 TX290693 000000285927

Ensayos de Calidad de! Acero (Steel Quality)
. :

Piei'a : Colada ©  Dureza
{Piece) : (Heat) {Hardness)
) (HRBWN 4
[ 2at118962PNT01 | 1403167441 B¢,

Calidgd det Acero - Anslisis Quinico (%) (Steel Quality - Heat Analysis {%))

» ‘Cbservaciones (Commenls): . o . Firma {Signature)

Certificamos que el material aqui descrito ha sido inspeccionado y ensayade por personal attoizado indspendiente del &rea de manufactura con resultades satisfactorios en congordancia con la norma ariba descrita. Propiedades Mecaricas
bajo,tds normas ASTM A370, E8, E18. £517, EB46, EN-10002, E23, JIS Z 2241 segin requarimiento ¥ peso de capa bajo ASTM 90, Anélisis Quimice bajo la norma ASTM £ 415/ 1019/ A 751. We certify that the materiai described has been . i
tosted and inspected by izad | 1t from the uring department with satisfastory results in accordance with regulrements of the above specification. Meshanical Proparties as ASTM A370, B8, £18, £517, E646. Ing. Antonio Mani

X . EN-10002, E23, JIS Z 2241 as raquerired and coating weight with ASTM A30. Chemical Analysis as ASTM E 415/1019/A 751, .
: [ ok Page 2 of 2

Celada c Mn P S sI Al . v Ti cr NI Mo B Cu Cb
(Heat) . ’
14_93167441 0.057 0.485 0.005 0.001 0.033 0.030 2.002 $.001 0.7 0.026 0.007 0.0003 - 0.050 0.000 .
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, 1. FiC (YPY): Reslstencla a fa cedencia {Yiald Paintt 2 RT (TS): Resistencia a la tensién (Tension Strenaht} - 3. TT {TT): Tratamlanto Termico (Termical Treatment) . 4. HRBW: Rockwell B Identador de WC
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