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Fecha do emisién (Data of issue)

(DMa)  02/08/2014

© N {Document number:

TX407521

CERTIFICADO DE CALIDAD - MILL TEST CERTIFICATE

O

ORIGINAL -

000000398812 2¢0

Cédigo clisnta (Customer ID)
HO00232500

Pedido No. {Sales Order)
101290176,0191216205

18942,18552

Qrden de cnrl'fpra {Purchase order}

. Clignte {Custorner}

PLESA ANAHUAC Y CIAS, S.A.DEGY.

Remistdn (Delivery)
900000391220

CAMION

Medlo de transporte {(Maans of transport)

Direcclan {Addrass}

Piezas Totales (Total pieces)

Punto de despache (Delivery plant)

Propiedadés mecanicas Iengitudinales (Longitudinal mechanical propérties)

Pieza Colada Taensién
{Piece} (Heat) {Steel Stress)
“%Elongacion RC(YP)1 RT (TS} 2
. (%Elongation} MPA {KS1) MPA (KSH
[ 1A021214GN100 | 20908025 39 228 /{33.2} 345 1 (50.0)

2. RT {TS); Resistencia a la tension (Tensfon Strencht) - -

" 3. TT {TTY: Tratamiento Temico (Termical Treatment)

4. HRBW: Rockwell B Identador de WC

AV. VALLE DE LAS ALAMEDAS 66-O - TULTITLAN - MEXICO - México 2 Guerrero
Dascripcién de la mercaderia (Goods description) D
ROLLO CALIENTE CON SKIN PASS, ROLLO FRIO RECOCIDO TENSONIVELADO
Datos Generales (General Data)
Pleza Golada Peso Espesor . Ancho
(Piece) (Heat) (Weight} (Thickness) ' (Width)
) kg b mm in’ mm in -
1A021214GN100 20908025 - 8775 14936 1.520 0.0598 916.00 36.02
2A127076GS100 1404172000 " 11000 24251 2280 0.0802 123200 48.50
Pieza Colada No. Parte Descriﬂién * Norma de Calidad / Grado / Subnorma
{Pioca) © {Heat) {Part) (Description} -+ (Quality Norm / Grade / Sub-Norm}
1A021214GN100 20908025 ROLLO FRIQ RECOCIDO TENSONIVELADO TER/A 1008 C5 TIPO B/GAB {V 2006 REV 1)
2A127076G3100 1404172000 ROLLQ CALIENTE CON SKIMN PASS SAE J403/1008 {(V 2001 REV 1)/

1. RG (YP): Resistencla a |a cedencia (Yield Pointl

Firma {Signature}

Certificamos que el material aqu¥ descrito ha sido inspeccionado y ensayado por
bajo las nommas ASTM A370, EB.-E18, ES17, EA46, EN-10002, E23, JIS Z 2241 s
i t from the facturi

tested and inspected by authorized | ;

personal autorizado i

fents del drea de

Ira con

EN-10002, E23, JIS Z 2241 as reguerired a_nd coating weight ith ASTM A90. Chemical Analysis as ASTM E 415/ 1019/ A 751.

rios en eohcordancia con la norma arriba descrita. Propiedades Mecédnicas
eguin requetimlento y peso de capa bajo ASTM 90, Andlisis Quitnico bajo la norma ASTM E 41571019/ A 751. We certify that the material described has been
department with satisfactory results in accordance with requiraments of the above specification. chhanfcl Properties as ASTM A370, £8, E18, E517, E646,

Ing. Antonio Mani’
Ternium Labs
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Fepha de emlsién (Date ofissue)_
o omss AR ARARIR R A

'TERNIUM MEXICO, 3.A. DEC.Y
: R.F.C. TME-840710-TR4
' Av. Universidad No. 892, Colonia Cuauhtémoc, San Nicolas de los Garza, N.L. N® {Document number?, .
: Cédigo Postal 66450 Teléfono: +52(81)8329-8500 . i
a {81) TX407521 0000003912220
www.ternium.com =
Ensayoé de Calidad del Acero {Steel Quality}
Pisza o Colada Dureza
(Plece) s {Heat) {Hardness)
) : (HRBW) 4
| 1A021214GN100 | ) 20908025 56
Calidad del Acero - Analisis Quimico (%) (Stee! Quallty - Heat Analysis (%)} »
Colada c Mn P s sl Al v Ti cr Ni Mo B Cu Ch
{Heat)
[ 1404172000 0.055 0.341 0,005 0.035 0.069 0.032 0.002 0.000 0.011 0.021 0.003 4.050 0.000
[ - 20908025 0,050 0.230 0.012 0.007 0.014 0.039 0.00% 0.002 0.030 0.020 0.005 £.0001 0.030 0,001

2. RT (TS): Resistencia a la tensién (Tension Strerahtt 3. TT(TTY: Tratamiento Termico (Termical Treatmentl 4, HRBW: Rockwell B Identador de WC ;
Firma {Signature)

1. RC {YPY: Resistencia a la cedencia (Yield Point}

— . ’ ’
' - Vfeus

i ‘
Cerlificamos que e_l rmalerial aqur descrito ha side inspeccionado y ensayadoe por personal autorizacio indep del érea de f: a con resultados safisfactorios en concerdancia con ka norma aniba descrita. Progiedades Mecanteas
_ bajo las nomas. ASTM A370, ES, E18, ES17, E646, EN-10002, E23, JIS Z 2241 segiin requerimiento ¥ peso de capa bajo ASTM 90. Anélisls Quimico bajo la norma ASTM E 415/ 1018/ A 751. We certify thal the malerial described has bean . . .
tested and ir by authorized | lindspendent from the manufacturing departmant with satisfactory results In accardance with requiraments of the above specification. Mechanical Properties as ASTM A370, E8, E18, E517, E646, : fng. Antonic Mani '
EN-10002, £23, JIS Z 2241 a5 requen'réd and coating weighlwlth ASTM AS0. Chemical Analysis as ASTM E 41571019/ A 751. : ) . . Ternium Labs
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