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TERNIUM MEXICO, 5.A. DE C.V
R.F.C. TME-840710-TR4

Ay, Universidad No. 992, Colonia Cuauhtémoc, San Nicolds de los Garza, ML .

Gédigo Postal 56450 Teléfono: +52(81)8329-8500

www.ternium.com

EN10204 3.1 - ISO 10474 3.1B

CERTIFICADO DE CALIDAD - MILL TEST CERTIFICATE

Facha de emlsién (Date of issue)

(DMA)  0B/08/2014

Ne {Document number)

. TX413514°

ORIGINAL

I O

000000397023

Cadigo cliente (Custumsr ID)
HQop232500

‘Pedido No. {Sales Crder)
0101216205

Ordon de compra (F'urchase ordar) -
18552 _

Clisnts {Customer)
PLESA ANAHUAC Y CIAS. S.A. DE C V.

Remlsién (Delivary)
000000397023

Medio de transporte {Means of transport)
CAMION

Diraccién (Address)

AV. VALLE DE LAS ALAMEDAS 66-O - TULTITLAN - MEXICC - México

Piezas Totales (Total pisces)
1 .

Punto de despacho {Delivery plant)
Pesqueria

Descripcionde lar ia (Goads d

ROLLO FRIC REGCCIDD TENSQNIVELADO

Datos Generales (General Data)

Pleza : Colada Peso _ Espesor Ancho é
{Piece) - (Heat) - ° {Weight) “(Thickness} {Width)
R kg 1] mm in mm in
2A142882PN101 1406298350 9649 29272 1210 0.0476 1220,00 48.03
E .,
" Pieza E -+ . Colada No. Parte Descripcién g de Calidad f Grado 7 Subnorma
(Piece) -« |. . " (Heat) (Part) (Deswription) 7 (Quallty Non'nl Grade!Sub Norm)
2A142882PN101 1406299850 ROLLO FRIO RECOCIDO TENSONIVELADO TERJA 1008 CS TIPD E![GAB (V 2006 REV 1) :
' . : ‘ ' Y
Propiedades mecaricas longltudinales (Longitudinal mechanical properties) ® Q .

Pigza » Colzda - ) Tension
" (Plece) (Heat) .~ (Steel Stress) -
e S YElangaclon RE {¥P}1 RT (18) 2
c - [%Elangation) MPA {KSI) MPA [KSI)
{ 28142882PN101 | 1406299956 41 192/(27.8) | 318/ (46.1)

-~

2. RT (T3} Resistancia a la tensidnrlT ension Strenaht

4. HRBW: Rockwell B Klentacior de WG

1. RC {YPX: Resistencia a [a cedencia (Yield Point)

#

3. TT (TTY: Tratamianto Termico (Termical Treatment)

Firma (Smnature)

Certificamos que el malerial aquirdescrile fia i

tested and ir d by aut

fonado y yado por

F | independent from the manufacturing department with saUSfactory resulls in accordance with requirements’ of the abuva sp

p | autorizada independiente del 4rea de manufactura con resultados satisfactorios en concordancia con | notma arriba descrifa. Propiedades Mecdnicas
. ba;o fas normas ASTM A370 E8, E16. E517, E646, EN-10002, £23, JIS Z 2241 segiin requerimiento y pesa de capa haje ASTM 90. Analisis Cuimlco bajo la norma ASTM E 475/ 10187 A 751. We cettify that the material déscribed has besn

as ASTM A370, E8, E18, E517, EB46,

Machanical Propi

Tt e

Ing. Antonio Manf
Temium Labs

EN-10002, E23, JIS 2 2241 as requerired and coating weight W|_lh ASTM ABO. Chemical Analysis as ASTM E 415/ 1019/ A 751,
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TERNIUM MEXICO, S.A. DE C.V ’ - - . Fecha de emisi6én (Dats of issua) i i
T S D e RO 0 T

© Aw. Universidad No. 992, Colonia Cuauhtémog, San Nico!as de los Garza, N.L. N® {Document number}
Codigo Postal 66450 Teléfono: +52(87)8329-8500 TX413514
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ORIGINAL
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Ensayos de Calidad del Acero {Steel Quality)

" Pieza - Colada Dureza .
{Plece} - - . (Heat) ' {Hardness) : .
(HRBW) 4
[ 2a142882PN101 ] 1406299950 ‘ 47 . . ) . . )

Calidad del Acero - Analisis Quimico {%) (Steel Quality - Heat Ana!y's_is (%)}

i . -
Colada c Mn P 8 Si Al v T Cr NI Mo B Cu © Cb f
: {Heat). : )
[ 1406200950 ] 0.053 0.333 . 0.004 -3.005 0.011 4033 0.001 0.008 0.010 0.022 0.003 0.0000 0,035 0.000
B o !
“« )
N
"
~
-, i
1. RCYPY: Rasistencia a la cedencia {¥lald Painty " 2. RY 751 Resistencia a I3 tension {Tension Strencht) 3. TT (TTh: Tratamierto Tarmice (Tenvical Traatment) 4. HRBW: Rockwall B ldentador de WC
. Firma (Signature} "
”
’ .
Certificamos que el materal aqui descrito ha sido inspeccionado v ensayato por parsonal autorizado In pendiente del area de ra toh resultados satistactorios en concardancia con ka norma arriba descrita. Propiedades Macdnicas
. bajo las normas ASTM A370; E8, E18, E517, EB46, EN-10002, E23. JIS Z 2241 segtn requerimiento y peso de capa bajo ASTM 90, Andlisis Quimice bajo fa norma ASTM E 41571019/ A 751. Wa certify that the materiai described has been .
tested and inspacted by authorized | Indep t from the.rr ing department with satisfactory results in accordance with requirements of the abave specification. Mechanical Properties as ASTM A370, £8, E18, ES17, E645, Ing. Antonio Manr

Ternium i.abs

EN-10002, E23, JIS Z 2241 as requerired and coatlng weight with ASTM A80. Chemical AnaIyS|s as ASTM E 415/ 1318/ A 751,
—
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