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" CERTIFICADO DE CALIDAD - MILL TEST CERTIFICATE

Fecha de emisidn {Date of issue)

{DMA)  10/09/2014

N° {Dacument number)

TX453602

'ORIGINAL

10000 O O

0000004334329

Cédlga cliante tCustumer lD)
HOO0232600

Pedido No. (Sales Order)
0101301293

Orden de compra {Purchasa order)
19041.. .

Clienta [Customer) .
PLESA ANAHUAC Y CIAS, BA, DECV,’

Remlsicn (Dalivery)
000000433430

| Madio de transporte {Means of transport}
CAMION

Direccion (Address)

Piezas Totales {Fotal pieces)

Punto de despacho [(Delivery pTam)
Churubusco

22572025 0.050 0.220 -

1. RC {YP): Resistencia & la cedencia (Yield Paint)

2. RT (TSk Resistencia a la tensian (Tenslon Strenahtl

3, TF (TTY; Tratamiento Termico (Termical Treatmant)

AV VALLE DE LAS ALAMEDAS 66-0 - TULTITLAN MEXICO - México N 1
Dascripcién de la marcaderfa (Gu\ods description) *
"+ ROLLO FRIO RECOCIDO
Datos Generales (General Data) .
4 Pieza " Colada Peso _Espesor Ancho
(Plece) - {Heat) (Weight)- {Thickness) (V!:'idth) :
) C kg b T mm in | mm in. o
' 3A233513CTi01 22572025 9317 20540 3040 Q.1197 122000 48.03
. \
Pieza N Colada No. Parte - Descripcion. Norma de Catidad-/ Gsada / Subnorma
(Piece) (Heat) {Part) {Descriptian) - {Quaiity Norm / Gra_de'l Sub-Nomy)
3A23351 SéT‘im 22572025 ROLLQ FRIQ RECOCIDO SAE J403/1008 (v 2001 REV 1)/
Calidad def Acero - Andalisis Quinico (%) {Steel Q;.iality - Heat Analysis (%)} '
Colada ¢ Mn . P s 51 Al v T = ] Mo =1} ch
{Heaty | '
0012 0.007 0.007 ¢.060 0.001 £4.001 | 0.030 0.010 4.005 4.020 $.001

4. HRBW: Rockwell B identado’l" de WC -

B

Cartificamos que el material aqul’descnto ha sido inspecclonada y ensayada por personal autorizade i
bajo las normas ASTM A37T0, E8, E18, E517, E648, EN-10002, E23, JIS Z 2241 sagin requerimiento y peso de capa bajo ASTM 90. Analisis Guimico baje fa norma ASTM E 415/ 10191 A 751, We certify that the material described has been

from the manufacturing depariment with satisfactory results in accordance with requirements of the above specification. Mechanlcal Properties as ASTM A370, E3, E18, E517, EB46,

tested and d by authorized gersonal i

di del drea de

EN-10002, E23, JIS £ 2241 as requerired and coaling weight with ASTM ASD. Chemlcal Analysus as ASTME 41571019/ A 751,

con resujtados satisfactorios en concerdancia con la norma arriba descrita, Propiedades Mecanicas

Firma (Sianature],

Ing. Antonie Mani®
Ternium Labs
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