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CERTIFICADO DE CALIDAD - MILL TEST CERTIFICATE

AR R TR

Facha de emlsién (Date of issue)
(DMA)  03/07/2015

N® {Document number)
TX854425

L

-ORIGINAL

0O0000CDO07 9 366 9

™ Cédigo ellente {Customer [D)

+

Pedido No. {Saies Order)

QOrden de compra (F'urchase order}

HO00232500 0101843197 21049,
Cliente (Customer) Remisién (Delivery) Medlc de transporte {Means of tranaport)
PLESA ANAHQAC Y CIAS. SA DECV, 000000793662 CAMION

Direccidn {Address)

AV, VALLE DE LAS ALAMEDAS 66-0 - TULTITLAN - MEXICO - México

Plezas Totzales (Total pieces)
1

Punto de despacho {Delivery plant)
Churubusco

Descripeidn de la marcaderfa (Goads description)
ROLLO FRIO RECOCIDO TEMSONIVELADO

Datos Generales (General Data)

Pieza Colada Peso Espesor Ancho
(Pieca) (Heat) (Weight) {Thickness) (Width)
S5 i i kg Ib mm n | mm_
2A246564CN102 l 1505138600 9460 ;720556 1.210  0.0476 ! 1220.00 48.03
Pieza Colada ; No. Parte Descripcidn Norma de Calidad / Grade / Subnorma
(Piece) {Heat) ] (Part) {Descriptian) {Quality Norm / Grade / Sub-Morm)
o e = | o —_ . e =
2A2465684CN102 1505135600 l ROLLC FRIO RECOCIDO TENSONIVELADO TER/A 1008 C5 TIPQ B/GAB (V 2006 REV 1)

Propledades mecénicas longltudinales {Longitudinal mechanlcal propertles)

Pleza Colada / Tensién
(Proca) Heat {Steel Stress)
: %Elengacion RC (YP} 1 RT{TS)2
i (%Elongatton} MPA (K51} MPA (KSI)
1
I 2A246564CN102 [ 1505138600 [ 42 194 / (28,2} 3037 {43.9)

Ensayos de Calidad del Acero (Steel Quality)

Pleza Colada ¢ Dureza
(Piecs} Heat {Hardness}
(HRBW) 4
[ 2A246564CN10Z___ | 1505138600 45

1. RC (YP} Resistencia a la cedencia (Yield Point)

2. RT (TS): Resistencia a |a tensién (Tension Strenaht)

3. TT (TTY: Tratamiento Termico {Termical Treatment}

4. HRBW: Rotkwell B Idantador de WC

Firma (Signature}

Cerlificamos qua el materlal aqul descrito ha sldo Inspacclonado y yadao por personal izado ir dl de! Srea de manufactura con resultades satisfactorios en concordancia con la nonna armiba descrita, Propledades Mecénlcas
bajo las normas ASTM A370, EB, E18, E517, E646, EN-10002, E23, JIS Z 2241 segcm requarimisnto y pasn de capa bajo ASTM 80, Andliais Qulmm bajo la norma ASTM E 4157 1018 / A 751, We certify that the material described has been
tested and inspacted by autherized p | ind dant from the sfacturl it with satlsfactory results in dance with requl of the above sp Mechanical Properties as ASTM A370, EB, E18, ES17, EG46,
EN-10002, E23, JIS Z 2241 as requerired and coating weight with ASTM AS0, chemical Analysns as ASTM E415/ 1019/ A 751,

e Ve

ing. Antonio Mani
Temium Labs
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Fecha de emlsldn {Date of issue}

(DMA) 03/07/2015°

N* (Document number}

CERTIFICADC DE CALIDAD - MILL TEST CERTIFICATE

TGN A

ORIGINAL

Codigo Postal 66450 Telsfono: +52(81)8329-8500 TX854425 3
S S — : 00000079 366 9
Calidad del Acero - Anéllsis Quimico (%) (Steel Quality - Heat Analysis (%)}
SR c Mn P s s Al v T cr NI Mo B cu cb
___{Heaty i
1505138600 ) 0.052 0.153 0.008 0.003 0.018 0.036 0.001 ©.000 8.010 ‘0.016 0.0 0.0034 0.038 0.000

1.RC (YPY: Resistancia a la cedencia MYield Polr}

2. RT (TSY: Reslstencia a la tensidn (Tension Strancht}

3. TT {TT: Tratarniento Termico (Termical Treatmanti

4. HRBW: Rockwell B Idertador de WC

Certificamos que el material aqui descrito ha sldo inspeccionado y

tested and inspected by authorized parsonal independent from the manufacturing depariment wiih

por parsonal

del drea de manufactura con resultades satlsfactorias en cancordantia con la norma amiba descrita. Propiedades MacAnicas

bajo las normas ASTM A3T0, E8, E18, E517, E646, EN-10002, E23, JIS Z 2241 segin requerimiento y peso de capa bajo ASTM 90. Andlisis Quimico bajo la norma ASTM E 415 / 1019 / A 751. We cartify that the matertal described has been
| with requl of the above specification. Machanical Propertles as ASTM A370, ES, E18, E517, EG46 Ing. Antonia Manl

vy results In

EN-10002, E23, JIS Z 2241 as requerired and coating weight with ASTM ASD. Chemlcal Analysis as ASTM E 4157 1012 /A 751.

Firma (Signatura)

[t Ve

Termium Labs
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