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CERTIFICADO DE CALIDAD - MILL TEST CERTIFICATE

ORIGINAL

AN O AR RO

00 0CO000UB 102 20

Codigo ¢liente (Customer ID}
HO00232500

Pedido No. (Sales Order)
0101923331

Orden de compra (Purchase order)
21320

Cliente [Customer)
PLESA ANAHUAC Y CIAS. S.A.DE C.V.

Remistén (Delivery)
000000810220

Medio de transporte {Maans of transport)
. . CAMION

Direccién (Address}

Piezas Totales (Total pisces)

Punto de despache {Delivary plant}

AV, VALLE DE LAS ALAMEDAS 66-0 - TULTITLAN - MEXICO - México 2 Churubusco
D jpcién de la mercaderia {Goods description)
ROLLO FRIC RECOCIDO .
Datos Generales (General Data)
i Pieza | Colada Peso i Espesor Ancho ‘
(Piece) {Heat) (Weight) i (Thickness) (Width)
i ! kg b | mm n mm in __J
3A358501CT100 1541445012 7750 1?0&§ 3.420 0.1346 - 915.00 S 36.02 :
3A358503CT100 1531535012 7635 16832 3420 0.4346 | 91500 3602
Pieza i Colada ! No. Parts Descnpaian : Narma de Calidad / Grade / Subnorme ‘
(Piece) {Heat) ! (Part) {Description) {Quaidy Norm / Grade / Sub-Norm)
1
3A358501CT100 " 1541445012 ROLLO FRIO RECOGIDO SAE J403/1008 (v 2001 REV 1)/
3A358503CT100 1531535012 ROLLC FRIO RECOCIDO SAE J403/1008 (v 2001 REV 1¥
Calidad del Acero - Anélisis Quimico (%) (Steel Quallty - Heat Analysis (%))
T [¢c Mn P s si Al v Ti cr NP Mo Gu |
1 . U |
(Heat) ; | y e
[ 1531535012 _ | o.ost 0.175 obv10_ | 0.003 0.012 0.046 0.001 0.000 0.008 0.029 | 0000 | 0.008 | 0 000
[ 1541445012 | 0055 0.178 0015 | 0.003 0.022 0.027 0.010 0.001 0.010 0030 | 0002 0008 | 0.00
1. RC {YPY: Resislencia-a la cadencia (Yield Pointi 2. RT (T5): Resistancia a la tension (Tension Stranaht) 3. TT (TTY: Tratamienio Termice {Tarmical Treatment) 4. HRBW: Rockwe]l B Identador de WC
Firma {Signature)
Fl
Certificamas que el material aqui destrito ha sido inspeccionado y ensayade por personal autarizado ind del drea de con d enc dancla con la norma arriba d ita. Prapiedadas Mecani ' WW

bajo las normas ASTM A3TC, EB, E18, 5517 Eg45, EN-10002, E23, JIS Z 2241 seglin requerimienta y paso de capa bajo ASTM 90. Analisis Quimico bajo la norma ASTM E 415 / 1018/ A 751. We certify that the matarial descnbed has been

tested and inspacted by authorized | | indep fram the mar department with Y results in
EN-10002, E23, JIS Z 2241 a= mquerined and coating weight with ASTM A90, Chemical Analysis as ASTME 415/ 1018/ A 751,

dance with requirements of the abave specification. Mechanical Propertios as ASTM A370, EB, E18, E517, E646, j
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