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CS TYPE B/ASTM A1008 - 07.2015

B02/B03

Kennzeichnung: MATERIAL, HEAT-NO., MANUFACTURING/SAMPLE-NO.

Zeichen des Lieferwerkes:
Supplier's mark:

TKS

Marking:
Marque: pog 204 Marque d'usine:
BO1
TYPE OF PRODUCT / SURFACE
STRIP; COLD-ROLLED STRIP; LIGHTLY OILED / SURFACE QUALITY: A;
B09 x BI10 x Bl1 B0O8 B13 B13
ITEM |DIMENSIONS NUMBER WEIGHT WEIGHT
PIECES NET GROSS
kg kg
002 1,9 x 914,0 [mm] & 14.440 14.542
e 14.440 14.542
LIST OF MATERIAL IDENTS
BO7 coo BO7 BO8 B13 B13
ITEM |BUNDLE SAMPLE HEAT NUMBER WEIGHT WEIGHT
NO. NO. PIECES NET GROSS
kg kg
002 B337300100 B337300000 698224 1 7.820 7.871
002 B337300200 B337300000 698224 1 6.620 6.671
CHEMICAL COMPOSITION OF THE HEAT IN % C71-C99
B0O7
HEAT NO. C SI MN P S AL B CR CuU MO N
698224 0,034 0,014 0,280 0,014 0,0110 0,045 0,0002 0,029 0,008 0,003 0,0051
NB NI TI v
698224 0,001 0,017 0,001 0,001
C70 HEAT PROCESS OXYGEN STEEL
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TENSILE TEST (ASTM E8)
BO7 coo coz2 C03 cC10 Cl1 ciz C13
HEAT- SAMPLE POSIT TEST TYPE R R Rm Lo A
NO. NO. TEMP Art
°C MPa MPa  mm %
698224 B337300000 L +20 A 185 RP0O2 324 50 44
ROUGHNES S (DIN EN 100498 / 2,5 MM CUT OFF)
BO7 coo coz
HEAT- SAMPLE POSIT RA
NO. NO. Bm
698224 B337300000 Q 1,6
LEGENDS
TYPE TENSILE TEST POSIT
A = FLAT TENSILE TEST (ASTM "STANDARD L = LONG.
SHEET-TYPE") Q = TRANS.
zZ02
ABRNAHMEBEAUFTRAGTER DES HERSTELLERS
THE MANI}FACTURER'S AUTHORIZED INSPECTION REPRESENTATIVE
LE REPRESENTANT AUTORISE DU CONTROLEUR DU PRODUCTEUR
Fou b
z203 Finger ( Leiter Abnahme ) 203 Sartoris ( Fachkoordinator Abnahme )
il bl




