£ B A37.A0Y Keference B A02 = >
Tata Steel IJmuiden BV 19630 * Test’report 2.2, EN 1020¢. ’
s - PLELOG 19930 - 009 GC-03-10 g Z : 1
g et S o - BC1.B62.B05,.R0E.B1S A B 2 -...d .ﬂ.ﬂl.]u ./ 3 e inm
quvnw i ecuar The Ketheriands AES boc, nr ; . ) A ﬁm.ﬁ MW m“m.u_mﬁ
Telephene; 0251652110 2620029776 00 Hot rolled dry, Coil, S5 GRADE 36 TYPE2,LINIT A, ASTH A 1018:07.
Tompany trade Register 34D4D531 Mill edges.
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Tolerance ASTH A 635 HR (Thickness tolerance +0.01/-0.081 inch, Hidth tolerance I3
0€ Custaner/Censignee q
+1.25/-0 inch).
COUNTRY OF ORIGIN: THE NETHERLANDS.
EXPORTED BY TATA STEEL IJMUIDEN BV, LOCATED IN THE NETHERLANDS.
. THE VALUE OF THE GOGDS IS NOT INCLUDED IN THIS DOCUNENT, DUE TO A
CONFIDENTIALITY AGREEMENT BETWEEN THE SELLER AND THE BUYER
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