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Number / Nimero:

19007005

Page ¢ Pagina:

1/6

Date / Dia: February 11, 2019

Tubos de Acero de México, S.A.

Carret. México Veracruz Km 433.7 SN

Delfino Valenzuela Tejeria, Veracruz, Veracruz
C.P. 91697 MEXICO

(52) 225 989 1100 tel

(52) 229 989 15600 fax

Customer / Cliente’ PLESA ANAHUAC Y CIAS. S.A.DE C.V. Custemer's Order ltem / Orden Cliente - [tem: Customer’s Reference 7 Ref. del Cliente: Manufacturer's Works Order N° / Confirnacién de Venta:
27971 ITEM 1 N/A 26730101

fManufacturing Process / Proceso de Manufactura: Product Type / Tipe de Producte Surface / Superficie:

SEAMLESS HOT ROLLED SEAMILESS LINE PIPE VARNISHED

LAMINADO EN CALIENTE SIN COSTURA CONDUCCION SIN COSTURA BARNIZADO

Standard or Specification / Normas & Espeaficaciones: Steel Grade / Grado de acero: Ends / Extremos:

API SL ED46/APRIL 2018, ASTM A106/18, ASTM AS53/18, ASME SA106/2017, ASME SAS3/2017 B/X42-1245/1.290 PSL1 NORMAL BEVEL

BISELADO NORMAL

Dimensions / Dimensiones: Schedule / Cédula: Length / Longitud: Quantity / Cantidad: 148 Pcs/Pz Nominal Weight / Peso Nominal

2.875 X 0.203 INCH SCH 040/ W.C STD 19.69/2133FT 3073196 FT 18203.584 LB 5.80 LB/FT

73X 52 MM 600/ 650 MTS 936710 MTS 8257.000 KG 8.63 KG/M

TENSILE TEST / ENSAYO DE TENSION

Specimen condition Specimen dimensions Test Y.S. U.T.s. Y.S/AUTS|  Elongation / Alargamiento
Heat N° | Sample N° | Condicion de la probeta Dimensiones de la probeta temp Eul 0.50 %. Req.
Colada N°| Muestra N° | Ls S¢ | Type| Ori Size Area Temp. |Min: 280 Min: 415 Req. Max. Lo Cbt.
Tipe Tamaiio Secdon | ensayo | Max: — Max: — -
mm mm2 2C MPa MPa mm %
%6593 T30 B AM Ss L 194 X05.28 038 RT 3% 533 4.7 §0.8 330
W73 74678 B AM Sg L 939X (543 1068 RT 53 528 (.76 SO8 344

B. Body / Cuemo
L. Ltongitudinal / Longitudinal
Lo: Imitia! length / Longitud inicial

AM: As manufaciured / Segun proceso de fabricacién

Ls: Location of sample / Ubicacion de la muesir

Max: Maximum / Maximo

Min: Minimum / Minimo
Obt: Obtaned / Obtenido

Cri: Orientation / Crientacion
Req Max: Required maximum / Maximo requerndc
Req: Required / Requerido

RT- Room temperature / Temperatura ambiente

S¢: Specimen condition / Condicidon de la probeta
Ss: Strip specimen / Muestra rectangular

U.T.S: Ultimate tensile strength / Resistencia
Y.S: Yield strength / Fluencia

CHEMICAL COMPOSITION / COMPOSICION QUIMICA

Tenaris woler verde. En caso de que el poseedor del certifcado entregue una copiz, deberd garantizar ls conformidad con ! origing! hackndoe

Compesiion %/ Composicion %
X 1 N e X povre X
C fn | Si Mo | Cr P S Vv Nb | N | Cu | Sn Al T As B Ca N [Ce. 1|Col. 1|Col. 2|Cal. 3
H  Max 27 | 124 - 15| 40| 30| 30 - 400 | 400 | -~ - - - 10 -_ - - 6 15 | 100
tin -~ 29| 10| - - - - - - - - -~ - — - - — — — — — -
Heat N° Sample N° |P Max 27 | 124 - 15| 40| 30 30 = 400 | 400 | - - - = 10| — - = 6 15 | 100
Colada N° | Muestra N° Min — 23 | 10| — — — - - = -~ - — — -~ = — — — — — — —
96593 LT H 18 ¥ 17 25 8 4 23 3 0 | 15| 13 17 U S i 9 &1 38 3| 031 4
This certificate 1s ssued by a computenzed system and 1t s valid with electronic signature. On the onginal certificate the trade-mark groen colored tste cernficado se emite mediante sistema computanzado y es validado confirma electronica
“Tenans® is stamped. In case the owner of the onginal certificate would rele ase a capy of it, he must attest its conformty ta the original ene taking
upon himself the responsibility for atty unlawtul or not allowed U, Any alieration andir fabification will be subjected tothe bw. sesponsable par cualquier wo ilegal o indebida. Cualqueer alteracian yio falsificacion estars sujeta a b ley

Ef cerdficada onginal posee impresa el kogo




I

T ri Tubos de Acero de México, S.A

Carret, México Veracruz Km 433.7 SN

Delfino Valenzuela Tejeria, Veracruz, Veracruz
C.P. 91697 MEXICO

(52) 229 989 1100 tel

(52) 229 989 1600 fax

INS PECT'O N C ERT' F'CATE 3. 1 Number/ Namero: Page / Pigina:
CERTIFICADO DE INSPECCION 3.1 19007005 2/6
(EN 10204 3.1:2004-I1SO 10474 3.1:2013) Date / Dia: February 11, 2019

Customer / Cliente: PLESA ANAHUAC Y CIAS. S.A.DE C.V. Customers Order itern / Grden Cliente - lterm: Customer’s Reference / Ref. del Cliente: Manufacturer's Works Crder N° f Confirmacién de Venta:
27971 TTEM 1 N/A 267301401

Manutacturing Process / Proceso de Manufactura: Product Type / Tipo de Producto: Surface / Superficie:

SEAMLESS HOT ROLLED SEAMLESS LINE PIPE VARNISHED

LAMINADO EN CALIENTE SIN COSTURA CONDUCCION SIN COSTURA BARNIZADO

Standard or Specification / Normas o Espediicaciones: Steel Grade / Grado de acero: Ends / Extremos:

API 5L ED46/APRIL 2018, ASTM A106/18, ASTM AS3/18, ASME SA106/2017, ASME SAS3/2017 B/X42-1245/1.290 PSL1 NORMAL BEVEL

BISELADO NORMAL

Dimensions / Dimensiones: Schedule / Cédula: Length / Longitud: Quantity / Cantidad: 148 Pcs/Pz Nominal Weight / Peso Nominal:

2875 X 0.203 INCH SCH 40/ W.C STD 19.69/2133FT 3073196 FT 18203.584 LB 5.80 LB/FT

73X 52 MM 6.00/6.50 MTS 936.710 MTS 8257.000 KG 8.63 KG/M

| CHEMICAL COMPOSITION / COMPOSICION QUIMICA

Composition % / Compasicion %
Xty X 1R XL N
C Mn | SE| Me | Cr [ S vV Nb | Nio| Cu| Sn | Al Ti As B Ca N |Ce. 1{Col. 1|Col 2|Col. 3
H  Max 27 | 124| - 15| 40| 30| 30| 8| ~ | 400]| 400 | - - — = 10| -~ = = & 15 | 100
Min - 29 0| - = - o - - — - = - - — - = = = E | - -
Heat N” Sample N* |P Max 27 | 124 - 15 | 40 30 30| B — 400 | 400 | —~ — - — 10 - — - 6 15 | 100
Colada N° | Muestra N® tin - 29 10| - - - = - ) - - = = - | -~ - - - - - -
w893 F7I3} P 18 A 17 3 8 B 13 3 { & 150 13 18 i N 2 9 a2 38 0.3 03 323
6893 AL P 18 g7 17 3 N 13 24 3 0 &0 150 13 I8 0 S 2 9 61 s 03 03 23
96713 0001 H 17 o 18 2 6 {t 2 3 it Y 137 14 19 1 S J W 61 36 0.3 1.3 29
96713 TS P 17 s 18 2 [ il ) 3 @ L 13 13 i (U] s i 1 K 36 03 03 [ 253
96713 76 P 17 9 1S 2 & U] 22 3 U] 0 14} 13 18 1 4 1 9 61 36 3 05 1.3
Ce. 1: Carbon equivalent/Carbono equivalente Col. 27 SUMA ND+V+TL H: Heat / Colada Min: Minimum / Minimo
Col. 1: SUMA Nb+V Col. 3 SUMA Mo+CraeNuCu+V Max: Maximum / Maximo P: Product 7 Producio
| THROUGH WALL HARDNESS / DUREZA EN EL ESPESOR |
Required values Individuals / Indivduales Average / Promedio Hardness type/Tipo de dureza:HRC
Valores requeridos Min. - | Max 220 | Var - Min -~ | Max 220] Var: --
Heat N° Sample N° Spectrnen condition Quad Scale MW
Colada N°® Muesira N° s 5S¢ Escala ] 2 3 Avg.
9593 W B AM 1 FRBW S0 Re .1 S0
W13 7675 B AM 1 TRBW St 803 812 80.%
This certificate is ssued by 2 computenzed system and it s valid with electronic signature. On the onginal cervfwate the trade-mark green cobored t ste certiticado se emite mediarte sistema computanzade y es validado confirma electromca Bl cernficado arigingl posee impresa el logo
“Yenaris® is stamped  1n case the owner of the onginalcertificate would releass 2 copy of 1t, he must attest its conformity to the original one taking Tenatis color werde En case de que el poseedor del certif cado entregue unacopia, deberd garantizar ta conformidad con el original haciéndose
upon himself the responsibility for any unlawful or ot allowed use Any alteration anddor fakifcation will be sutyected 10 the bw.

respansable par cualquier so ilegal o indebido. Cualquier alteracion o {alsificaddn estard sujeta a k2 ley
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Tenaris

Tubos de Acero de México, S.A.

Carret. México Veracruz Km 433.7 SN

Delfino Valenzuela Tejeria, Veracruz, Veracruz
C.P. 91697 MEXICO

(52) 229 989 1100 tel

(52) 229 389 1600 fax

INS P ECT' o N C ERT' FlCATE 3'1 Number / Ndmero: Page / Pagina:
CERTIFICADQO DE INSPECCION 3.1
(EN 10204 3.1:2004-I1SO 10474 3.1:2013) Date / Dia: February 11, 2019

19007005 3/6

Customer / Cliente: PLESA ANAHUAC Y CIAS. S.A.DE C V. Custormer's Order Item / Grden Cliente - [tem: Customer's Reference / Ref. del Cliente: Manufacturer’s Works Order N° / Canfirmacién de Venta:
27971 1TEM 1 N/A 267301101

Manutacturing Process / Procese de Manutfactura: Product Type / Tipo de Producto Surface / Superficie:

SEAMLESS HOT ROLLED SEAMLESS LINE PIPE VARNISHED

LAMINADO EN CALIENTE SIN COSTURA CONDUCCION SIN COSTURA BARNIZADO

Standard or Specification / Normas ¢ Espedificaciones: Steel Grade / Grado de acero: Ends / Extremos:

API SLED46/APRIL 2018, ASTM A106/18, ASTM AS3/18, ASME SA106/2017, ASME SAS$3/2017 B/X42-1.245/1.290 PSL1 NORMAL BEVEL

BISELADO NORMAL

Dimensions / Dimensiones: Schedule ¢ Cédula: Length / Longitud Quantity / Cantidad: 148 Pes/Pz Nominal Weight / Peso Nominal:

2875 X 0.203 INCH SCH 040/ W.C STD 19.69/2133FT 3073196 FT 18203.584 LB 5.80 LB/FT

73X 5.2 MM 6.00/6.50 MTS 936.710 MTS 8257.000 KG 8.63 KG/M
[ THROUGH WALL HARDNESS / DUREZA EN EL ESPESOR |
AM: As manufactured / Segun proceso de fabricacion Ls: Location of sample / Ubicacion de la muestra MW Middle wall / Centro Var: Variation / Variacion

Avg: Average / Pramedio Max: Maximum / Méxima Quad: Quadrant / Cuadrante

B: Body / Cuerpo Min: Minimum / Minimo Sc: Specimen condition / Condicién de la probeta

FLATTENING TEST / ENSAYO DE APLASTAMIENTO

Standard / Norma: / Standard / Norma: /
Heat N° Semple N* | s S Result Heat N° | Sample N* | Ls S¢ Result
Colada N° | Muestra N° Resultado Colada N° | Muestra N° Resultado
96593 T B AM Cood  Bueno 96713 T46TS B AM Good { Bueno
|AM: As manufactured / Segun proceso de fabricacion B: Body / Cuerpo Ls: Location of sample / Ubicacion de la muestra Sc: Specimen condion / Condicion de la probeta |

HYDROSTATIC TEST / PRUEBA HIDRAULICA |

Pressure / Presién Time / Tiempo Results / Resultado
Unit / Urmdad. Value / Valor Seconds / Segundos
mpa 258 s Sagsfactory !/ Sausfactorio

This certificate is rssued by a computenzed system and it s valid with electronic signature. On the onginal certificate the trade-mark green colored
*Tenaris* s stamped. In case the owner of the onginal certificate would release 2 copy of 11, he must attest its conformity ta the criginal one taking
upon himself the responsiblity for any unlawful or not allowed vse. Any alteration andior fakite ation will be subyected 1o the Jaw.

Este certificado se emite mediante sistema computanzado y es validado confirma elictronica. Bl certificada ariginal pasee impreso ef logo
Tenans color werde. En caso te que el paseeder del certifcado entregue una copia, debera garantizar la conformidad con &l original haciéndme
responsabie por cualquier o llegal o indebide. Cualquier alteracion yo falsificadon estarasujeta o B ley
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Tenaris

Tubos de Acero de Méxice, S.A.

Carret. México Veracruz Km 433.7 SN

Delfino Valenzuela Tejerfa, Veracruz, Veracruz
C.P. 91697 MEXICO

(52) 229 989 1100 tel

(52) 229 989 1600 fax

INSPECTION CERTIFICATE 3.1
CERTIFICADO DE INSPECCION 3.1

(EN 10204 3.1:2004-1SO 10474 3.1:2013)

Number / Nimero:

19007005

Page / Pagina:

4/6

Date / Dia: February 11, 2019

Customer / Cliente: PLESA ANAHUAC Y CIAS. S.A.DE CV. Customer's Order ltern / Orden Cliente - [tem: Customer’s Reference / Ref. del Cliente: Manufacturer's Works Order N® / Confirmacian de Venta:
27971 1TEM 1 N/A 267301/01
KManutacturing Process / Proceso de Manufactura: Product Type / Tipo de Producto Surface / Superficie:
SEAMLESS HOT ROLLED SEAMIESS LINE PIPE VARNISHED
LAMINADO EN CALIENTE SIN COSTURA CONDUCCION SIN COSTURA BARNIZADO
Standard or Specification / Normas o Espedificaciones: Steel Grade / Grado de acero: Ends / Extremos:
API SL ED46/APRIL 2018, ASTM A106/18, ASTM AS3/18, ASME SA106/2017, ASME SAS3/2017 B/X42-1245/1.290 PSL1 NORMAL BEVEL
BISELADO NORMAL
Dimensions / Dimensiones: Schedule / Cédula Length / Longitud: Quantity / Cantidad: 148 Pcs/Pz Nominal Weight / Peso Nominal
2.875 X 0.203 INCH SCH 040 / W.C STD 19.69/2133FT 3073.196 FT 18203.584 LB 5.80 LB/FT
73X 52 MM 6.00/6.50 MTS 936710 MTS §257.000 KG 8.63 KG/M
HEAT TREATMENT / TRATAMIENTO TERMICO
Heat treatment / Tratamiento térmico: Pipe / Tubo
Quench media of heat treatment process / Medio de enfriamiento del tratamiento térmico: nfa
Temperature Scale / Escala de Temperatura: n/a
Type
Tipo
AsRolied
| SUPPLEMENTARY INFORMATION / INFORMACION SUPLEMENTARIA

Supplementary Information
Informaciéon Suplementana

MELTED AND MANUF ACTURED BY TENARISTAMSA - MEXICO
STEEL MAKING PROCESS:
ELECTRIC AR C FURNACE-LADLE FURNACEACONTINUOUS CASTING MACHINE.
ALUMBNIUM FULLY KBLED STEEL, FINE GRAIN PRACTICE

TOR MICROINCLUSION SHAPE CONTROL

MATYRIAL FREE FROM MERCURY CONTAMINATION
MATFRIAL FREE FROM RADICACTIVE CONTAMINATION
MANUFACTURING PROCESS OF PIPE:

SEAMLESS HOTROLLED

NOTREPAIRED BY WHLDING

NON DESTRUCTIVE TEST (NDT: SATISFACTORY
INSPECTION METHOD:

THE LADLE FURNACE PRACTICE INCLUDES ARGON RINSE AND FINAL INJECTION OF CAL QUM SILICIDE WIRE

FUNDIDO Y FARRICADO POR TENARIS TAMSA - MEXICO
FABRICACION DEL ACERO:
HORNO DE ARCO ELECTRICO-HORNO DE AFINACTON-MAQUINA DE COLADA CONTINUA,

ATROCALMADO CON ALUMINIO, PRACTICA DE GRANOFINO

LA PRACTICA ENEL HORNO DE AIINACION INCQLUYE AGITAQONPOR ARGONT INYECCIONFINAL DE SILICIURO
DE CALCIOPARA OBTENER UNATORMA GLOBULAR DE EVENTUALES MICROINCLUSIONES

MATERIAL LIBRE DE CONTAMINACIONDDE MERCURIQ

MATERIAL LIBRE DE CONTAMINACION RADIOACTIVA

FABRICACION DEL TURO:

LAMINADO EN CALIENTESIN COSTURA
NORFPARADQ FOR SOLDADURA
ENSAYO DE CONTROLNOQDESTRUCTIVO {CND 1 SATISFACTORIO
METODO DE INSPECCION:

Thes certificate (s ssued by a computenzed system and it i vahd with electronic signature On the onginal certificate the trade-mark green colored
“Tenaris® 15 stamped. |n case the owner of the onginal certihicate would release a copy of it, he must 8t test 1ts contformity to the original one taking
upon himself the responsibility for any unlawtul o not alloweed use. Any alteration andix fakification will be subjecied o the law.

Fste certificado se emite mediante sistema computanzado y es validade confirma electrdnica  Hicernficada original posee impresa el kogo
Tenans color verde. En caso de que ¢l poseedor del certifcado entreque unacopiz, deberd gasantizar la contormidad con el original hacikbndose
responsable por cualquier usoilegal o indebida. Cualguier alteracion yio falsificadion estara sugeta a b ley




Tenaris

Tubos de Acero de México, S.A

Carret, México Veracruz K 433.7 SN

Delfinc Valenzuela Tejeria, veracruz, Veraciuz
C.P. 91697 MEXICO

(52) 229 989 1100 tel

{52) 229 989 1600 fax

DIMENSIONALINSPECTION

ONLY FOR HARDNESS Z HRCMAX.
TAMSAREF: Saf789

MATERIAL ACCORDING TO ANSINACE MRINZSISO 15156-2: 2015 AND ANSENACE MROIO3ASO 1798 A

INSPECT'ON CERTIFICATE 3_1 Number / Nimero: Page / Pigina:
CERTIFICADO DE INSPECCION 3.1 19007005 5/6
(EN 10204 3.1:2004-I1SO 10474 3.1:.2013) Date / Dia: February 11, 2019
Customer / Cliente: PLESA ANAHUAC Y CIAS. SSA.DE C.V. Customer's Order ltern / Grden Cliente - ltem: Customer's Reference / Ref. del Cliente: Manufacturer's Works Order N°/ Confirmacian de Venta:
27971 1TEM 1 N/A 267301/01
Manufacturing Process / Proceso de Manufactura Product Type / Tipe de Produdio Surtace / Superficie:
SEAMLESS HOT ROLLED SEAMLESS LINE PIPE VARNISHED
LAMINADO EN CALIENTE SIN COSTURA CONDUCCION SIN COSTURA BARNIZADO
Standard or Specification / Normas o Espedificaciones: Steel Grade / Grado de acero: Ends / Extremos:
API SL ED46/APRIL 2018, ASTM A106/18, ASTM AS3/18, ASME SA106/2017, ASME SAS3/2017 B/X42-1245/1.290 PSL1 NORMAL BEVEL
BISELADO NORMAL
Dimensions / Dimensiones: Schedule / Cédula Length / Longitud: Quantity / Cantidad: 148 Pcs/Pz Nominal Weight / Pesc Nominal:
2.875 X 0203 INCH SCH 40/ W.C STD 19.69/ 2133 FT 3073196 FT 18203.584 LB 5.80 LB/FT
73X 52 MM 6.00/ 6.50 MTS 936710 MTS 8257.000 KG 8.63 KG/M
| SUPPLEMENTARY INFORMATION / INFORMACION SUPLEMENTARIA
Supplementary Information
Infarmacicn Suplementaria
EMI- MP1 EMI- MP
VISUAL INSPECTION INSPECCION VISUAL

INSPECCION DIMENSIONAL

MATERIAL DE ACUERDO A ANSENACE MROT7S1SO 15156-2: 2005 Y ANSINACE MRIOFISO 1745: 2018
SOLODUREZA MAX, 22HRC

TAMSA REF: 565789

SUMMARY REPORT / REPORTE RESUMEN |

Heat N° Quantity Lergth Weight Heat N° Quantity Length Weight
Colada N* Cantidad Longitud Pest Colada N° Cantidad Longitud Peso
{Pieces} it ¢} (Tons} {Preces) (1) {m} {Tans
96893 46 9623 293.31 2.537 9671 12 2 THERY 314 $72
Average length per pipe Nominal weight per pipe
Longitud promedio por tubo Peso nominal por tubo
{f1) (m}) {Ib/fy (kg/m;}
X768 6.329 5923 818
This certificate 1s ssued by a computenzed system and it 15 vahd with electronic signature On the onginal cervficate the trade-mark green colored [ ste certficada se emite mediante sistema computanzado y es vabdado confirma electionica, £ certificada original posee impreso el kago
" Tenatis " is stamped  In case the owner of the onginal certificate would release a copy of 1t he must attest its conformity to the riginal one taking Tenaris colorverde. En caso de que el paseedor del cerifcado entregue unacapia, debera gatantizar 1a corformudad con el original haciéndase
upon hirmself the responsibllity for any unlawdul o nat allowed use Any alteration andfor fatfx ation will be subjected to the law. responsable par cuzlquier uso ilenal oindebido. Cualqueer alteracion yio falsficadion estard sujeta a b ley
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Tenaris

Tubos de Acero de México, S.A
Carret. México Veracruz Km 433.7 SN

Delfinc Valenzuela Tejeria, Veracruz, Veracruz

C.P. 91687 MEXICO
{(52) 229 989 1100 tel
(52) 229 989 1600 fax

INSPECTIO N C ERTI FICATE 3_ 1 Number / Ndmero:
CERTIFICADO DE INSPECCION 3.1

(EN 10204 3.1:2004-1S0O 10474 3.1:2013)

Page

19007005

6/6

{ Pagina:

Date { Dia: February 11, 2019

Custemer / Cliente: PLESA ANAHUAC Y CIAS. S.A.DE C.V.

27971 1TEM 1

Customer’s Order Item / Orden Cliente - ltem:

Customer’s Reference / Ref. del Cliente:
N/A

Manufacturer’s Works Order N° ¢ Confirmacian de Venta:
267301101

Manufacturing Process / Procese de Manutactura:
SEAMLESS HOT ROLLED

Product Type / Tipo de Producto:

Surface / Superficie:

SEAMLESS LINE PIPE VARNISHED
LAMINADO EN CALIENTE SIN COSTURA CONDUCCION SIN COSTURA BARNIZADO
Standard or Specification / Normas o Espedificaciones: Steel Grade / Grado de acero: Ends / Extremos:
API 5L ED46/APRIL 2018, ASTM A106/18, ASTM AS53/18, ASME SA106/2017, ASME SAS3/2017 B/X42-1245/1.290 PSL1 NORMAL BEVEL

BISELADO NORMAL

Dimensions / Dimensiones: Schedule ¢ Cédula: Length / Longitud: Quantity / Cantidad: 148 Pes/Pz Nominal Weight / Peso Nominal.
2875X 0.203 INCH SCH 040/ W.C STD 19.69 /2133 FT 3073196 FT 18203.584 LB 5.80 LB/FT
73X 52 MM 6.00/ 6,50 MTS 936710 MTS 8257.000 KG 8.63 KG/M

This s to certify that the product described here has been manufactured, sampled, tested, and inspected in accordance with

purchaser order requirements. This certificate is not a declaration of origin nor may it be used as a dedlaration of origin.

Por el presente certificamas que el material agul descrito ha sido {abricado, muestreade, ensayado e inspeccionado de
acuerde a los requisitos de su orden de compra. Este certificade no es, ni puede ser usado, como una declaracién de origen.

CUSTOMER . THIRD PARTY

INSPECTION COMPANY
COMPARIA DE INSPECCION

NO APLICA
Eroployvee Name: N/A

TENARIS QUALITY DE

PG

QUALITY CERTHHICATION DEPT.
DLPFTO. DE CERTIFICACION DECALIDAD

Fernando Sabifion Almendra

ARTMENT SIGNATURE

? s

CHIEY QF QUALITY CERTIFICATION DEFT,
RESPONSABLE DEL DEPTOQ.DE CERTHICACION DE CALIDAD

Angel Cesar Aleman Gi

This certificate 15 isued by a computerized system and it is vahd with electronic signature. On the onginal certificate the trade-mark green colored
“Tenans” 1s stamped. In case the owmer of the onginal certificate would release a copy of it, he must attest its contormity to the original one taking
upon himself the responsibility for any unlawéul o not allowed use. Any alteration andior tabifk ation will be subjected o the law.

Este certificado se emite mediante sistema computanzade y es validado confirma electranica
Tenans colar verde En casa de que el poseedor del certifcado entregue una copia, deberd garantizar la conformidad con el original haciénde
responsable por cualquier wso llegal o indebida. Cualquier alteracion o falficacidn estard sujetaa a ley

i certificada original posee impresa o kgo




