Tenaris

Tubos de Acero de México, S.A.

Carret. México Veracruz Km 433,7 SN
Delfino Valenzuela Tejeria, Veracruz, Veracruz

C.P. 91697 MEXICO
{52) 229 988 1100 tel
(52) 22¢ 989 1600 fax

INSPECTION CERTIFICATE 3.1
CERTIFICADO DE INSPECCION 3.1

(EN 10204 3.1:2004-1SO 10474 3.1:2013)

Number / Nidmero:

19007006

Page / Pagina:

1/6

Date ¢ Dia: February 11, 2019

Customer / Cliente: PLESA ANAHUAC Y CIAS. SA.DE C.V.

27858 ITEM 3

Customers Order ltem / Orden Cliente - Item:

N/A

Custamer’s Reference / Ref. del Cliente:

Manufacturer's Works Order B° / Confirmacian de Venta:
266521/03

SEAMLESS HOT ROLLED

Manufacturing Process / Procesa de Manufactura:

Product Type / Tipe de Producta
SEAMIESS LINE PIPE

Surface / Superficie:

VARNISHED
LAMINADO EN CALIENTE SIN COSTURA CONDUCCION SIN COSTURA BARNIZADO
Standard or Specification / Normas o Espedficaciones: Steel Grade / Grado de acera: Ends / Extremos:
API 5L ED4S/DECEMBER 2012, ASTM A106/18, ASTM AS3/18, ASME SA106/2017 B/X42-1245/1.290 PSL1 NORMAL BEVEL

BISELADO NORMAL

Dimensions / Dimensiones: Schedule ¢ Cédula: Length / Longitud: Guantity / Cantidad: 26 Pcs/Pz Nominal Weight / Peso Nominal:
8.625 X 0.5 INCH SCH 080 / W.C XS 19.69/2133FT 539928 FT 23135.329LB 4343 LBFT
2191 X 127 MM 6.00/ 6.50 MTS 164.570 MTS 10494.000 KG 64.64 KG/M

TENSILE TEST / ENSAYO DE TENSION

Specimen condition Specimen dimensions Test ¥S: UT.S. Y.S./U.T.S| Elongation / Alargamiento
Heat N | Sample N | Condidon de la probeta Dimensiones de la probeta temp Eul050 %. Req.
Colada N”| Muestra N®| Ls Sc {Typei Or Size Area Temp. |Min: 290 Min: 415 Req. Max. Lo Obt.
Tipo Tamano Seccén | ensayo | Max: =~ hax: ~ -
mrm mm2 °C MPa MPa mnm %
96795 99571 B AN Ss 1 383X 1271 434.2 RT 313 449 063 SO0.8 410

B: Body / Cuetpo
L Longrudinal / Longitudinal
Lo Initial tength / Longitud inicial

Al As manufactured / Segun proceso de fabricacion

Ls: Location of sample / Ubicacidn de la muestra

Max' Maximum / Maximo

Min. Minimum / Minimo

Obt: Obtained / Obtenido

Ori: Orientation / Criertacién
Req Max: Reguired maximum / Maximo requerido
Req Required / Requendo

RT Room temperature / Temperatura ambiente

Sc: Specimen condition £ Condicion de fa probeta
Ss: Strip specimen / Muestra rectangular

1.T.5: Ultimate ternsile strength / Resistenaia
Y.5: Yield strength / Fluencia

CHEMICAL COMPOSITION / COMPOSICION QUIMICA

Composttion % / Compasicion %
X 4D N i X 1o X 1
C tAn S Mo | Cr P S A% Nb Ni Cu | 5n Al Ti As B Ca N [Col. 1|Cal. 2|Col 3
H Max 28| 120] - 1S | 40| 30| 30| & - 400 | 400 | - - - - 10| —~ - 15 6 100
Min - 29 10 - - - - = - = = = - - = - -~ - - -~ -
Heat N° Sample N° [P Max 28 | 120 -~ 15 | 40 30| 30| & - 400 | 400 | - -- - - 10 - - 15 6 100
Colada N° | Muestra N° tin — 29 0] - - — - - - ~ — -— - — — — - - — —
WIS 000 H 19 |2 15 20 Q 0 1.4 2 [ OB e 72 B B n 0 6 1 11 61 02| 02 ] 393
973 9971 P 19 82 1 3 9 10 L6 2 i} 0| 20 10 P2 4 [3 1 13 57 02 62 | 332
This certficate s ssued by a computerized system and it is valid with electronic signature. On the onginal certificate the trade-mark green cobred Este certificada se emite medante sistema compuiarizade y es vahdado con firma electronica
*Tenans* is stamped  In case the owner of the onginal certificate would release 2 capy of 1t, he must attest 1ts conformity 1o the ofiginal one taking
upon himself the responsibility for any unlawtul of oot sllowed use Any aleration anddor fakitication will be subjected to the b

¢l certificado original posee impreso el boge

Tenans color verde. En caso de que el poseedor del certifkado entregue una copia, debera garantizar ia corformidad con el original haciéndose
responsable por cualquier wo ilegal o indebida. Cualquier alteracion yfo falsificaddn estars sujeta a b ley
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(52) 229 989 1500 fax

INSPECTION CERTIFICATE 3.1
CERTIFICADO DE INSPECCION 3.1

(EN 10204 3.1:2004-1SO 10474 3.1:2013)

Number / Ndmero:

19007006

Page / Pagina:

2/6

Date / Dia: February 11, 2019

Customer / Cliente: PLESA ANAHUAC Y CIAS. S.A.DE C V. Customer’s Order Item / Crden Cliente - item: Customer's Reference / Ref. del Cliente: Manufacturer’s Works Order N° # Confirmacion de Vents:
27858 ITEM 3 N/A 266521/03

Manufacturing Process / Proceso de Manutactura: Product Type / Tipo de Produdio: Surface / Superficie:

SEAMLESS HOT ROLLED SEAMILESS LINE PIPE VARNISHED

LAMINADO EN CALIENTE SIN COSTURA CONDUCCION SIN COSTURA BARNIZADO

Standard or Specification / Normas o Espedificaciones: Steel Grade / Grado de acero: Ends / Extremos:

API 5L ED45/DECEMBER 2012, ASTM A106/18, ASTM AS53/18, ASME SA106/2017 B/X42-1245/1.290 PSL1 NORMAL BEVEL

BISELADO NORMAL

Dimensions / Dimensiones: Schedule / Cédula: Length / Longitud: Quantity / Cantidad: 26 Pcs/Pz Nominal Weight / Peso Nominal:

8.625 X 0.5 INCH SCH 80/ W.C XS 19.69/2133FT 539928 FT 23135.329 LB 4343 LBFT

2191 X 127 MM 6.00/ 650 MTS 164570 MTS 10494.000 KG 64.64 KG/M

CHEMICAL COMPOSITION / COMPOSICION QUIMICA

Compaesition % / Compaosicion %
A X v N foaws X 1

C Mn | Si Ma | Cr P S A Nb | Wi | Cull Sn i Al Ti As B Ca N |Col. 1|Col. 2|Col. 3
H  Max 28 | 120 - 151 40| 30| 30| 80 | — | 400 400 | - - - - 0] - - 15 6 | 100

Min - 29 | 10| - - - - -~ — — - — - - - - - - — - —
Heat N° | Sample N |P Max 28 | 120 - 15| 40| 30{ 30| 8 | — | 400| 400| — - - - 10!~ - 15 6 | 100

Colada N° | Muestra N” tin - 29| 10| -~ - — - — - - - - - - = - — - - - -
Y6798 Sz P 19 82 18 3 D 1 13 i {1 A 20 11 £ (U] [ 1 13 ~ 1 1 SO

Col. 1: SUMA Nb+V+Ti
Col. 2: SUMA Nb+V

Col 3 SUMA Mo+Cr+Ni+Cu+V
H. Heat / Colada

Max Maximum / Maximo

Min. Minimum /7 Minimo

P: Product / Producto

THROUGH WALL HARDNESS / DUREZA EN EL ESPESOR

Avg. Average / Promedio

Ls: Location of sample / Ubicacion de la muestra

MW Middle wall / Centro

Required values Individuals / individuales Average / Promedio Hardness type/Tipo de dureza:HRC
Valares requeridos Min:— | Max 220 | Var: - Min - | Max - | Var--
Heat N°© Sample N°® Specimen condition Quad Scale b MW o] Var
Colada N Muestra N° Ls Sc Escala 1 P 2 | Ava. 2 3 lAawg | 1 2 3 | Avag.
96795 YT B AM 1 HRBW TR TES | TS| 90| BE| Y84 T92| TRE| T 82| TR0 141
96795 PETZ B AM ] HRBW TRZ| FAS | TN T4 T 778 RS | VR Fiz TS| 2 0.7
AM: As manutactured / Segun proceso de fabricacion ID: Internal diameter / Diametro interng Min. Minimurn / Minime Quad: Guadrant / Cuadrante

Sc: Specimen condition / Condicion de la probeta

This certificate 1s ssued by a computensed system and it s vahd with electronic signature. On the onginal certiticate the trade-mark green colored
“Tenans® is stamped. In case the owmer of the oniginal certificate would release a copy of 1t, he must attest its conformity to the eriginal one taking
upon himsel! the responsibility for any untawtul o not allowed uwe Any alteration and/or fakifcation will be subjected 1o the law

f ste certificado se emite mediante sistema computanzado y es vakdado confirma electromica.  El certificadg original posee impreso ¢l kbgo
Tenaris color verde En caso de que ¢l poseedor del cetitk ado entregue una copia, debers garantizar |a corformudad con el origing! hackndose
responsatle por cualguier s ilegal o indebida, Cualquier alteracion yio falsificacion estard syieta a b ley
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Tubgos de Acero de México, S.A.
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INSPECTION CERTIFICATE 3.1
CERTIFICADO DE INSPECCION 3.1

(EN 10204 3.1:2004-1SO 10474 3.1:2013)

Number ! Ndmera:

19007006

Page / Pagina:

3/6

Date / Dia: February 11, 2019

Customer / Cliente: PLESA ANAHUAC Y CIAS. S.A.DE C.V.

Customer's Order ltem / Orden Cliente - [tem:

Custamer’s Reference / Ref. del Cliente:

tanufacturer’s Works Order N° / Confinnacian de Venta:

27858 ITEM 3 N/A 266521403

Manutacturing Process / Procese de Manufactura: Product Type / Tipo de Producto: Surtace / Superficie:
SEAMLESS HOT ROLLED SEAMLESS LINE PIPE VARNISHED
LAMINADO EN CALIENTE SIN COSTURA CONDUCCION SIN COSTURA BARNIZADO

Standard or Specification / Normas o Espedficaciones: Steel Grade / Grado de acero: Ends / Extremes:

API SL ED4S/DECEMBER 2012, ASTM A106/18, ASTM AS3/18, ASME SA106/2017 B/X42-1245/1.290 PSL1 NORMAL BEVEL

BISELADO NORMAL

Dimensions / Dimensiones: Schedule / Cédula: Length / Longitud: Guantity / Cantidad: 26 Pcs/Pz Nominal Weight / Pesc Nominal;
8.625 X 0.5 INCH SCH 080/ W.C X$§ 19.63/2133FT 533928 FT 23135.329LB 4343 LBFT

219.1 X 127 MM 6.00/6.50 MTS 164570 MTS 10494.000 KG 64.64 KG/M
| THROUGH WALL HARDNESS / DUREZA EN EL ESPESOR

|B: Body / Cuerpo Max: Maximum / Maximo OD: Qutside diameter / Didmetro externc Var: Variation / Variacién

FLATTENING TEST / ENSAYO DE APLASTAMIENTO

Standard / Norma:
Heat N° | Sample N* | Ls 5¢ Result
Colada N° | Muestra N¢ Resultado
9679S 99971 B AM Good ¢ Bucno

IAM As manufactured / Segqun proceso de tabricacion

B. Body/ Cuerpo

Ls: Location of sample / Ubicacion de la muestra

Sc: Spedmen condiion / Condicion de 1a probeta

HYDROSTATIC TEST / PRUEBA HIDRAULICA

Pressure / Presion

Time / Tiempo Results / Resultado

Unit / Unidad

Value / Valor

Seconds / Segundos

mpa

2.8

S Saustactory ! Satsfactonio

Thrs certiticate is ssued by a computenzed system and it s valhid with electronic signature. On the onginal certiticate the trade-mark green colored
“Terans " 1s stamped. In case the ownet of the onginalcertificate would release a copy of it, he must attest 1ts confor mity ta the original one taking
upon himself the responsibility for any unlawful o not aflowed use. Any akeration andfor fakification will be subjected 1o the law

Este certiticado se emite mediante sistema computanzado y es valdado confirma electronica
Tenaris color werde. En ¢aso de que ¢l poseedor del certifkado entregue una copia, debera garantizar la conformidad con el original hackéndose
responsatde por cualquier o ilegal o indebida. Cualquier alteracion yio falsificadion estara sujeta a B ley

£l certificada original posee impresa ef bgo
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Tenaris

Tubos de Acero de México, S.A.
Carret. México Veracruz Km 433,7 SN

Delfino Valenzuela Tejeria, Veracruz, Veracruz

C.P. 91637 MEXICO
(52) 229 58¢ 1100 tel
(52} 229 989 1600 fax

|NS P ECTI ON C ERTI F ICATE 3 1 Number / Namero: Page / Pagina:
CERTIFICADO DE INSPECCION 3.1
(EN 10204 3.1:2004-i1SO 10474 3.1:2013)

19007006 4/6

Date / Dia: February 11, 2019

Customer / Cliente: PLESA ANAHUAC Y CIAS. S.A.DE CV. Customer’s Order 1tem ¢/ Orden Clente - [tem: Custarmer's Reference / Ref. del Cliente: Manufacturer's Works Order N° f Confirmacién de Venta:
27858 1TEM 3 N/A 266521/03

Manutacturing Process / Procese de Manufactura: Praduct Type / Tipe de Producto: Surtace / Superficie:

SEAMLESS HOT ROLLED SEAMLESS LINE PIPE VARNISHED

LAMINADO EN CALIENTE SIN COSTURA CONDUCCION SIN COSTURA BARNIZADO

Standard or Specification / Normas o Espedficaciones: Steel Grade / Grado de acero: Ends / Extremos

API 5L ED4S/DECEMBER 2012, ASTM A106/18, ASTM AS53/18, ASME SA106/2017 B/X42-1245/1.290 PSL1 NORMAL BEVEL

BISELADO NORMAL

Dimensions / Dimensiones: Schedule / Cédula: Length / Longitud: Quantity / Cantidad: 26 Pcs/Pz Nominal Weight / Peso Nominal:

8.625 X 0.5 INCH SCH 080/ W.C XS 19.69/2133FT 533928 FT 23135.329 LB 43.43 LBFT

2191 X 127 MM 600/ 6.50 MTS 164 570 MTS 10494.000 KG 64.64 KG/M

HEAT TREATMENT / TRATAMIENTO TERMICO

Heat treatment / Tratamiento térmico: Pipe / Tubo
Quench media of heat treatment process / Medic de enfriamiento del tratamiento térmico: n/a
Temperature Scale / Escala de Temperatura: n/a

Type
Tipo

AsRoled

SUPPLEMENTARY INFORMATION / INFORMACION SUPLEMENTARIA

Supplementary information
Informacion Suplementaria

MELTED AND MANUFACTURED BY TENARIS TAMSA - MEXICO

STEFL MARING PROCTSS:

ELFCTRIC ARC FURNACE-LADLE FURNACE-CONTINUCUS CASTING MACHINE.
ALUMINIUM FELLY KILLED STEEL, FINE GRAIN PRACTICE

T LADLE FURNACE PRACTICE INCLUDES ARGON RINSE AND FINAL INJECTION OF CALCIUM SHICIDE WIRE
FOR MICROINCLUSION SHAPE CONTROL

MATERIAL FREE FROM MERCURY CONTAMINATION

MATERIAL FREF FROM RADIOQACTIVE CONTAMINATION

MANUFACTURING PROCESS QF PIPE:

SEAMIESS HOT ROLLED

NOTRFPAIRED BY WELDING

NONDESTRUCTIVE TEST (ND'TY: SATISFACTORY

INSPECTION METHOD:

FUNDIDO Y FABRICADO POR TENARIS TAMSA - MEXICO

FABRICACION DFL ACERO:

HORNO DE ARCO ELECTRICO-HORNO DE AFINACION-MAQUINA DE COLADA CONTINUA,
ACERO € ALMADO CON ALUMINIO, PRACTICA DE GRANOFINO

LA PRACTICA ENEL HORNO DE AFINACION INCLUNYE AGI TAQONPOR ARGON E INYECCIONFINAL DE SILICIURO
DE CALCIOPAR A OBTENER UNA FORMA GLOBULAR DE EVENTUALES MICROINCLUSIONES
MATERIAL LIRRE DE CONTAMINACION DE MERCURIO

MATERIAL LIBRE DE CONTAMINACIONRADIOACTIVA

FABRICACION DEL TUBO:

LAMINADO EN CALIENTE SIN COSTURA

NOREPARADO POR SOLDADURA

ENSAYO DE CONTROL NO DESTRUCTIVO (OND: SATISFACTORIO

METODO DE INSPECCION:

This certficate s ssued by a computenzed system and it s valid with electronic signature. On the original certificate the trade-mark green colbored
“Tenars® is stamped  In case the owner of the onginal certificate would rele ase a copy of it, he must attest its conformity o the ariginal one taking

upon himsel! the responsibility for any unlawful or not allowed use. Any aketation andror fakification will be subyected to the law.

F ste certificado se emite medianie sistema computanizade y es validado confirma electionica  tl certficade original posee impreso el bgo
Tenatis color verde. En caso de que ¢] poseedor del certitkado entregue una copia, deberd garsntizar la conforridad con el original haciéndase
resporisable por cualquier wsollegal o indebido. Cualqueer alteracion yio falsificacion estars sujeta a b ley
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Tenaris

Tubos de Acero de México, S.A,

Carret. México Veracruz Km 433.7 SN

Delfino Valenzuela Tejeria, Veracruz, Veracruz
C.P. 31697 MEXICO

(52) 229 285 1100 tel

{52) 229 98¢ 1600 fax

INSPECTION CERTIFICATE 3.1
CERTIFICADO DF INSPECCION 3.1

Number / Namero:

19007006

Page / Pagina:

5/6

(EN 10204 3.1:2004-I1SO 10474 3.1:2013)

Date / Dia: February 11, 2019

Customer / Cliente: PLESA ANAHUAC Y CIAS. S.A.DE C.V. Customer's Order Hemn / Crden Cliente - [tern: Customer's Reference / Ref. del Clientes | Manufacturers Works Order N° / Confirmacian de Venta:
27858 ITEM 3 /A 266521/03

Manufacturing Process / Proceso de Manufactura: Product Type / Tipo de Producto: Surtace / Superficie;

SEAMLESS HOT ROLLED SEAMIESS LINE PIPE VARNISHED

LAMINADO EN CALIENTE SIN COSTURA CONDUCCION SIN COSTURA BARNIZADO

Standard or Specification / Normas o Especificaciones: Steel Grade / Grado de acero: Ends / Exiremos:

API SL ED4S/DECEMBER 2012, ASTM A106/18, ASTM AS3/18, ASME SA106/2017 B/X42-1.245/1.290 PSL1 NORMAL BEVEL

BISELADO NORMAL

Dimensians / Dimensiones: Schedule / Cédula: Length / Longitud: Quantity / Cantidad: 26 Pcs/Pz Nominal Weight / Peso Nominal:

§.625 X 0.5 INCH SCH 080/ W.C XS 19.69/ 2133 FT $39928FT 23135329 LB 4343 LBFT

219.1 X 127 MM 6.00/6.50 MTS 164570 MTS 10494,000 KG 64.64 KG/M

SUPPLEMENTARY INFORMATION / INFORMACION SUPLEMENTARIA

Supplementary Information
Infarmacién Suplementaria

EMI- MP]
VISUALINSPECTION
DIMENSIONAL INSPECTION

ONLY FOR HARIINESS 22 HRC MAX.
TAMSAREF: 565793

MATERIAL ACCORDING TO ANSINACE MRIZETSO 15156-2: 205 AND ANSENACE MROTBASO 17945: NS

EMI- MP
INSPECCION VISUAL

TAMSA REF: 565793

INSPECCION DIMENSIONAL
MATERIAL DE ACUERDO A ANSIANACE MROITSISO 15156-2: 2005 Y ANSKNACE MRITOFISO 179452018
SOLODUREZA MAX. 22 HRC

SUMMARY REPORT / REPORTE RESUMEN

Heat N° Quantity Length Weight
Colada N° Cantidad Longitud Peso

(Pieces) fty {1} {Tons)

9RTYS 2% $3993 164.57 10494

Average length per pipe

Nominal weight per pipe

Longitud promedio por tubo

Peso nominal por tubo

(ft) (m)

(Ib/ 1Y {kg/m)

A.767 633

42849 63766

This certificate is ssued by a computenized system and it & valid with electronic signature. Un the onginal certificate the trade-mark green colored
“Tenans* is stamped. In case the owner of the onginal certificate would release 2 copy of it. he must attestits contormity ta the original one takmg
upon himself the responsibility for any unlawful o not allowed use Any alceration andior takitkation will be subjected 1o the law.

Fste cortificada se emite mediame sistema computanzade y es vabdado confirma clecugnica  El certificado original posec imprese el oge
Tenaris color wrde En caso de que of posecdor del certifrado entregue uns capiz, debers garantizar 1a contormidad can el original hacikéndose
responsable por cualguier wso ilegal o indebido. Cualquier alteracion yio falsificacion estars sujeta a ks ley




Tenaris

Tubos de Acero de México, S.A,
Carret. México Veracruz Km 433.7 SN

Delfinc Valenzuela Tejeria, Veracruz, Veracruiz

C.P. 91697 MEXICO
(52) 229 989 1100 tel
(52} 229 989 1600 fax

Number { Namero:

19007006

INSPECTION CERTIFICATE 3.1
CERTIFICADO DE INSPECCION 3.1

Page / Pigina:

6/6

(EN 10204 3.1:2004-1SO 10474 3.1:2013)

Date / Dia: February 11, 2019

Customer / Cliente: PLESA ANAHUAC Y CIAS. S.A.DE C.V. Customer's Order Hem / Orden Cliente - ltem: Custamer’s Reference / Ref. del Cliente: Manutacturer's Works Order N° / Confirmacian de Vents:
27858 ITEM 3 /A 266521/03

Manuiacturing Process / Proceso de Manufactura: Preduct Type / Tipo de Producto: Surface f Superficie:

SEAMLESS HOT ROLLED SEAMLESS LINE PIPE VARNISHED

LAMINADO EN CALIENTE SIN COSTURA CONDUCCION SIN COSTURA BARNIZADO

Standard or Specification / Normas ¢ Espedificacicnes: Steel Grade / Grado de acero: Ends / Extremos:

API SL ED4S/DECEMBER 2012, ASTM A106/18, ASTM AS53/18, ASME SA106/2017 B/X42-1245/1.290 PSL1 NORMAL BEVEL

BISELADO NORMAL

Dimensians / Dimensiones. Schedula / Céduda: Length / Longitud. Quantity / Cantidad: 26 Pes/Pz Nominal Weight / Peso Nominal:

8625 X 0.5 INCH SCH 080/ W.C XS 19.69/2133FT 539928 FT 23135329 LB 43.43 LBFT

2191 X 127 MM 6.00/ 650 MTS 164570 MTS 10494.000 KG 64.64 KG/M

This is to certify that the praduct described here has been manufactured, sampled, tested, and inspected in accordance with
purchaser order requirements. This certificate is not & declaration of origin nor may it be used as a dedclaration of origin.

Por el presente certificamos que el material agui descrito ha sido fabricado, muestreado, ensayado e inspeccionado de
acuerdo a los requisitos de su orden de compra. Este certificado no es, ni puede ser usado, como una dedlaracion de arigen.

CUSTOMER . THIRD PARTY

1

INSPECTION COMPANY
COMPANIA DE INSPECCION

NO APLICA
Employee Name: N/A QUALITY CERTIFICATION DEPT.

DEFTO. DECERTIFICACION DE CALIDAD

Manue! Morales Pefia

TENARIS QUALITY DE

ARTMENT SIGNATURE

]

g,
‘
I

CHIEF QF QUALITY CERTIFICATION DEFT,
RESPQNSARLL DEL DEPTO. DECYRTIFICACION DE CALIDAD

Angel Cesar Aleman Gil

This certificate 5 ksuad by a comp

Tzed system and it ks valid with electronic signatute. On the ariginal certificate the trade-mark green colored
*Tenaris® is stamped. In case the awner of the onginal certificate would release a copy of it. he must attest its conformity to the onginal one taking
wpon himsel! the responsibiity for any unlawiul or not alowed use. Any akeration andfor fakification will be subjected 10 the vy

tesponsable por cualqui

Fste cortificado se emite mediante sistema computanzade y es valdado confirma electronica
Tenars color werde En casa de fue ¢l poseedor del certifcado entregue una copia, debiers garantizar la conformidad con el original hackndose
150 llegal o indebide. Cualquier akteracion yio falsificadian estars sujets a s ley

£l certificads orginal posee impresa el kigo




