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(EN 10204 3.1:2004-1SO 10474 3.1:2013)

Number / Niumero:

19010151

Page / Pagina:

1/6

Date / Dia: February 28, 2019

Customer / Cliente PLESA ANAHUAC Y CIAS. S.A. DE C.V. Customer’s Order Item / Orden Cliente - ftem: Customer’s Reference / Ref del Cliente Manufacturer's Works Order N° / Confirmacion de Venta
27805 ITEM 3 N/A 266187/03
Manufacturing Process / Proceso de Manufactura: Product Type / Tipo de Producto: Surface / Superficie
SEAMLESS HOT ROLLED SEAMLESS LINE PIPE VARNISHED
LAMINADO EN CALIENTE SIN COSTURA CONDUCCION SIN COSTURA BARNIZADO
Standard or Specification / Normas o Especificaciones. Steel Grade / Grado de acero Ends / Extremos
API SL ED45/DECEMBER 2012, ASTM A106/18, ASTM A53/18, ASME SA106/2017 B/X42-1245/1.290 PSL1 NORMAL BEVEL
BISELADO NORMAL
Dimensions / Dimensiones: Schedule / Cédula: Length / Longitud: Quantity / Cantidad: 154 Pcs/Pz Nominal Weight / Peso Nominal.
5.563 X 0.375 INCH SCH 080/ W.C XS 19.69/21.33 FT 3252.592 FT 66268.805 LB 20.80 LB/FT
141.3X 9.5 MM 6.00/ 6.50 MTS 991.390 MTS 30059.000 KG 30.97 KG/M
r TENSILE TEST / ENSAYO DE TENSION
Specimen condition Specimen dimensions Test YS U.T.s. Y.S/UTS| Elongation / Alargamiento
Heat N° | Sample N° | Condicion de la probeta Dimensiones de la probeta temp Eul 0.50 %. Reg
Colada N°| Muestra N° | Ls Sc | Type| Ori Size Area Temp. |Min 290 Min: 415 Req. Max Lo Obt
Tipo Tamano Seccién | ensayo |Max: - Max. - -
mm mm2 °C MPa MPa mm %
19519 00570 B AM Ss L 25.61X 09.59 2472 RT 338 517 0.65 50.8 38.0
9659% 00564 B AM Ss L 25.57X09.44 242.9 RT 331 S12 0.65 50.8 38.0
96711 00566 B AM Ss L 25.55X 09.79 251.7 RT 338 518 0.65 50.8 38.0
AM- As manufactured / Segin proceso de fabricacion I Location of sample / Ubicacion de la muestra Ori- Orientation / Orientacion Sc: Speaimen condition / Condicion de la probeta
B: Body / Cuerpo Max: Maximum / Maximo Req Max' Required maximum / Maximo requendo Ss' Strip specimen / Muestra rectangular
L Longitudinal 7 Longitudinal Min., Minimur / Minimo Req. Required / Requendo U.T.S: Ultimate tensile strength / Resistencia
Lo. Initial length / Longitud inicial Obt Obtained / Obtenido RT: Room temperature / Temperatura ambiente Y.S Yield strength / Fluencia
This certilicate 3 msued by 3 computenzed system and it 15 vahd with electronic signature  On the aninal certificate the trade-mark green colored Eote certiicado se emite mediante sistema computanzade y es vahdade con firma electronica £l certificado original posee impreso el logo
“Tenans® is stamped. in case the owner of the ariginal certificats would release a copy of i, he must attest its -anformity 1o the orginal one taking Ten olor verde. En caso de que el poseedor de! certificade entregue una copia, debera garantizar la conformidad con el original haciéndose
wpon himself the responsibility for ary unlawful or not allowed use. Any alteration and/or falsification will be subjectad 10 the law. responsable por cualguier uso ilegal o Indebido. Cualguier aiteracicn yio faisificacion estara sujeta s la fey
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INSPECTION CERTIFICATE 3.1 Number /Nimero: | Page/ Pigina
CERTIFICADO DE INSPECCION 3.1 19010151 2/6

(EN 10204 3.1:2004-ISO 10474 3.1:2013) Date / Dia: February 28, 2019
Customer / Cliente: PLESA ANAHUAC Y CIAS. S.A. DE C.V. Customer’s Order Item / Orden Cliente - [tem Customer’s Reference / Ref del Cliente! Manufacturer's Works Order N° / Confirmacién de Venta
27805 ITEM 3 N/A 266187/03
Manufacturing Process / Proceso de Manufactura Product Type / Tipo de Producto Surface / Superficie
SEAMILESS HOT ROLLED SEAMLESS LINE PIPE VARNISHED
LAMINADO EN CALIENTE SIN COSTURA CONDUCCION SIN COSTURA BARNIZADO
Standard or Specification / Normas o Especificaciones

Steel Grade / Grado de acero

Ends / Extremos

API 5L ED45/DECEMBER 2012, ASTM A106/18, ASTM A53/18, ASME SA106/2017 B/X42-1.245/1.290 PSL1 NORMAL BEVEL
BISELADO NORMAL
Dimensions / Dimensiones Schedule / Cédula Length / Longitud: Quantity / Cantidad: 154 Pcs/Pz Nominal Weight / Peso Nominal.
5.563 X 0.375 INCH SCH 080/ W.C XS 19.69/21.33 FT 3252.592 FT 66268.805 LB 20.80 LB/FT
141.3X 9.5 MM 6.00/6.50 MTS 991.390 MTS 30059.000 KG 30.97 KG/M
[ CHEMICAL COMPOSITION / COMPOSICION QUIMICA |
Composttion % / Composicion %
X 100 X 1000 N 10000 N 100
C Mn | Si Mo | Cr p S v Nb Ni | Cu | Sn Al Ti As B Ca N |Col 1|Col 2|Col. 3
H Max 28 | 120 -- 15| 40| 30| 30| 8 | ~ | 400| 400 | -- - - -- 10 | - - 15 6 | 100
Min - 29 | 10| -- - -- - - - - - - - - - - - - - - -
Heat N° | Sample N° |P Max 28 | 120 - 15| 40| 30| 30| 8 | - | 400| 400| -- - - - 10| - - 15 6 | 100
Colada N° | Muestra N° Min - 29 10 | - -- - - -~ - -~ - - - -- - -- - - - - -~
19319 00001 H 20 82 19 1 6 i}5 0.8 3 3 40 130 10 20 2 4 1 9 65 (.8 0.6 | 243
19319 00570 P 21 83 19 2 6 It 0.5 2 0 40 120 9 2 o 3 3 9) 38 0.2 02 | 242
19519 00571 P 21 $2 19 1 6 11 0.6 2 0 40 120 9 23 0 4 3 10 36 0.2 0.2 232
96396 0o H 20 82 18 2.4 9 15 24 2 0 60 184 12 20 0 6 i b 63 02 0.2 36
96396 00564 P 20 82 18 g 9 15 2.9 2 60 180 11 19 0 N 2 $ 38 0.2 0.2 352
96596 00565 P 19 82 18 2 9 15 2.5 2 0 6 180 10 19 0 S 1 8 61 0.2 02 35.2
96711 00001 H 20 90 2] 1.9 8 14 1.6 3 0 70 173 13 29 0 S 1 9 58 0.3 0.3 345
96711 00366 P 18 92 21 2 8 15 1.5 2 0 70 180 13 28 0 5 2 8 59 0.2 0.2 | 352
971l 00567 P 19 92 21 2 8 14 15 2 0 70 170 12 28 0 3 2 10 61 0.2 02 342
Col. 10 SUMA Nb+V+Ti Col. 3: SUMA Mo+Cr+Ni+Cu+V Max' Maximum / Maximo P Product / Producto
Col. 2: SUMA Nb+V H: Heat / Colada Min: Minimum / Minimo

This certilicate 15 csued by a computerzed system and it is vald with electronic signature. On the onainal certificata the ‘rade-mark greer colcred Este certificado se emite mediante sistema computarizade v es validade con firma electréraca €l cortsficado onginal posee impreso ef logo
"Teruaris” i In case the owner of the anginal certificate would release a copy of it, he must attest its conforrity to the oniginal one taking Tenans color verde En caso de que el poseedor del certficade entregue una copla, debera garantizar ia conformidad con el original haciéndose
upon himseif the responsibility for any uniawful or not aliowed use. Any alteration and/or falsification will be subjected to the law respansable por cualquier uso ilegal o indebido. Cualquier aiteracicn yo talsificacion estara sujeta ala ley.
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Page / Pagina:

Date / Dia: February 28, 2019

Customer / Cliente. PLESA ANAHUAC Y CIAS. S.A. DE C.V.

Customer’s Order Item / Orden Cliente - item

Customer’s Reference / Ref. del Cliente

Manufacturer's Works Order N° / Confirmacion de Venta

27805 ITEM 3 N/A 266187/03
Manufacturing Process / Proceso de Manufactura Product Type / Tipo de Producto Surface / Superficie
SEAMLESS HOT ROLLED SEAMLESS LINE PIPE VARNISHED
LAMINADO EN CALIENTE SIN COSTURA CONDUCCION SIN COSTURA BARNIZADO

Standard or Specification / Normas o Especificaciones

Steel Grade / Grado de acero

Ends / Extremos

“Tenans” 15 stai

ed. In case the owner of the onginal certificate would release a copy of i, he must attest its confermity to the original one taking
upon himself the responsibility for any unlawful of not aliowed use. Any alteration and/or falsification will be subjected to the law

4™

API 5L ED4S/DECEMBER 2012, ASTM A106/18, ASTM AS53/18, ASME SA106/2017 B/X42-1.245/1.290 PSL1 NORMAL BEVEL
BISELADO NORMAL
Dimensions / Dimensiones: Schedule / Cédula Length / Longitud Quantity / Cantidad: 154 Pcs/Pz Nominal Weight / Peso Nominal
5.563 X 0.375 INCH SCH 080/ W.C XS 19.69 /2133 FT 3252.592 FT 66268.805 LB 20.80 LB/FT
141.3 X 9.5 MM 6.00/6.50 MTS 991.390 MTS 30059.000 KG 30.97 KG/M
Required values individuals / Individuales Average / Promedio Hardness type/Tipo de dureza:HRC
Valores requeridos Min — | Max 220 | Var - Min - | Max - | Var -
Heat N° Sample N° Specimen condition Quad Scale oD MW 1D Var
Colada N° Muestra N° Ls Sc Escala 1 2 3 | Avg 1 2 3 | Avg 1 2 3 | Avg.

19519 00570 B AM 1 HRBW 771 779 | 782 777 | 782 | 782 TR VSO | 795 | 790 | 788 | 791 1.4

19519 00571 B AM 1 HRBW 780 780 | 7851 78.2 | 781 | 787 | 7741 781 | 779 | 787 | 788} 785 0.4

9659 00564 B AM 1 HRBW 784 | 787 784 | 785 785 79.1| 783 | 786 | 776 791 7921 786 0.1

96596 00565 B AM 1 HRBW 776 | 7851 786 | 782 | 77.6 | 7841 78.6| 782 | 783 | 79.2| 792 | 789 0.7

96711 00566 B AM 1 HRBW 788 791 7921 790 793 | 793 | TO6 | T4 | TS9| 793} 7901 79.1 0.4

96711 00567 B AM 1 HRBW T3 7911 89| 88| 796 | V9.2 0.1 | 796 | 794 796 796 795 0.8
AM- As manufactured / Segun proceso de fabricacion ID; Internat diameter / Didmetro interno Min: Minimum / Minimo Quad: Quadrant / Cuadrante
Avg: Average / Promedio Ls. Location of sample / Ubicacion de la muestra MW: Middle wall / Centro Sc: Specimen condition / Condicion de la probeta
B. Body / Cuerpo Max: Maximum / Maximo OD: Outside diameter / Diametro externo Var: Varnation / Vanacion
Standard / Norma. / Standard / Norma: / Standard / Norma® /

Heat N° Sample N° | Ls Ne Result Heat N° | Sample N° | Ls Sc Result Heat N° | Sample N° | Ls Sc Result
Colada N° | Muestra N° Resultado Colada N° | Muestra N° Resultado Colada N°® | Muestra N° Resultado
19519 00571 B AM Good 7 Bueno 96596 00564 B AM Good/ Bueno 96711 00567 B AM Good/ Bueno

AM- As manufactured / Segun procesc de fabricacion B. Body / Cuerpo Ls Location of sample / Ubicacién de la muestra Sc. Specimen condition / Condicién de la probeta
The certficate 15 ssued Dy @ computerizea systerm anda L s valid with electronic signature. On the onginal certificate the trade-mark green colored <ie certdicado se emite mediante sistema computanzado y es validado con firma electrénica  El certficado original posee Impreso el logo

5 color verde, En caso de que el poseedor del certificade entregue una copia, debera garantizar la corformidad con el oniginal haciéndose
nsable por cualquier uso ilegal o indebido Cualquier alteracon yio faisificacion estard sujeta a la ley.
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Date / Dia: February 28, 2019

Customer / Cliente: PLESA ANAHUAC Y CIAS. S.A.DE C.V.

Customer’s Order item / Orden Cliente - ltem

Customer’s Reference / Ref del Cliente Manufacturer’'s Works Order N° / Confirmacion de Venta

27805 ITEM 3 N/A 266187/03
Manufacturing Process / Proceso de Manufactura: Product Type / Tipo de Producto: Surface / Superficie
SEAMLESS HOT ROLLED SEAMILESS LINE PIPE VARNISHED
LAMINADO EN CALIENTE SIN COSTURA CONDUCCION SIN COSTURA BARNIZADO

Standard or Specification / Normas o Especificaciones

Steel Grade / Grado de acero

Ends / Extremos

API 5L ED45/DECEMBER 2012, ASTM A106/18, ASTM A53/18, ASME SA106/2017 B/X42-1245/1.290 PSL1 NORMAL BEVEL
BISELADO NORMAL

Dimensions / Dimensiones: Schedule / Cédula Length / Longitud: Quantity / Cantidad. 154 Pcs/Pz Nominal Weight / Peso Nominal.

5.563 X 0.375 INCH SCH 080/ W.C XS 19.69/21.33 FT 3252.592 FT 66268.805 LB 20.80 LB/FT

1413 X 9.5 MM 6.00/6.50 MTS 991.390 MTS 30059.000 KG 30.97 KG/M

HYDROSTATIC TEST / PRUEBA HIDRAULICA

Pressure / Presion

Time / Tiempo Results / Resultado

Unit / Unidad Value / Valor Seconds / Segundos

mpa 20.5

Nl

Satisfactory / Satisfactorio

HEAT TREATMENT / TRATAMIENTO TERMICO

Heat treatment / Tratamiento térmico: Pipe / Tubo
Quench media of heat treatment process / Medio de enfriamiento del tratamiento termico: n/a
Temperature Scale / Escala de Temperatura: nfa

lype
Tipe

AsRolled

SUPPLEMENTARY INFORMATION / INFORMACION SUPLEMENTARIA

Supplementary Information
Informacion Suplementaria

MANUFACTURED BY TENARIS TAMSA - MEXICO

STELL MAKING PROCESS:

ELUCTRIC ARC FURNACE-LADLE FURNACE-CONTINUOLS CASTING MACHINE.

ALUMINIUNM FULLY KILLED STEEL, FINE GRAINTRACTICE

THE LADLE FURNACE PRACTICE INCLUDES ARGON RINSE AND FINAL INJECTION OF CALCIUN SILICIDE WIRE

FABRICADO POR TENARIS TAMSA - MEXICO

FABRICACION DEL ACERO:

HORNO DE ARCO ELECTRICO-HORNO DE AFINACION-MAQUINA DE COLADA CONTINUA.

ACFRO CALMADO CON ALUMINIO, PRACTICA DE GRANO FINO

{ A PRACTICA EN EL HORNO DE AFINACION INCLUYE AGITACION POR ARGON E INYECCION FINAL DE SILICIURO

This certficate s ssued by a computenzed system and it 15 vahd with electronic signature  On the original cartificate the trade-mark green colored
“Tenans” s stamped in case the owner of the oniginal certificate would release a copy of it, he must attest its conformity to the original one taking
upon himseif the responsibility for any unlawiul or not allowed use. Any alteration and/or falsification wili be subjected 1o the law.

tste certificado se emite mediante sistema computanizado y es validade con firma electrorica. i certificado onginal posee impreso el logo
Tenaris color verde. En caso de que el poseedor det certificado entregue una copia, debera garantizar la conformidad con el original haciéndcse
responsable por cualquier uso llegal o indebido. Cualguier alteracion y/o faisificacion estard sujeta a fa ley
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Date / Dia: February 28, 2019

Customer / Cliente: PLESA ANAHUAC Y CIAS. S.A.DE C.V. Customer's Order Item / Orden Cliente - Item Customer’s Reference / Ref. del Cliente Manufacturer’'s Works Order N° / Confirmacion de Venta.
27805 ITEM 3 N/A 266187/03

Manufacturing Process / Proceso de Manufactura Product Type / Tipo de Producto Surface / Superficie

SEAMIESS HOT ROLLED SEAMLESS LINE PIPE VARNISHED

LAMINADO EN CALIENTE SIN COSTURA CONDUCCION SIN COSTURA BARNIZADO

Standard or Specification / Normas o Especificaciones Steel Grade / Grado de acero Ends / Extremos

API 5L ED45/DECEMBER 2012, ASTM A106/18, ASTM A53/18, ASME SA106/2017 B/X42-1245/1.290 PSL1 NORMAL BEVEL

BISELADO NORMAL

Dimensions / Dimensiones Schedule / Cédula Length / Longitud: Quantity / Cantidad: 154 Pcs/Pz Nominal Weight / Peso Nominal

5.563 X 0375 INCH SCH 080/ W.C XS 19.69/21.33 FT 3252592 FT 66268.805 LB 20.80 LB/FT

1413 X 9.5 MM 6.00/ 6.50 MTS 991.390 MTS 30059.000 KG 30.97 KG/M

SUPPLEMENTARY INFORMATION / INFORMACION SUPLEMENTARIA

Supplementary Information
Informacion Suplementaria

FOR MICROINCLUSION SHAPE CONTROL
MANUFACTURING PROCESS OF PIPE:

SEAMLESS HOTROLLED

NOT REPAIRED BY WELDING
NONDESTRUCTIVE TEST (NDT): SATISFACTORY
INSPECTION METHOD:

EMI - MPT

VISUAL INSPECTION

DIMENSIONAL INSPECTION

MATERIAL ACCORDING TO ANSYNACE MRO173150 13136-2: 2015 AND ANSUNACE MROJ03ISO 17945: 2015
ONLY FOR HARDNESS 22 HRCMAX.

TANISA REF: 385640

DE CALCIO PARA OBTENER UNA FORMA GLOBULAR DE EVENTUALES MICROINCLUSIONES
FABRICACION DEL TUBO:

LAMINADO EN CALIENTE SIN COSTURA

NO REPARADO POR SOLDADURA

ENSAYO DE CONTROL NO DESTRUCTIVO (CND): SATISFACTORIO

METODO DE INSPECCION:

EMI - MPT

INSPECCION VISUAL

INSPECCION DIMENSIONAL

MATERIAL DE ACUERDO A ANSI'NACE MRO175/150 15156-2: 2015 Y ANSYNACE MRO103/150 17945: 2015
SOLODUREZA MAX. 22 HRC

TAMSA REF: 38564)

=

SUMMARY REPORT / REPORTE RESUMEN

Heat N°© Quantity Length Weight Heat N° Quantity Length Weight
Colada N° Cantidad Longitud Peso Colada N° Cantidad Longitud Peso
(Pieces) (ft) (m) (Tons) (Pieces) (ft) {m) (Tons)
19519 59 125312 381,95 11.594 96711 47 984.58 300.1 9.119
96396 48 10149 309.34 9.346

This certiicata s souea by a computenzed system and it &« vaid with electronic signature On the nnqinal certificate the trade-mark green colored
"Tenaris* 15 stamped. 1n case the owner of the onginal certificate would release a copy of it, he must attest its confermiy to the original one taking
upen himself the responsibility for any unlawful or not allowed use Any alteration and/or faisification will be subiected 1o the law

Este corlificado se emite mediante sistema computanzado y es vahdade con firma electrérica Bl certificado onginal posee impreso el logo
Tenaris color verde. En caso de que el poseedor del certificado entreqgue una copla, deberd garantizar ia conformidad con el original haciéndese
resporsable por cualquier usoilegal o indebido Cualguier alteracion yfe taisificacion estara suieta a la ley
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(EN 10204 3.1:2004-1SO 10474 3.1:2013)

Date / Dia: February 28, 2019

Customer / Cliente: PLESA ANAHUAC Y CIAS. S.A. DE C.V.

Customer’s Order tem / Orden Cliente - ltem Customer’s Reference / Ref de! Cliente

Manufacturer's Works Order N° / Confirmacién de Venta:

27805 ITEM 3 N/A 266187/03
Manufacturing Process / Proceso de Manufactura: Product Type / Tipo de Producto: Surface / Superficie:
SEAMLESS HOT ROLLED SEAMLESS LINE PIPE VARNISHED
LAMINADO EN CALIENTE SIN COSTURA CONDUCCION SIN COSTURA BARNIZADO
Standard or Specification / Normas o Especificaciones Steel Grade / Grado de acero Ends / Extremos
API 5L ED45/DECEMBER 2012, ASTM A106/18, ASTM A53/18, ASME SA106/2017 B/X42-1245/1.290 PSL1 NORMAL BEVEL

BISELADO NORMAL

Dimensions / Dimensiones
5.563 X 0.375 INCH
1413 X 9.5 MM

Schedule / Cédula
SCH 080/ W.C XS

Length / Longitud
19.69/21.33 FT
6.00/6.50 MTS

Quantity / Cantidad. 154 Pcs/Pz
3252592 FT
991.390 MTS

66268.805 LB
30059.000 KG

Nominal Weight / Peso Nominal
20.80 LB/FT
30.97 KG/M

SUMMARY REPORT / REPORTE RESUMEN

Average length per pipe

Nominal welght per pipe

Longitud promedio por tubo

Peso nominal por tubo

(ft) (m) (Ib/ft)

(kg/m)

21.121 6.438 20.374

30.32

This 15 to certify that the product described here has been manufactured, sampled, tested, and inspected in accordance with
purchaser order requirements. This certificate 1s not a declaration of ongin nor may it be used as a declaration of origin,

Por el presente certificamos que el material aqui descnto ha sido fabricado, muestreado, ensayado e inspeccionado de
acuerdo a los requisitos de su orden de compra. Este certificado no es, ni puede ser usado, como una declaracién de origen

CUSTOMER . THIRD PARTY TENARIS QUALITY DE

INSPECTION COMPANY
COMPANIA DE INSPECCION

NO APLICA
Emplovee Name: N/A QUALITY CERTICICATION DLITT.

DEPTO. DE CERTIFICACION DE CALIDAD

Manuel Morales Pefia

ARTMENT SIGNATURE

CHILY OF QUALITY CLRTIFICATION DEPT
RESPONSAKLE DLL DEPTO. DL CERTIFICACION DE CALIDAD
Angel César Aleman Gil

*Tenans” is

Trus certificate s woued by a computerzed system and it s vahd with electronic signature  On the original certificate the trade-mark green colored
amped. In case the owner of the onginal certificate would release a copy of 1t, he must attest its cantormaty to the original one taking
upan himselt the responsibiity for any unlawdul o not allowed use. Aay alteration and/or faizfication will be subjectad 10 the law

t<te certificado se emite mediante sistema computanizado y es vahdade con firma electrénica
Tenans color verde En caso de que el poseedor dei certificado entreque una copla, debera garantizar ta conformidad con el original haciéndose
resporsable por cualquier uso ilegal o indebido. Cuaiquier alteracion y/o falsificacion estard cujeta a la ley

tl certificado onginal posee impreso el logo




