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Date / Dia: April 03, 2019

Customer / Cliente: PLESA ANAHUAC Y CIAS. SA.DEC.V.

Custorner's Order ftem / Orden Cliente - [tem:

Customer’s Reference / Ref. del Cliente:

Manufacturer's Works Qrder N* / Confirmacidn de Venta:

27858 ITEM 2 N/A 266521/02
Manufacturing Process / Proceso de Manufactura: Product Type / Tipo de Producto: Surface / Superficie:
SEAMLESS HOT ROLLED SEAMIESS LINE PIPE VARNISHED
LAMINADO EN CALIENTE SIN COSTURA CONDUCCION SIN COSTURA BARNIZADO

Standard or Specification / Normas o Especificaciones:

Steel Grade / Grado de acero:

Ends / Extremaos:

API 5L ED4S/DECEMBER 2012, ASTM A106/18, ASTM AS53/18, ASME SA106/2017 B/X42-1.245/.290 PSL1 NORMAL BEVEL
BISELADO NORMAL

Dimensions / Dimensiones: Schedule / Cédula: Length / Longitud: Quantity / Cantidad: 83 Pcs/Pz Nominal Weight ¢ Peso Nominal:

6625 X 028 INCH SCH 40/ W.C STD 19.69/ 2133 FT 1740.748 FT 32802.607 LB 18.99 LB/FT

1683 X 7.1 MM 6.00/ 6.50 MTS 530.580 MTS 14879.000 KG 28.26 KG/M

|

TENSILE TEST / ENSAYO DE TENSION

Specimen condition Specimen dimensions Test Y& U.TS. Y.SAJT.S|  Elongation / Alargamiento
Heat N® | Sample N® | Condicion de |a probeta Dimensiones de la probeta temp Eul 0.50 %. Req.
Colada N®| Muestra N® | Ls Sc | Type| On Size Area Temp. |Min: 290 Min: 415 Req. Max. Lo Obt.
Tipo Tamario Seccion | ensayo |Max: -~ May; ~ -
mm mm2 °C MPa MPa mm %
96190 10343 B AM Ss 1 2852 X 0725 1572 RT 332 515 0.64 508 330
Y8H9 10262 B AM Ss iz 2877 X7AY 1930 RT 346 51§ 0.67 08 344

B: Body / Cuerpo
L: Longitudinal / Longitudinal

AM: As manufactured / Segun proceso de fabricacién

Lo Initiad length / Longitud inicial

Max: Maximum / Maximo

Min: Minimum / Minimo
Obt: Obtained / Obtenido

Ls: Location of sample / Ubicacion de la muestra

Ori: Orientation / Orientacion

Req. Max: Required maximum / Méaximo requerido
Req: Required / Requerido

RT: Room temperature / Temperatura ambiente

S¢: Specimen condition / Condicion de la probeta
Ss: Strip specimen / Muestra rectangular

U.T.5: Ulimate tensile strength / Resistencia
Y.S: Yield strength / Fluencia

"CHEMICAL COMPOSITION / COMPOSICION QUIMICA

Composition % / Composicién %
X 100 X 190 X 1900 %10
C | Mn]| Si | Mo | Cr P S vV I Nb | Ni [ Cu | Sn] Al Ti | As B Ca N |Col. 1|Col. 2|Col 3
H Max 28 | 120 ~ 15| 40| 30| 30; 80 | - 400| 400 | - = -- E= 10 - &= 15 6 100
Min - 29 10 - - - - - - - - - - -~ - - - -~ - -~ -
Heat N> | Sample N° |P  Max 28 | 120} - 15] 40 30| 30, 80§ - 400| 400 | - - - = 0] - = 15 6 100
Colada N° | Muestra N° Min - 29 | 10} - - - - - - -- - - -- - - -~ -~ -- -- - -
96190 D01 H 19 82 18 oD 13 10 I 3 0 100 | 1% 13 22 0 4 1 11 G2 03 | 03 | #4
Ths certificate 1s issued by a computerzed system and it (s vafid with electronic signature. On the anginal certficate the trade-mark green colored Este certilicado se emite mediante sstema computarzado y & vakdado confirma electronica.
“Tenars® is stamped. I case the owrer of the origmal certificate would release a copy of f, he must attest ts conformity to the onginal one taking
upon himself the responsibiltty for any unlawful or not alowed use. Any alteration andior falsificaton wall be subjected to the law.

£ certificado onginal posee impreso ¢ logd

Tenaris color verde. En caso deque ef paseedor del certificado entregue una copia, deberd garantizar la conformidad con el origindl haciéndose
responsable por cudquier usa ilegal nindebido. Cualquier alteracion yio fabificacion estard sujeta ala ley.
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(EN 10204 3.1:2004-I150 10474 3.1:2013)

Date / Dia: April 03, 2019

Tubos de Acero de México, S.A.

Carret. México Veracruz Km 433.7 SN

Delfino Valenzuela Tejeria, Veracruz, Veracruz
C.P. 91697 MEXICO

(52) 229 989 1100 tel

(52) 229 989 1600 fax

Custorrer / Cliente: PLESA ANAHUAC Y CIAS. S.A, DE C.V,

Customer’s Order Item / Orden Cliente - [tem:
27858 ITEM 2

Customer’s Reference / Ref. del Cliente:

Manutfacturer's Works Order N° / Confirmacion de Venta:

N/A 266521402
tanufacturing Process / Proceso de Manufactura: Product Type / Tipo de Producto: Sutface / Superficie:
SEAMLESS HOT ROLLED SEAMLESS LINE PIPE VARNISHED
LAMINADO EN CALIENTE SIN COSTURA CONDUCCION SIN COSTURA BARNIZADO
Standard or Specification / Normas o Especificaciones:

Steel Grade / Grado de acero:

Ends / Extremnas:

API 5L ED4S/DECEMBER 2012, ASTM A106/18, ASTM AS$3/18, ASME SA106/2017 B/X42-1.245/1.290 PSL1 NORMAL BEVEL
BISELADO NORMAL
Dimensions / Dimensiones: Schedule / Cédula: Length / Longitud: Quantity / Cantidad: 83 Pes/Pz Nominal Weight / Peso Nominal:
6,625 X 0.28 INCH SCH 40/ W.C STD 19.69/ 2133 FT 1740748 FT 32802.607 LB 18.99 LB/FT
168.3 X 7.1 MM 6.00/6.50 MTS $30.580 MTS 14879.000 KG 28.26 KG/M
CHEMICAL COMPOSITION / COMPOSICION QUIMICA
\ Composition % / Composicion %
X 1 X WG X KK ey
C Mn | Si | Mo | Cr (3 5 v Nb Ni | Cu | Sn Al Ti As 8 Ca N |Col. 1|Col. 2|Col. 3
H  Max 28| 120 - 15| 40| 30| 30| 80| - 400 | 400| -- - - - 0] - - 15 [:] 100
Mn =T 291 w0 - -~ -1 -]-1<-1~1-{1-1-1-1-1-]=]=1]=1%=
Heat N° | Sample N® [P Max | 28 | 120| - 15| 40| 30| 30| 8O | —~ | 400| 400| - | - - 10| - - 15| 6 | 100
Colada N° | Muestra N° Min - 29| 10| - -~ - -~ - -~ -- - - - -- -~ -~ -~ - -~ — -
96190 10343 i 19 82 18 6 13 10 22 B Q0 1 | 16l 13 2t J 4 ks 12 75 .3 03 | 453
96190 11344 P 19 53 18 6 13 1 21 3 0 100 | 160 13 21 0 4 1 12 79 03 03 | 453
98349 Q0L H 18 82 {17 6 14 12 1 4 (1] 100 | 160 11 23 4] 4 1 5 56 04 04 | 464
98349 61 P 19 83 (|72 6 14 12 08 4 0 W0 | 160 11 3 0 4 1 o) 60 04 04 | 464
98349 10262 B 19 3 17 6 14 12 1 4 (4} 00 | 160 s Dy 0 4 1 2 &4 04 04 | 464
Col. 1: SUMA Nb+W4Ti Col. 3: SUMA Mo+Cr+Ni+CusV Max: Maximum / Maximo P: Product/ Producto
Col 2: SUMA Nb+V H: Heat / Colada Min: Minimum / Minimo

[ S

THROUGH WALL HARDNESS / DUREZA EN EL ESPESOR

Required values Individuals / individuales Average / Promedio Hardness type/Tipo de dureza:HRC
valores requeridos Min:~ | Max 220 | var - Min:—- | Max -~ | Var-
Heat N° Sample N° Specimen condition Quad. Scale MW
Colada N° Muestra N° Ls Sc Escala 1 2 3 Avg.
96190 10343 B AM 1 FHRBW 79.8 799 804 800
96190 10344 B AM 1 HRBW 794 792 80.0 794
The cortficate 15 1B0Rd by a computerzed system and it 15 valid with eleciranic sgnatire. On the Gginal certficate the trade-mark green cokired Fato certilicado se emite medanie Wsiema cOMpUIAIEAda Y & o conlirma electrbnica. El cemificado onginal posee impresa o Bgo
“Tenarts® is stamped, In case the owner of the onginal certificate would release a copy of £, he must attest #s canformity to the onginal one taking Tenaris color verde. En caso de que ol poseedor del certificado entregue una copia, debierd garantizar b conformidad con el anginal haoéndose
upon himself the responsibiity foe any unlawful of not alowed use. Any al ndior lalsfication wall be sublected to the law.

bie por cusquier wso legal oindebido. Cualquier alteracion who fabificacion estard sujeta a la ley.
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Date / Dia: April 03, 2019

Customer / Cliente: PLESA ANAHUAC Y CIAS. S.A. DE CV.

Customer's Order ftem / Orden Cliente - [tem:

Customer’s Reference / Ref. del Cliente:

Manufacturer's Works Order N° / Confirmacién de Venta:

27858 ITEM 2 N/A 266521/02
Manufacturing Pracess / Proceso de Manufactura: Product Type / Tipo de Producto: Surface / Superficie:
SEAMLESS HOT ROLLED SEAMLESS LINE PIPE VARNISHED
LAMINADO EN CALIENTE SIN COSTURA CONDUCCION SIN COSTURA BARNIZADO

Standard or Specification / Normas o Especificaciones:

Steel Grade / Grado de acero:

Ends / Extremos:

API SLED4S/DECEMBER 2012, ASTM A106/18, ASTM AS53/18, ASME SA106/2017 B/X42-1.245/L.290 PSL1 NORMAL BEVEL
BISELADO NORMAL
Dimensions / Dimensiones: Schedule / Cédula: Length / Longitud: Quantity / Cantidad: 83 Pes/Pz Nominal Weight / Peso Nominal:
6.625 X 0.28 INCH SCH 040/ W.C STD 19.69/ 2133 FT 1740748 FT 32802.607 LB 18.99 LB/FT
168.3 X 7.1 MM 6.00/6.50 MTS 530.580 MTS 14879.000 KG 28.26 KG/M
[ THROUGH WALL HARDNESS / DUREZA EN EL ESPESOR
Required values Individuals / individuales Average / Promedio Hardness type/Tipo de dureza:HRC
Valores requeridos Min:— | Max 220 | Var:-- Min: - | Max - [ Var-—
Heat N* Sample N° Specimen condition Quad. Scale MW
Colada N° Muestra W° Ls S¢ Escala 1 2 3 Avg.
98349 10261 B AM 1 HRBW 788 790 07 79.5
95349 10262 B AM 1 HRBW 784 789 ) 78.9

Avy Average / Promedio

8: Body / Cuerpo

AM: As manufactured / Segdn proceso de fabricacion

Ls: Location of sample / Ubicacion de la muestra

Max: Maximum / Maximo
Min: Minimum / Minimo

MW: Middle wall / Centro
Quad: Quadrant / Cuadrante

Sc: Specimen condition / Condicion de la probeta

Var: Variation / Variacién

FLATTENING TEST / ENSAYO DE APLASTAMIENTO

Standard / Norma: / Standard / Norma: /
Heat N° | Sample N* | Ls Sc Meat N* | Sample N° | Ls 5¢ Result
Colada N° | Muestra N° Resultado Colada N° | Muestra N° Resultado
96190 1034 B AM Good / Bueno 98349 10261 B AM Good / Bueno

AM: As manufactured / Seguin proceso de fabricacion

B: Body / Cuermpo

Ls: Location of sample / Ubicacion de la ruestra

Sc: Specimen condition / Condicién de la probeta

The corthcate 5 rsued Dy 8 cOMpUTered system and it 15 vald with electronic sgnature. On the onginal certificate the trade-mark green colored
“Tenarts® isstamped. |n case the owner of the orginal certificate voud release a copy of it, he must attest its confermity to the original ane taking

Este centificado se emite mediante Sstema cc

por cuslquier uo flegal o

¥ & vakdado con firma elecirdnica, £ certificado onginal posee impreso el logo
Tenaris color verde. En caso de que of poseedir del certificado entregue una copia, deberd garantizar la conformidad con e aniginal hadindose
b debid. Cualguier alteracn wo fabificacion estara sujeta a la ley.

andior faisification will be subjected to the law,

pon himsell the responsbilry for any unlawful or not alliowed use. Anry ai
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Customer / Cliente: PLESA ANAHUAC Y CIAS. S.A. DE C.V.

Custorrer’s Order ftem / Orden Cliente - {tem:

Customer’s Reference / Ref. del Cliente: Manufacturer's Works Order N® / Confirmacion de Venta:

27858 ITEM 2 N/A 266521/02
Manufacturing Process / Proceso de Manufactura: Product Type / Tipo de Producto: Surface / Superficie:
SEAMIESS HOT ROLLED SEAMLESS LINE PIPE VARNISHED
LAMINADO EN CALIENTE SIN COSTURA CONDUCCION SIN COSTURA BARNIZADO

Standard ar Specification / Normas o Especificaciones:

Steel Grade / Grado de acero:

Ends / Extremsos:

API SLED4S/DECEMBER 2012, ASTM A106/18, ASTM A53/18, ASME 5A106/2017 B/X42-1.245/1.290 PSL1 NORMAL BEVEL
BISELADO NORMAL

Dimensions / Dimensiones: Schedule / Cédula: Length / Longitud: Quantity / Cantidad: 83 Pcs/Pz Norminal Weight / Peso Nominal:

6.625 X 0.28INCH SCH 040/ W.C STD 19.69/ 21.33 FT 1740748 FT 32802.607 LB 18.99 LB/FT

168.3 X 7.1 MM 6.00/ 6.50 MTS 530.580 MTS 14879.000 KG 28.26 KGIM

HYDROSTATIC TEST / PRUEBA HIDRAULICA

Pressure / Presion Tirme / Tiempo Results / Resultado
Unit / Unidad. Value / Valor Seconds / Segundos
rapa 186 § Sarisfactory / Satisfactorio

HEAT TREATMENT / TRATAMIENTO TERMICO

Heat treatment / Tratamiento térmico: Pipe / Tubo
Quench media of heat treatment process / Medio de enfriamiento de! tratamiento termico: n/a
Temperature Scale / Escala de Temperatura: nfa

Type
Tipo

As Rolled

SUPPLEMENTARY INFORMATION / INFORMACION SUPLEMENTARIA

Supplementary Information
Informacién Suplementaria

MELTED AND MANUFACTURED BY TENARIS TAMSA - MEXICO

STEELMAKING PROCESS:

ELECTRIC ARCFURNACE-LADLE FURNACE-CONTINUOUS CASTING MACHINE

ALUMINIUM FULLY KILLED STEEL, FINE GRAIN PRACTICE

THE LADLE FUR NACE PRAC TICE INCLUDES ARGON RINSE AND FINAL INJECTION OF CALCIUM SILICIDE WIRE

FUNDIDO Y FABRICADO POR TENARIS TAMSA - MEXICO

FABRICACION DEL ACERO:

HORNO DE ARCO FLECTRICO-HORNO DE AMNACION-MAQUINA DE COLADA CONTINUA,

ACEROCAIMADO CON ALUMINIO, PRACTICA DEGRANO FINO

LA PRACTICA EN EL HORNO DE AFINACION INCLUYE AGITACION POR ARGON E INYECCION FINAL DE SILICIURO

This certificate s issued by a computerzed system and it 1s vaid with electranic signature. On the original certificate the trade-mark green colored
“Yenars” is stamped. In case the owner of the original certificate woukd release a copy of . he must attest ts conformity to the original one taking
upon himslf the responsibility for any unlawful or not allowed use. Any ahteration andiar falsification wall be subjected to the law,

vy

Eae certilicado se emite med sslema comyp ye
Tenaris color verde. En casn de que ol poseedor del certificado
ponsable por cudauier 150 llegal pindebido, Cuakyu

Mdado conlirma electronica. Bl cerbhicado oaginal posee impresa & ogo
(ue una copla, deberd g, izat b conformidad con el origind hadéndose
alteracion yho fabificacion estard supeta a la ley




Tenaris

Tubos de Acero de México, S.A.

Carret. México Veracruz Km 433.7 SN

Delfino Valenzuela Tejeria, Veracruz, Veracruz
C.P. 91697 MEXICO

(52) 229 989 1100 tel

(52) 229 989 1600 fax

INSPECTION CERT'FICATE 3.1 Number / Ndamero: Page / Pagina:
CERTIFICADO DE INSPECCION 3.1 19016432 5/6

(EN 10204 3.1:2004-1SO 10474 3.1:2013) Date ¢ Dia: April 03,2019

Custorner / Cliente: PLESA ANAHUAC Y CIAS. S.A. DE C.V, Customer’s Order ftem / Orden Cliente - [tem: Customer's Reference / Ref. del Cliente: | Manufacturer's Works Qrder N° / Confirmacion de Venta:
27858 ITEM 2 N/A 266521/02

Manufacturing Process / Praceso de Manufactura: Product Type / Tipo de Producto: Surface / Superficie:
SEAMLESS HOT ROLLED SEAMLESS LINE PIPE VARNISHED
LAMINADO EN CALIENTE SIN COSTURA CONDUCCION SIN COSTURA BARNIZADO

Standard or Specification / Normas o Especificaciones:
API SL ED4S/DECEMBER 2012, ASTM A106/18, ASTM AS3/18, ASME SA106/2017

Steel Grade / Grado de acero:
B/X42-1.2451.290 PSL1

Ends / Extremos:
NORMAL BEVEL
BISELADO NORMAL

6.625 X 0.28 INCH
1683 X 7.1 MM

Dimensions ¢ Dimensiones:

Schedule 7 Cédula:
SCH 040/ W.C STD

Length / Longitud:
19.69 /2133 FT
6.00/6.50 MTS

Quantity / Cantidad: 83 Pcs/Pz
1740748 FT 32802.607 LB
530.580 MTS 14879.000 KG

Normiral Weight / Peso Nominal:
1899 LB/FT
2826 KG/M

—

SUPPLEMENTARY INFORMATION / INFORMACION SUPLEMENTARIA

Supplementary Information
Informacion Suplementaria

EML - MPL
VISUAL INSPECTTON

T AMSA REF: 663000

DIMENSIONAL INSPECTION
MATERIAL ACCORDING TO ANSUNACE MROI7SISO 15156-2: 2015 AND ANSENACE MRO10YISO 17945: 2015
ONLY FOR HARDNESS 22 HRCMANX.

FOR MICROINCIXISION SHAPE CONTROL

MATERIAL FREE FROM MERCURY CONTAMINATION
MATERIAL FREE PROM RADIOACTIVE CONTAMINATION
MANUFACTURING PROCESS OF PIPE:

SEAMLESS HOTRGLLED
NOTREPAIRED BY WELDING
NON DESTRUCTIVETEST {ND'T1: SATISFACTORY
INSPECTION METHOD:

FABRICACION DEL TUBO:
LAMINADO EN CALENTE SIN COSTURA
NOREPARADO POR SOLDADURA

METODO DE INSPECCION:
EMI - MPI

INSPECCION VISUAL
INSPECCION DiMENSIONAL

SOLO DUREZA MAX. 22 HRC
TAMSA REF: 663000

DE CALCIO PARA ORTENFR UNA FORMA GLOBULAR DE EVENTUALES MICROINCLUSIONES
MATERIAL LIBRE DE CONTAMINACION DE MERCURIO
MATERIAL LIBRE DE CONTAMINACION RADIOACTIVA

ENSAYO DE CONTROL NO DESTRUCTIVO {CND): SATISFACTORIO

MATERIAL DE ACUERDO A ANSUNACE MROIZSISO 15156-2: 2015 Y ANSENACE MRO10¥ISO 17945: 2015

- SUMMARY REPORT / REPORTE RESUMEN

Heat N° Quantity Length Weight Heat N° Guantity Lergth Weight
Colada N° Cantidad Longitud Peso Colada N° Cantidad Longitud Peso
{Pieces) (f1) (m) (Tons) {Pieces) (ft) (m) {Tons)
96190 14 29377 89.54 2489 9RHY 69 144698 441.04 1239

"

sif the responubiity for any

This certihcate 1s Bsued by @ computerzed system and it 15 vald with electionic Sgnature. On the ongnal certilicate the trade-mark green colored
“Terars* s stamped. In case the owner of the original certificate woukd release a copy of t, he must attest s corformity to the original ane taking
ful or nat allowed use. Any alteration andior falsfication will be

od to the bw.

Fste contilicado se omite medianie sstema computarzado y & vabdado con firma electronica. €l cemificatdo anginal posee impresa el logo

Tenaris color verde. En caso de que of poseedor del centificado 0
ponsable por cudguer uso llegal oindebido. Cualuier alteraciin wo fakificacion estara sujeta a la ley,

pia, deberd g lac idad con ¢ origing hacéndose




Tubos de Acero de México, S.A.
Carret. México Veracruz Km 433.7 SN
Delfino Valenzuela Tejeria, Veracruz, Veracruz

Tenaris

C.P. 91697 MEXICO
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19016432

INSPECTION CERTIFICATE 3.1
CERTIFICADO DE INSPECCION 3.1

Page
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/ Pagina:

(EN 10204 3.1:2004-1SO 10474 3.1:2013) Date / Dia: April 03,2019

Customer / Cliente: PLESA ANAHUAC Y CIAS. S.A. DE C.V.

Custorner’s Order Item / Orden Cliente - [tem: Customer’s Reference / Ref. del Cliente:

Manufacturer's Works Order N° / Confirmacién de Venta:

27858 ITEM 2 N/A 266521/02
Manufacturing Process / Proceso de Manufactura: Product Type / Tipo de Producta: Surface / Superficie:
SEAMLESS HOT ROLLED SEAMILESS LINE PIPE VARNISHED
LAMINADO EN CALIENTE SIN COSTURA CONDUCCION SIN COSTURA BARNIZADO

Standard or Specification / Normas o Especificaciones:

Steel Grade / Grado de acero!

Ends / Extremos:

API SL ED4S/DECEMBER 2012, ASTM A106/18, ASTM AS53/18, ASME §A106/2017 B/X42-1.245/L.290 PSL1 NORMAL BEVEL
BISELADO NORMAL

Dimensions / Dimensiones: Schedule / Cédula: Length / Longitud: Quantity / Cantidad: 83 Pes/Pz Nominal Weight / Peso Nominal:

6.625 X 0.28INCH SCH 40/ W.C STD 1969/ 2133 FT 1740.748 FT 32802.607 LB 18.99 LB/FT

168.3 X 7.1 MM 6.00/6.50 MTS 530.580 MTS 14879.000 KG 28.26 KG/M

SUMMARY REPORT / REPORTE RESUMEN

Average length per pipe

Nominal sweight per pipe

Longitud promedio por tuho

Peso nominal por tubo

¢t {m) {b/y

(kg/m)

21973 6393 18.844

28443

This Is 1o certify that the product described here has been manutaciured, sampled, tested, and inspected In accordance with
purchaser order requirements. This certificate is not a declaration of onigin nor may it be wsed as a declaration of origin.

Por &l presente certilicamos que el material aqul descrito ha sido fabricado, muestreado, ensayado e inspeccionado de
acuerdo a los requisitos de su orden de compra. Este certificado no es, ni puede ser usado, como una declaracion de origen.

ARTMENT SIGNATURE

CUSTOMER . THIRD PARTY TENARIS QUALITY DE
|

INSPECTION COMPANY y
COMPANIA DE INSPECCION

NO APLICA 4
Employee Name: N/A QUALITY CER TIEICA TTON DEPT.
DEPTO. DE CERTIFICACION DE CALIDAD

Fernando Sabifdn Almendra

¥
/

Eist
1 /;'/"I(/ 9
§ RV ol 4
(AL
CHEEF OF QUALITY CERTTFICATION DEPT.
RESPONSABLE DEL DEPTO. DI CFRFIFIC:\CK}N DE CALIDAD

Angel César Aleman Gil

The certficate 1s msued by a computenzed system and I 15 VAl with electronic sgnature. On thi onginal certficate the trade-mark green colored
“Tenars® & stamped. In case the owner of the original certificate would release a copy of I, he must attest its corformity to the anginal one taking
wpan himael! the responsibiity for any unlasful of not alowed e, Any alteration andior faisfication will be subjecied 1o the law. D

pare

Tote cormilicado 3¢ emite mediante sstema compuiarzado y & vakdado con{irma elecronica. El cerificada angnal poses impreso o kgo
Tenaris color verde. En caso de queel poseedor del certificado entregue unacopia, debard garantizar la conformidad con el onging hadiéndoss
bl dquier uso llegal oindebido. Cuslquier alteracon yho fakificacion estard sujeta a la ey




