ATernium

TERNIUM MEXICO, S.A. DE C.V.
R.F.C. TME-840710-TR4

Av, Universidad No. 992, Colonia Cuauhtémoc, San Nicolds de los Garza, N.L.,

Codigo Postal 66450
Teléfonos: +52(81)8329-8500
www.ternium.com

CERTIFICADO DE CALIDAD /

MILL TEST

Fecha de Emisién/ Date of issue  No./ Document number
(DMA) 11/06/2008 482104

TR A O

482104

Codigo cliente/ Customer ID
501269

Pedido No./ Sales order Orden de compra/ Purchase order
95903 4556

Cliente/ Customer

PLESA CIA

AV. VALLE DE LAS ALAMEDAS # 66-OCOL. SAN FRANCISCO CHILPAN
TULTITLAN,MX MEX 54940

Remision/ Delivery
482104

Medio de Transporte/ Means of transportation
Triple eje con susp.

Descripcion de mercaderias/ Geods description
ROLLO FRIO RECOCIDO

Datos Generales / General Data

1192229AE
0811685

LI/LL .
LS/UL 48.78
Real/Actual 48.19
LI/LL 1211
mm . LS/UL 1239
Real/Actual 1224
= LI/LL N/A
- m LS/UL N/A
' Real/Actual 0
LI/LL N/A
LS/UL N/A
ReallActual 0
oz/ft2
g/m2

SAE J403
1008

1. TS: Tratamiento superficial, Aceitado, Sellado / ST: Superficial treatment, Oiled, Stenciled.etc 2. LE: Limite elastico / YP: Yield Point
5. LI/LL Limite Inferior / Lower Limit

4. RB: Rockwell B

3. RT: Resistencia a la tensién / TS: Tensile Strenght
6. LS/UL Limite Superior / Upper Limit

Observaciones / Comments

CL/ID#

Certificamos que el material aqui descrita ha sida inspeccionado y ensayado por personal autorizado independiente del drea
de manufactura con resultados satisfactorios en concordancia con la norma arriba descrita.

We here certify that the material described in here has been tested and inspected by authorized personal indpendent from
the manufacturing department with satisfactory results in accordance with requirements of the above specification

Firma / Signature

[l Ve

Ing. Antonio Mani
Ternium Labs
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CERTIFICADO DE CALIDAD /

MILL TEST

Fecha de Emisién/ Date of issue  No./ Document number
(DMA) 11/06/2008 482104

AR RO RO

482104

Calidad del Acero / Steel Quality

: 1192229AE

0811685
0.0600
0.1840
0.0044
0.0075
0.0164
0.0343
0.0128
0.0253
0.0093
0.0005
0.0014
0.0006
0.0039
0.0024
0.0012
0.0034
0.0006

1. TS: Tratamiento superficial, Aceitado, Sellado / ST: Superficial treatment, Qiled, Stenciled,etc
4. RB: Rockwell B

2. LE: Limite elastico / YP: Yield Paint 3. RT: Resistencia a la tension / TS: Tensile Strenght
5. LI/LL Limite Inferior / Lower Limit 6. LS/UL Limite Superior / Upper Limit

Observaciones / Comments

CL/ID#

Certificamos que ei material aqui descrit ha sido inspeccionado y ensayado por personal autorizado independiente del 4rea
de manufactura con resultados satisfactorios en concerdancia can la norma arriba descrita,

We here certify that the material described in here has been tested and inspected by authorized personal indpendent from
the manutacturing department with satisfactory results in accordance with requirements of the above specification

Firma / Signature

[ V1

Ing. Antonio Mani
Termnium Labs

Page 2 of 2




