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TERNIUM MEXICO, S.A. DE C.V.

R.F.C. TME-840710-TR4

Av. Universidad No. 992, Colonia Cuauhtémoc, San Nicolas de les Garza, N.L.,
Cddigo Postal 66450

Teléfonos: +52(81)8329-8500

www.ternium.com

CERTIFICADO DE CALIDAD / c¢
MILL TEST
Fecha de Emisién/ Date ofissue  No./ Document number
(DMA) 01/04/2009 570961
TR R
570861

Codigo cliente/ Customer 1D
501269

Pedido No.!/ Sales order
105952

Orden de compra/ Purchase order

Cliente/ Customer
PLESA CIA

AV. VALLE DE LAS ALAMEDAS # 66-OCOL. SAN FRANCISCO CHILPAN
TULTITLAN.MX,MEX 54940

Remisién/ Delivery
570961

Medio de Transporte/ Means of transportation
Triple eje con susp,

Descripcién de mercaderias/ Goods description
ROLLO FRIO RECOCIDO

Datos Generaltes / General Data

1267174AG

UAG85562
RecubnmlentoICoahng N/A
. PesoNVaigﬁt_lfg o 8815

- PesoNVéiggt ) - 19459.16

Espesorfr hickness mm I m 0.0177in/

: B - 0.4500mm
o LI.fLL 36.02
05 n LS/UL 35.22
58 Real/Actual 36.22
g2 LLL 915
s mm LS/UL 920
Real/Actual 920
R LI/LL N/A
o.'__,';-;_ m LS/UL N/A

B Real/Actual 0
3s: LIALL N/A
ft LS/UL N/A
S RealfActual 1]

- - Capa- e oz2/ft2 N/A
- Thickness s g!rnz N/A
STSIST(y o N/A
No..Palte!F?art_ N/A
;.- Descripci¢i/Description N/A

~ Norma de Calidad/Quiality: Notmi SAE J403
-~ Grado/Grade - 1008

1. TS: Tratamiento superficial, Aceitado, Selfado 7 ST: Superficial treatment, Qiled, Stenciled,etc 2. LE: Limite efastico / YP: Yisld Point
5. LILL Limite Inferior } Lower Limit

4. RB: Rockwell B

3. RT: Resistencia a la tension / TS: Tensila Strenght
B. LS/UL Limite Superier / Upper Limit

Observaciones / Comments

CL/ID#

Cerificamos que el material agui descrilo ha sido ingpeccionado y ensayade por personal autorizade independiente del area
de manufactura can resullados satisfactorios en cencordancia con Ja norma arriba ﬂescma

We here certify thal the malerial described in here has been tested and i d by d personal indpendent from
the manufacturing depariment wilh satisfactory results in accordance with requirements of the above specaﬁcahon

Firma f Signature

S Vo

lng. Antonio Mani
Temium Labs
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Cotligo Postdl 66450 | S 111111111

Teléfonos: +52(81)8329-8500 570961

www.ternium.com

Calidad del Acere / Steel Quality
No.:Rollo/Coll i
g Gclad_a'!l‘l_eﬁ N

1267174AG
UAB85562
0.0800
0.3600
0.0100
0.0100
0.0190
0.0500
0.0360
(.0020
.0260
0.0100
0.0020
0.0030
0.0060
0.0020

o Ané‘IISig-Qulm[ :
;. Chemical Analysis... ",
LS/UL) -

(LVLL = Real

1, TS: Tratamiento superficial, Aceitado, Sellado / ST: Superficiat reatment, Oiled, Stencilad.etc 2, LE: Limite eléstica / YP: Yield Point 3. RT: Resistencia a la tensitn / TS: Tensile Strenght
4. RB: Reckwell B 5. UALL vLimite Inferior / Lower Limit 6, LSAJL Limite Superior / Upper Limit

Observaciones / Comments ClL/ID#

Firma / Signature

GCenificamos que el material aqui descrito ha sido inspeccionado y ensayado par p | attorizado independi del area ’
de mar Ha con L ios en ia con la norma arriba descrita. .
We here certify thal the material described in here has been tested and inspected by autherized personal indpendent from (=24

the manufacturing department wilh satisfactory resulls in accordance with requirements of the abave specification

Ing. Antonio Mani
Ternium Labs
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