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. v il CERTIFICADCQ DE CALIDAD / . . -
[~ Ylernium B MILL TEST 3
TERNIUM MEXICO, S.A. DEC.V. R Fecha de Emisién/ Date of issue 77 No./ Document number
R.F.C. TME-840710-TR4 {DMA,) 06/06/2009 592814
Av. Universidad No. 992, Colonia Cuauhtémoc, San Nicolas de los Garza, N.L., Codigo Postal
66450 592814
Teléfonos: +52(81)8329-8500 592814
www.ternium.com
Caodigo cliente/ Customer 1D Pedido No./ Sales order Orden de compra/ Purchase order
1269 106724 6263
Cliente/ Customer Remision/ Delivery
PLESAClA 592814
AV.VALLE DE LAS ALAMEDAS # 66-0 COL. SAN FRANCISCO CHILPAN
TULTITLAN
MX
54940
Medio de Transporte/ Means of fransportation
Triple eje con susp. de a

Descripcion de mercaderias/ Goods description

ROLLO FRIO RECOCIDO
Datos Generales / General Data
No. Rello/Coil | Colada/Heat |Recubrimiento/ Peso/Weight Espesor/ Ancho/Width Largo/Length Capa/Thickness
id. Coating Thickness mm
/in
kg ib in mm in mm oz/ft2 g/m2
1282711AE RA981419 N/A 9065 20011 3.43/0.1350 48.19 1224 N/A N/A N/A N/A
1292712AE RAQ70678 N/A 9160 20221 3.43/0.1350 48.19 1224 N/A N/A N/A N/A
12927 14AE RAG81418 N/A 9280 20486 3.44/0.1354 48.19 1224 N/A N/A N/A N/A
Datos Generales / General Data
No. Rollo/Coil | Colada/Heat TS/IST {1) No. Parte/Part Descripcion/Description Norma de Grado/Grade
id, Calidad/Quality
Norm
12827 11AE RA981419 N/A N/A N/A SAE J403 1008
1292712AE RA870678 N/A N/A N/A SAE J403 1008
._“NW:NN_._A.>m gwm‘_h._m 25 T N/A it T Zx) RTResistenciaatatehr _cmwy_m :__tm..ﬁ_uu.s._w“ enght 1008
SRE RN B e o1 SRR e Gt Stenedete 2ttt el Xr T Port—$-RT fressten Superior  Upper Limit -

Observaciones / Comments ClL/ID#

Firma / Signature
Certificaros que m_ matenal aqui descrite ha side inspeccionada y ensayado por persanal autorizado Snmvm:n_m:_m n.m_ arez 1"

‘de manufdcturg con resultados satisfaglorics en cencordancia con la norma arripa desenta. - ;i -

We here nmn_:.. Uiat the materiai-descr] in here has-been tested ang _:mvmn—ma by authorized. nmacam_ _:n__umanm..; aba
%Euzc‘mnE:nm depanment with s it factory rasults in accordance with requirements of the above m_uwn.ﬁ.nmn_ns TR

i Ing. Antonio Mani™

g e s e B Temiumbabs, . S L
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] . e R CERTIFICADO DE CALIDAD /
B - o MILL TEST
TERNIUM MEXICO, S.A. DE C.V. Fecha de Emision/ Date of issue " No./ Document number _-
R.F.C. TME-840710-TR4 (DMA) 06/66/2009 592814
Av. Universidad No. 982, Colonia Cuauhtémoc, San Nicolas de los Garza, N.L., Cédigo Postal
66450 592814
Teléfonos: +52(81)8329-8500 502814
www.ternium.com
Calidad del Acero / Steel Quality (Analisis Quimico/Chemicai Analysis)
No. Rollo/Coil { Colada/Heat C Mn P S Al Si Cu Ni Cr N

id,
12927 11AE RA981419 0.040 | 0190 | 0.010 | 0.010 | 0.034 | 0.020 | 0.010 | 0.020 | 0.020 | 0002

Calidad del Acero / Steel Quality {Analisis Quimico/Chemical Analysis)
No. Rotlo/Coil | Colada/Heat c Mn P S Al Si Cu Ni Cr N

id.
1292712AE RAS70678 0.040 | 0200 | 0.090 | ©.010 | 0.050 | 0.020 | 0.010 | 0.020 | 0.020 | 0.003

Calidad del Acero / Steel Quality (Analisis Quimico/Chemical Analysis)
No. Rollo/Coit | Colada/Heat cC Mn P S Al Si Cu Ni Cr N
id.
1292714AE RAS81418 0.050 | 0200 | 0.010 } 0.010 | 0.032 | 0.020 § 0.010 ] 0.020 | 0.020 | 0.003

1. TS: Tratamiento superficial, Aceitado, Seilado / ST, Superficial treatment, Qiled, Stenciled.etc 2. LE: Limite elastico / YP: Yield Point 3. RT: Resistencia a lz tension / TS: Tensile Strenght
4, RB: Rockwell B 5. LI/LL Limite Inferior / Lower Limit &. LS/UL Limite Superior / Upper Limit

Observacicnes / Comments CL/ID#

Firma / Signature
.:_Um:_—.nmaom que €] material aqui gmmnm_»o ha sidg _:mvman_oamao y ensayado por persenal autorizado _:n_mum:n te del area . o
con liad 05 en concordancia con 1a norma arriba dascrita :
Em here gértify that the material described in here Yias been tested and inspected by authorized Umac:m_ :auoa
the marfactunng department wh wmwﬂmnsgﬁéﬁﬂz accorgance with requirements ¢f the' dbovie spacificationt, ™

., £
A Ing. Antorsd Mani .
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