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CERTIFICADO DE CALIDAD /

- MILL-TEST CERTIFICATE
Fecha de Emisidn/ Date of issue No./ Document number
(DMA) /2/10/200 0627107204
0627107204

Cédigo cliente/ Customer ID
232500

Pedido No./ Sales order Orden de compral Purchase order
0603334526 6933

Cliente/ Customer

PLASA ANAHUAC Y CIAS. SA.DEC.V.
AV.VALLE DE LAS ALAMEDAS 66 SN. FCO.
TULTITLAN, EDO. DE MEXICO

99999

Remisiéon/ Delivery
0627107204

Medio de Transporte/ Means of transportation
Ferrocarril

Descripcién de mercaderias/ Goods description

RFR
Datos Generales / General Data _
No. Rolio/Coil | Colada/Heat {Recubrimiento/ Peso/Weight Espesor/ Ancho/Width Largo/Length Capa/Thickness
id. Coating Thickness mm
fin
— kg Ib in mm m ft ozift2 gim2
779110-010 98453 N/A 7030 15498 1.18 /0.0464 48.07 1221.00 0 N/A N/A N/A
- Datos Génerales / General Data
No. Rollo/Coil | Colada/Heat TSIST (1) | No. Parte/Part Descripcion/Description Normade | Grado/Grade
id. Calidad/Quality
Norm
779110-010 98453 N/A N/A N/A SAE1008 N/A

1. TS: Tratamienta superficial, Aceltado, Sellade f ST: Superficial treatment, Oed, Stenciled,elc
4. RB. Rockwell B

2. LE: Limite alastico / YP: Yiald Point
5. LIFLL Limite Inferior / Lower Limit

3. RT: Resistencia a la tensidn / TS: Tensile Strenght
6. LS/UL Limite Superier ! Upper Limi

Observaciones / Comments
NiA

Ci/lD#

Certificamos que ¢! malerial aqui descrito ha silo inspeccionado y ensayado por personal autorizedo independiente del &rea
de manufaciurs con resutiados satisfactorios en concordancia con la nora arrba descrita.

Ve here Certify that the material described in here has bean lesled and insp by authorized indpendent from
the manufacturing deparment with satisfactory results in accordance wilh requirements of the above specification

Firma / Signature

it Ve

Ing. Antonio Mani
Ternium Labs
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CERTIFICADO DE CALIDAD / , "
NP r e v WESTMATE”'* e tmeee - e e e e e - b . e s
TERNIUM MEXICO, S5.A.DEC.V. Fecha de Emisién/ Date of issue No./ Document number
R.F.C. TME-840710-TR4 (DMA) /2/10/200 0627107204
Av. Universidad No. 992, Colonia Cuauhtémoc, San Nicolds de los Garza, N.L., Codigo Postal
66450 06277107204
0627107204

Teléfonos: +52(81)8329-8500
www.ternium.com

Calidad dei Acero / Steel Quality (Analisis Quimico/Chemical Analysis

No. Rollo/Coil | Colada/ C Mn P S Al
id. Heat
779110-010 98453 0.0680 { 0170 ] 0.018 | 0.012 ] 0.036

1. TS: Tratamiento superficial, Aceitado, Sellade / ST Superficial treatment, Oited, Stenciled,etc 2. LE: Limite sldstico / YP: Yield Paint 3. RT. Rasistencia a la tension/ TS: '!'ensile Stranght
5. LI/LL Limite Infericr f Lower Limit 6. LS/UL Limite Superior f Upper Limit

4. RB: Rockwell B

Observaciones / Comments CL/ID#
N/A
Firma / Signature
Cerlificamos que el mslenal aqui descrito ha sido mspeccionadu ¥ ensayado por personal autorizado independiente del drea ’
de ios an rdancia con fa norma armiba stcma b fr TP
We here cerlify that ti1e materigl described in hara has been tested and i d by d personat indpendent irom
the manufacturing department with satisfactory results in accordance with requlramen!s of the above specifi cation
Ing. Antonio Mani

Terniun Labs

.



