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TERNIUM MEXICO, S.A. DEC.V.
R.F.C. TME-B40710.TR4

Av. Universidad No. 992, Colenia Cuauhtémocg, San Nlcolés de !os Garza, N L., Cédigo Postal

66450

Teléfonos: +52(81)8328-8500

www.ternium.com
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CERTIFICADD DE CALIDAD /
HNHRET-OBATIFEN

Fecha de Emisién’ Date of issue
{DMA) 13/10/200

0627107558

0627107558

No.f Document number
0627107558

Cédigo ciiente/ Customer ID

232500

Pedido No./ Sales order
0603334526

Orden de compra/ Purchase order

‘Cliente/ Customer

PLASA ANAHUAC Y CIAS. SA.DEC.V.
AV. VALLE DE LAS ALAMEDAS 66 SN. FCO.

TULTITLAN, EDO. DE MEXICO

99999

Remision/ Delivery
0627107558

Ferrocarril

Medio de Transporte/ Means of transportation

Descripcion de mercaderias/ Goods description

RFR
: ' . = . Datos Generales / General Data o
No. Rolio/Coil | Colada/Heat |Recubrimiento/ PesoMeight Espesor/ Ancho/Width Largo/Length Capa/Thickness
id. Coating Thickness mm
/in
e kg b in mm m oz/ft2 g/m2
779110000 98453 N/A 6330 13955 1.19/0.0469 48.07 1221.00 0 NIA N/A
. Ll j PR ' o Datos Generalas / General Data : :
No. Rollo/Coil | Colada/Heat TSIST (1) [ No. Parte/Part Descripcién/Description Norma de
id. Calidad/Quality
. Norm
779110-000 08453 NIA N/A N/A SAE1008

1. TS: Tratamiento superficial, Aceitado, Sellado-f ST. Superficial treatment, Oilled, Stenciled,eic

4. RB: Rockwell B

2. LE: Limite etéstico / YP: Yield Point
&, LWLL Limite Inferior / Lower Limit

6. LSAUL Limite Superior / Upper Limit

3. RT: Resistencia a la tensién / TS: Tensile Strenght *

Observaciones / Comments

NIA

ClL/ID#

aqut descril hasido‘

ionado ¥

Gerlificamus qua el
de Ira CON

rdancia con la norma arsiba desorita.

W here carlify that the malerial deseribed in here has been tested and inspeded by authorized parsannl ;ndpendent fram
the manulaciuring dapartmen'l whh with

por personal autodizado Independients del Area

ymsu'tsl

nithe above

Firma / Signature
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TERNIUM MEXICO, 3.A.DEC.V. Fecha de Emision/ Date of issue No./ Document number
R.F.C. TME-840710-TR4 (DMAY} /3710/200 0627107558
Av. Universidad No. 892, Colonia Cuauhtémoc, San N:colés de los Garza, N.L., Cédlgo Postal
66450 - 0627107558
Teléfonos: +52(81)8329-8500 0627107558
www.ternium.com

Calldad idelAzero/ Steel Qualﬂx {Andiisis QUImICOIChemlcal Anaiysis}
No. Rollo/Coit | Coladal Mn P s Al

id. Heat

779110-000 98453 0.060 | 0.170 ] 0.018 { 0.012 | 0.036

1. TS: Tratamionto superficial, Aceitado, Sella&o 1 8T. Superficial treatment, Oiled, Stanciled etc .2. LE: Limite eldstico / YP: Yisld Point 3, RT: Rasistencia a la tengitn / TS: Tensile Strenght

4. RB; Rockwell B 5. LILL Limite Inferior / Lower Limit - 6. LS/UL Limite Superior / Upper Limit

Observaciones / Comments CL/ID#

N/A

: ' ' Firma / Signature

Certificamos que & aqul descrito ha sido insp por p | autorizado indey del drea . ’
de manufaciura bon rosufiRdos sEBatacionos en cocordancia con s norma Ariba Gesats. . Ww
We here certify Ihat the malorial dasceibed In here has been tested and inspezled by suthoriced persenal indpendent from
1he manufaciuring department with sl . Tesulls in 100 wilth roquirements of the above specilicalion i

. R A S R . . - N Ing. Antonio Mani

Ternium Labs




