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" . CERTIFICADO DE CALIDAD /

Y Ternium MILL TEST CERTIFICATE

TERNIUM MEXICO, S.A.DEC.V. Fecha de Emision/ Date of issue No.f Document number
R.F.C. TME-840710-TR4 {DMA) 11/11/200 0627113875

Av. Universidad No. 992, Colonia Cuauhtémoc, San Nicolas de los Garza, N.L., Codigo Postal

66450 0627113875

Teléfonos: +52(81)8329-8500 0627113875

www.ternium.com

Cédigo cliente/ Customer ID Pedido No./ Sales order Orden de compra/ Purchase order
232500 0603339437 6393.

Cliente/ Customer Remision/ Delivery

PLASA ANAHUAC Y CIAS. SA.DECV. 0627113875

AV. VALLE DE LAS ALAMEDAS 66 SN. FCO.
TULTITLAN, EDC. DE MEXICO
99999

Medio de Transporte/ Means of transportation
Ferrocarril

Descripcion de mercaderfas/ Goods description

RFR
Datos Generales / General Data
No. Rollo/Coil | Colada/Heat |Recubrimiento/| Peso/Weight Espesor/ Ancho/Width Largo/Length Capal/Thickness
id. Coating Thickness mm
/in
kg Tb in mm m ft ozift2 a/m2
245618-010 18123 N/A 9545 21043 1.51/0.0596 48.11 1221.99 0 N/A N/A N/A,
245620-010 18123 NIA 9390 2071 1.51/0.0595 48.11 1221.99 0 N/A N/A N/A
245622-000 18123 N/A 9585 21131 1.561/0.0593 48.11 1221.99 0 N/A N/A N/A
Datos Generales / General Data
No. Rollo/Coil | Colada/Heat TS/ST (1) |No. Parte/Part Descripcion/Description Norma de | Grado/Grade
id. Calidad/Quality
Norm
245618-010 18123 N/A N/A N/A SAE1008 N/A
245620-010 18123 N/A N/A N/A SAE1008 N/A
245622 000 18123 N/,
tosuperficat, Aceitado; oefiadu;oﬂr. Suoperficat ucufﬂﬁl, ited, Tred; e i t NIA T SAET OB erStremght NIA
4 RB Rodmell B 5. LILL Limite Infesiar / Lower Limit G LSIUL Limite Supencr[ Upper Limit
Observaciones / Comments CL/ID#
N/A

Firma / Signature
Cemt"camosque el material aquldescnluhasmo ind dient

P ¥ P i del frea .
de en ia con la noma amiba descrita. .
We here certify 1hal ihe material described in here has been lested and inspected by authorized personal indpendent from [#2 d

{he manufaciuring deparlment with y results in with reqe of ihe above specification

Ing. Antonio Mani
Termnium Labs

Dnana 1 nf %
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TERNIUM MEXICO, S.A. DEC.V.

R.F.C. TME-840710-TR4

Av. Universidad No. 992, Colonia Cuauhtémoc, San Nicolas de los Garza, N.L., Cédigo Postal
66450

Teléefonos: +52(81)8329-8500

CERTIFICADO DE CALIDAD /
MILL TEST CERTIFICATE

Fecha de Emision/ Date of issue

(DMA) /1/11/200

0627113875

06271136875

No./ Document number

0627113875

www.ternium.com

Calidad del Acero / Steel Quality (Andlisis Quimico/Chemical Analysis)

No. Rollo/Coil | Colada/ C Mn P S Al Si Cu Ni
id. Heat

245618-010 18123 0.070 | 0.270 | 0.006 | 0.002 | 0.032 | 0.020 | 0.030 | 0.010

Calidad del Acero / Steel Quality (Andlisis Quimico/Chemical Analysis)

No. Rolle/Coil | Colada/ C Mn P S Al Si Cu Ni
id. Heat

245620-010 18123 0.070 | 0.270 | 0.006 | 0.002 ] 0.032 | 0.020 | 0.030 | 0.010

Calidad del Acero / Steel Quality (Andlisis Quimico/Chemical Analysis)

No. Rollo/Coit | Colada/ Cc Mn P S Al Si Cu Ni
id. Heat

245622-000 18123 0.070 | 0.270 | 0.006 | 0.002 | 0.032 | 0.020 | 0.030 | 0.010

1. TS: Tratamiento superficial, Acaitado, Sellade / ST. Superficial treatment, Qiled, $tenciled elc
4. RB: Rockwell B

2. LE: Limite elastico / YP: Yield Point
5. LILL Limite Inferior f Lower Limit

3. RT: Resistencia a la tensién / TS: Tensile Strenght
6. LS/UL Limite Superior f Upper Limit

Observacienes / Comments
NIA

CL/ID#

Certificamas que el material aqui desciito ha sido inspeccionado y ensayado por persanal autorizada independiente del drea
de manufaciura con resultados salisfaclorios en concordancia con fa norma arriba descrita.

‘Wa here certify thal the material described in here has been tested and inspected by authorized personal indpendent from
the manufaciuring depariment with sali y results in @ wilh requirements of the above specificalion

Firma / Signature

i Vo

Ing. Antonio Mani

Ternium Labs

Darna 7 AF 0




