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CERTIFICADO DE CALIDAD /
MILL TEST CERTIFICATE

Fecha de Emision/ Date of issue
(DMA) /3/11/200

0627119965

0627119965
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age 1 0 cc

No./ Document number
0627119965

Cédigo cliente/ Customer ID
232500

Pedido No./ Sales order
0603334526

Orden de compra/ Purchase order
6933

Cliente/ Customer

PLASA ANAHUAC Y CIAS. SA.DEC.V.

AV. VALLE DE LAS ALAMEDAS 66 SN. FCO.
TULTITLAN, EDO. DE MEXICO

99599

Remisién/ Delivery
0627119965

Medic de Transporte/ Means of transportation
Ferrocarril

Descripcion de mercaderias/ Goods description

RFR
Datos Generales / General Data
No. Rollo/Coil | Colada/Heat |Recubrimiento/ Peso/Weight Espesor/ Ancho/Width Largo/Length Capa/Thickness
id. Coating Thickness mm
/in

kg b in mm m ft oz/ft2 gim2
779448-010 99022 N/A 7460 16446 1.20/0.0472 48.06 1220.80 0 N/A N/A N/A
779451-000 99021 N/A 7470 16468 1.20/0.0472 48.06 122080 0 N/A N/A N/A
779451-010 99021 NIA 7320 16138 1.19/0.047 48.08 1220.80 0 N/A, N/A N/A
779452-000 99022 N/A 7340 16182 1.19/0.047 48.06 1220.80 0 N/A N/A N/A
779452-010 98022 N/A 7485 16601 1.19/0.047 48.06 1220.80 0 N/A N/A N/A

1. TS: Tratamiento superficial, Aceitado, Sallado / ST: Superficial trealment, Oiled, Stenciled.elc
4. RB: Rockwell B

2. LE: Limite eléstico / YP: Yield Point
5. LULL Limite Inferior f Lower Limit

3 RT: Resistencia a la tensién / TS: Tensile Strenght
6. LSUL Limite Superior / Upper Limit

QObservaciones / Comments
NiA

CL/ID#

del drea

Cenificamos que el materia) aqui descrito ha side inspec ¥ Y por p aulorizado i

de manufactura con resuliados satisfactorios en concosdancla con la nofma airiba descrita.

We here certify that he material descibed in here has been tested and inspected by authorized personal indpendent from
the mar i witl i y resulls in with requil of the above specification

Firma / Signature

Adi Ve’

Ing. Antonio Mani
Temnium Labs

Dane 1 AF°
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Datos Generales / General Data
No. Rollo/Cail | Colada/Heat TSIST (1) | No. Parte/Part Descripcidn/Description Norma de Grado/Grade
id. Calidad/Quality
Norm

779448-010 99022 N/A N/A N/A SAE1008 N/A

779451-000 99021 N/A, N/A N/A, SAE1008 N/A

779451-010 99021 N/A N/A N/A SAE1008 N/A

779452-000 99022 N/A NIA N/A SAE1008 N/A

779452-010 99022 N/A N/A N/A SAE1008 N/A

Calidad del Acero / Stee! Quality (Analisis Quimico/Chemical Analysis

No. Rollo/Coil | Colada/ C Mn P S Al
id. Heat
779448-010 99022 0.060 | 0.170 | 0.011 | 0.008 | 0.053

Calidad del Acero / Steel Quality (Andlisis Quimico/Chemical Analysis)

No. Rollo/Coil | Coladal C Mn P S Al
id. Heat
779451-000 09021 0.060 | 0.190 { 0.015 | 0.012 | 0.042
Calidad del Acero / Steel Quality {Andlisis Quimico/Chemical Analysis
No. Rollo/Coil | Colada/ C Mn P S Al
id. Heat
779451-010 99021 0.060 | 0.190 | 0.015 | 0.012 | 0.042

Calidad del Acero / Steel Quality (Analisis Quimico/Chemical Analysis

No. Rollo/Coil | Colada/ C Mn P S Al
id. Heat
779452-000 99022 0.060 | 0.470 | 0.011 | 0.008 | 0.053

Calidad dei Acero / Stee! Quality (Analisis Quimico/Chemical Analysis

No. Rollo/Coil | Colada/ C Mn P S Al
id. Heat
779452-010 899022 0.060 | 0.170 | 0.011 | 0.008 | 0.053

1. TS: Tratamiento superficial, Aceitado, Sellado / ST: Superficial reaiment, Oiled, Stenciled,ele
4. RB: Rockwall B

2. LE: Limite eldstico / YP: Yield Point
5. LWLL Limite Infericr / Lower Limit

3. RT: Resistencia a!a tensién / TS: Tensile Strenght
6. LS/UL Limite Superior / Upper Limit

QObservaciones / Comments
NIA

CL/ID#

Certificamos que el materia) aqui descrito ha sido inspecsionade ¥ ensayado por personal auterizado independiente del drea
ge manufaclura con resuttados salisiacierios en concordancia con la noma amiba descfita.

We here cedtify that the material described in here has been 1ested and inspected by authorized personal indpendent trom
the manufacluring department with i y results in wilh i otihe above i i

Firma / Signature

s 7

Ing. Antonio Mani
Tarnium Labs

Dana 2 ~AF"



