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CERTIFICADO DE CALIDAD /
MILL TEST CERTIFICATE

No./ Decument number
670254

Fecha de Emision/ Date of issue
(DMA)Y 27/01/2010

670254

670254

Cadigo cliente/ Customer |ID
1269

Orden de compra/ Purchase order
DBlanco20.01.2010

Pedido No./ Sales order
124884

Cliente/ Customer

PLESA CIA

AV. VALLE DE LAS ALAMEDAS # 66-O COL. SAN FRANCISCO CHILPAN
TULTITLAN

MX

54940

Remision/ Delivery
670254

Medio de Transporte/ Means of transportation
Triple eje con susp. de a

Descripcién de mercaderias/ Goods description
ROLLO FRIO RECOCIDO

Datos Generales / General Data
No. Rollo/Coil | Colada/Heat |Recubrimiento/ Peso/MWeight Espesor/ Ancho/Width Largo/Length CapafThickness
id. Coating Thickness mm
/in
kg b in mm m ft oz/ft2 g/m2
1357636AF | PADOK24133 N/A 8270 18256 1.86/0.0732 48.19 1224 N/A N/A NIA N/A
1357637AE PAD830988 N/A 8525 18819 1.85/0.0728 48.23 1225 N/A N/A NIA N/A
Datos Generales / General Data
No. RollofCoil | Colada/Heat TS/ST (1} | No. Parte/Part Descripcién/Description Norma de Grado/Grade
id. Calidad/Quality
Norm
13576836AF | PADSK24133 NIA ROLLO FRIO RECOCIDO SAE-1008 SAE J403 1008
1357637AE PA9830988 N/A ROLLO FRIO RECOCIDOC SAE-1008 SAE J403 1008

1. TS: Tratamiento superficial, Aceitado, Sellado / ST: Superficial treatment, Oiled, Stenciled,elc
4. RB: Rockwej} B

2. LE: Limite elastico / YP: Yield Paint
. LILL Limite Inferior / Lawer Limit

3. RT. Resisiencia a la tension / TS: Tensile Strenght
6. LS/UL Limite Superior ! Upper Limit

Observaciones { Comments
NiA

CL/ID#

Certificamos que ! malerial aqui dascrito ha sido inspeccionado y ensayado por parsonal autorizado independiente del drea
de manufactura con resultados satisfactorios en cancordancia con la norma amiba descrita

We here certify thal the material described in here has been tested and inspecied by authorized personal indpendent from
the mar i with sali y results in accordance with requirements of the above specification

Firma / Signature

Vi e

Ing. Antonio Mani
Ternium Labs
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Calidad del Acero / Steel Quality (Andlisis Guimico/Chemical Analysis)
No. Rollo/Coil |Colada/Heat] C Mn P S Al Si Cu Ni Cr Mo i Cb Ti B N
id.
1357636AF [PAOSK24133] 6.050 | 0.200 | 0.015 | 0.008 | 0.044 | 0.024 | 0.036 | 0.024 | 0.033 | 0.003 | 0.001 0 0 0 0.006
Calidad del Acero / Steel Quality (Analisis Quimico/Chemical Analysis)
No. Rollo/Coil | Colada/ C Mn P S Al Si Cu Ni Cr Mo A" Cb Ti B N
id. Heat
1357637AE |PA9830888| 0.060 | 6.170 | 0.003 | 0.018 | 0.042 | 0.008 | 0.060 | 0.035 | 0.031 | 0.003 Q 0 0 0 0.005

1. TS: Tratamiento superficial, Aceitado, Sellado / ST: Superficial trealment, Olled, Stenciled.etc

2. LE: Limite elaslico / YP: Yield Point

3. RT: Resistencia a la tensian / TS: Tensile Strenght
5. LILL Limite inferior / Lower Limit 6. LS/UL Limite Superior / Upper Limit

4. RB: Rockwell B

Observacion
Ni&

es { Comments

Cl/ID#

Ceruﬁcamos que el material aqui sescrrm ha sida inspeccionado y ensayado por personal aularizado independiente del drea

MioS en con la norma armiba descrita.

We here certify | thal the:

d by aL

material described in here has been tested and i
wilh i y results in accordance wilh

ther D

of the HDOVE F

I indpendent from

Firma / Signature

Jid: Via

Ing. Antonic Manl
Ternium Labs
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