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MILL TEST CERTIFICATE

Ne./ Document number
703425

Fecha de Emision/ Date of issue
(DMA) 16/04/2010

703425

Cadige cliente/ Customer ID Pedido No./ Sales order Orden de compra/ Purchase order
1269 131902 8041
Cliente/ Customer Remisién/ Delivery
PLESA CIA 703425
AV.VALLE DE LAS ALAMEDAS # 66-O COL. SAN FRANCISCO CHILPAN
TULTITLAN
MX
54940
Medio de Transporte/ Means of transportation
Triple eje con susp. de a
Descripcion de mercaderias/ Goods description
ROLLO FRIO TENSIONIVELADO
Datos Generales / General Data
No. Rollo/Coil [ Colada/Heat |Recubrimiento/ PesofWeight Espesor/ Ancho/Width Largo/Length Capa/Thickness
id. Coating Thickness mm
/in
kg b in mm m ft oz/ft2 g/m2
1379673Al EA101124 NFA 15120 33377 0.6/0.0236 36.1 917 N/A N/A NIA N/A
Datos Generales / General Data
No. Rollo/Cail | Colada/Heat TSIST (1) | No. Parte/Part Descripcign/Descriplion Norma de Grado/Grade
id. Calidad/Quality
Norm
1379673Al EA101124 N/A ROLLO FRIG TENSIONIVELADOSAE-1008 SAE J403 1008

1. TS: Tratamiento superficial, Aceitado, Sellado 7 ST: Superficial treatment, Qiled, Stenciled, etc
4. RB: Rockwsll B

2. LE: Limite elastico / YP: Yield Point
5. LILL Limite Inferior / Lower Limit

3. RT: Resistencia a la tension / TS: Tensile Strenght
6. LS/UL Limite Superior / Upper Limit

Observaciones / Comments

NIA

CL/IID#

Cedificamos que ) malertat aqui descrite ha sido inspeccionade y ensayado por personal autorizade independiente del drea

de manufactura con resuftades satisfactarios en concordancia cen la noima arriva descrita,

¥¥e here certify that the material described in here has been tested and inspected by authotized personal indpenden! from
with sati

the iing

results in accordance with requirements of the above spetification

Firma / Signature

S Ve

Ing. Antenio Manl
Temium Labs
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CERTIFICADO DE CALIDAD /
MILL TEST CERTIFICATE

Fecha de Emision/ Date of issue

No./ Document number

TERNIUM MEXICO, S.A. DEC.V,
R.F.C. TME-840710-TR4 (DMA) 16/04/2010 703425
Av. Universidad No. 992, Colonia Cuauhtémoc, San Nicolas de los Garza, N.L., Codigo Postal
66450 (L
Teléfonos; +52(81)8329-8500 703425
www.ternium.com
Calidad del Acero / Steel Quality (Propiedades Mécanicas Transversales)
No. Rollo/Coil | Colada/Heat LE/YP (2} % Elongacion / RIS (3)
id. Elongation %
MPa KSlI MPa KSI
1379673Al EA101124 268 38.9 3 358 51.9
Calidad del Acero / Steel Quality
No. Rollo/Coil | Colada/Heat | Dureza RB/RB Hardnessi4)
id.
1379673Al EA101124 55
Calidad del Acero / Steel Quality {(Andlisis Quimico/Chemical Analysis)
No. Rollo/Coil | Colada/ Mn P S Al Si Cu Ni Cr Mo A Ch Ti B N
id. Heat
1379673A1 | EA101124 | 0.093 | 0.366 | 0.012 | 0.0M17 | 0.022 | 0.020 | 0.010 | 0.018 | 0.015 | 0.002 | 0.003 | G.001 | 0.001 0 0.006
]
Notas / Notes:

1. TS: Tratamientc superficial, Aceitado, Seflado / ST: Suparficial treatment. Qiled, Stenciled.etc
4. RB: Rockwell B

2. LE: Limite elastico/ YP: Yield Point
5. LULL Limite Irderior / Lower Limit

3. RT: Resistencia a la tensidn ! TS: Tensile Strenght
6. LSAJL Limite Superior f Uppar Limit

Observaciones / Comments

ClLID#

NIA

Certificamos que el material aqui descrite ha sido inspeccienado y ensayado por personal auterizade independiente del Area
de manufactura con resultades satisfactorios en cancordancia con la nofma arrba descrita,

W¥e here certify that the material described in here has been tested and inspected by authorized personal indpendent fram
with gati of the above specificati

the fi ing dep

¥ resutls in accordance with requi

Firma / Signature

Jid: M

Ing. Antonio Manl
Temium Labs
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