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- . CERTIFICADO DE CALIDAD /
N Ternium MILL TEST CERTIFICATE

TERNIUM MEXICO, S.A.DEC.V. _ Fecha de Emisién/ Date of issue " No./ Document number
R.F.C. TME-840710-TR4 : {DMA) 12/05/2010 713816
Av. Universidad No. 992, Colonia Cuauhtémoc, San Nicolas de los Garza, N.L., Codigo Postal
66450 ' 713816
Teléfonos: +52(81)8329-8500 . 713816
www.temium.com ) .
Cadigo cliente/ Customer |D ' ’ Pedido No./ Sales order Orden de compral Purchase order
1269 . ' 125125 OC 7671
Cliente/ Customer ' ' ‘ Remision/ Delivery
PLESA CIA 713816
AV. VALLE DE LAS ALAMEDAS # 66-0 COL. SAN FRANCISCO CHILPAN
TULTITLAN
MX
54940
Medio de Transporte/ Means of transportation
Triple eje con susp. de a

Descripcion de mercaderias/ Goods description
ROLLO FRIO RECQCIDO i

: Datos Generales / General Data . i
No. Rollo/Coil | Colada/Heat '|Recubrimients/ Peso/Weight Espesor/ Ancho/Width Largo/Length ®  CapafThickness
id. Coating Thickness mm
/in
kg b in mm m ft oz/fi2 g/m2
1367332AK | MR0921687 N/A 6675 14735 345/0.1358 36.22 920 N/A N/A N/A N/A
Datos Generales / General Data &
No. Rollo/Coil | Colada/Heat TSIST (1)  {No. Parte/Part Descripcion/Description Norma de Grado/Grade
id. Calidad/Quality
Norm
1367332AK | MR0921687 N/A ROLLO FRIO RECOCIDO - SAE J403 1008

1. TS Tratamiento supeljﬁcial. Aceitado, Sellado f ST: Superficial treatment, Qiled, Stenciled,etc 2. LE® Limite elastice / YP. Yield Point 3. RT: Resistencia a ka tension / TS: Tensile Strenght

4. RB: Rockwell B §. LILL Limite Inferior f Lower Limit 6. LS/UL Limite Superior / Upper Limil

Observaciones / Comments ClL{iD#

NIA

‘ Firma / Signature

Certificamos que el matercal aqui descnte ha side Inspeccionado y ensayado por personal autonzado independiente del drea . ’
de manutactura con resuliados satisfactonios en concordancia con la norma arnba descria .
We here certiy that the material descrnbed n here has been tested and inspected by aulhorzed personal mdpendent from e
the manufacturing department with sati ¥y resulls in with requirements of the above specificabon

Ing. Antorko Mani
Ternium Labs

Dana 1 ~f 72
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TERNIUM MEXICO, S.A. DEC.V.

R.F.C. TME-840710-TR4
Av. Universidad No. 992, Colonia Cuauhtémoc, San Nicolas de los Garza, N.L., Cédigo Postal

66450

~

L4

CERTIFICADO DE CALIDAD /

MILL TEST CERTIFICATE

Fecha de Emisién/ Date of issue

{DMA) 12/05/2010

713816

No./ Document number
713816

Teléfonos: +52(81)8329-8500 713816
www.temnium.com
Calidad del Acero / Steel Quality (Andlisis Quimico/Chemical Analysis)
No. Rolio/Coil | Colada/ C Mn P S Al Si Cu Ni Cr Mo \ Ch Ti N
id. Heat
1367332AK |[MR0921687] 0.054 | 0.166 | 0.008 | 0.004 | 0.029 | 0.016 | 0.009 [ 0.005 | 0.008 | 0.002 | 0.001 0 0.001 | 0.005
Notas / Notes:

t. TS: Tratamiento superficial, Aceitado, Sellado / ST: Superficial treatment, Qiled, Stenciled etc

4. RB: Rockwell B

2. LE Limite eldstico / YP: Yield Point
5. LILL Limite infevior / Lower Limit

3. RT: Resisiencia a la tensién / TS: Tensile Strenght
6. LSAJL Limite Superior / Upper Limit

Observaciones / Comments

NiA

CL/ID#

Cerificamos que el hatenal aqu descnlo ha sxdo nspecconada y ensayado por personal aulorizado independiente del area
de manufactuga con resuliados satisiactonos en concordancia con la norma amba descria
We here certdfy that the material described i here has been lested and mspecled by authorized personal indpendent from

the manufacturing department with satsfactory results in accordance with requirements of the above specification

Firma / Signature

[ o |

ing. Antonio Mani

Ternium Labs
Dana 2 ~f 2




