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ESPECIFICACIONES TECNICAS DEL MATERIAL
!

) DATOS GENERALES
TERNIUM MEXICCO, S.A.DEC.V. No./ Document number .
Av. Universidad No. 992, Colcnia Cuauhtémoc, San Nicolas de los Garza, N.L. 27105/2010 719488
C.P. 66450
R.F.C. TME-840710-TR4 7 1 9488
719488

Cadigo cliente/ Customer ID
1269

Pedido No./ Sales order ‘
125125 OC 7671

Orden de compra/ Purchase order

Cliente/ Customer

Remision/ Delivery

PLESA CIA | 719488
AV. VALLE DE LAS ALAMEDAS # 66-O COL. SAN FRANCISCO CHILPAN
TULTITLAN
MX
54940
Medio de Transporte/ Means of transportation
Triple eje con susp. de a *
. . )
Descripcion de mercaderias/ Goods descriplion
ROLLO FRIO RECOCIDO '
Datos Generales / General Data
No. Rolle/Coil | Colada/Heat |Recubrimiento/ Peso/Weight Espesor/ Ancho/Width Largo/Length Capa/Thickness
id. Coating Thickness mm
/in '
kg Ib in mm m i oz/ft2 g/m2
1402596AF EA101734 N/A 6600 14570 3.45/0.1358 36.18 919 NIA NIA NIA N/A
. Datos Generales / General Data
No. Rollo/Coit | Colada/Heat TSIST (1) | No. Parte/Part Descripcidn/Description Norma de Grado/Grade
id. Calidad/Quality
Norm
1402596AF EA101734 N/A ROLLO FRIO RECOCIDO SAE J403 1008

1. TS: Tratamiento superficial, Aceitado, Sellado f ST: Superficial reatment, Qiled, Stenciled,etc 2. LE: Limite elastico / YP: Yield Poinl
§. LILL Limite Inferior / Lower Limit

4. RBW: Rockwell B Indentador de WC

3. RT: Resistencia a la tensidn { TS: Tensile Strenght

Observaciones / Comments
N/A

6. LSAJL Limite Superior { Upper Limit
CLIID# )

Cerlrﬁcamos que £ malerial aqui ﬂesnmn ha sido inspeccionado y ensayade poc personal aulorizado indeperdiente del area
en ©on la norma arriba descma.

Pmnoedad& Mecamcas bajo las normas ASTM E8, E18, E517, E646. EN-10002, Segan requerimienta y peso de capa baj ASTM A%
We here certiy that the material descnibed in here has been tested and mspecied by authorized personat lmspendent from:

the manufactuning department wiih v results in acc of the above

Mechanical Properties as ASTMEB, E18, ES‘H‘ €646, EN-10002. as requlred and coating weighl with 'ASTM AQO

Firma / Signature

(i Ve’

Ing. Antonio Mani
Ternium Labs

Dona 4 ~f 7
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DATOS GENERALES
TERNIUM MEXICO, S A. DEC.V. No./ Document number
Av. Universidad No, 992, Colonia Cuauhtémoc, San Nicolas de los Garza, N.L. 27/05/2010 719488 !
C.P. 66450 :
R.F.C. TME-840710-TR4 7 1 94 8 8
719488
Calidad del Acero / Steel Quality (Analisis Quimico/Chemical Analysis)
No. Rollo/Coil | Colada/ C Mn P s Al Si Cu Ni Cr Mo v {Ch Ti B N
id. Heat -
1402596AF | EA101734 ] 0.057 | 0.210 | 0015 | Q014 | 0.039 | 0.010 | 0.021 { 0019 | 0.023 | 0.004 | 0.003 | 0.001 | 0.001 0 0.005
Notas / Noles:

1. TS: Tratamiento superficial, Aceitado, Sellado / ST: Superficial treatment, Qiled, Stenciled, ete
4. RBW: Reckwell B Indentador de WC

2. LE: Limite elastice / YP: Yield Point
5. LI/LL Limite Inferior / Lower Limit

3. RT: Resistencia a la tension / TS: Tensile Strenght
&, LS/UL Limite Superior f Upper Limit

Observaciones / Comments

CLIID#

N/A

del 4rea

Cerhﬁcamos que el material aqui descrto ha sido inspeccionado y ensayado por pe | aulorizado
conr en €Ol 13 norma aimiba descrita

Prup-edades Mecanicas bajo las normas ASTM EB. E18. E517, E646, EN-10002, segon requenmiento y peso de capa bajo ASTM A0
We hare cedity that the material described in here has been tested and inspected by authorized personal indpendeni from

the manufacturing department with y results in ace with of the above specdication

Mechanical Propertes as ASTMEB, E18 E517 E646, EN-10002. as. reqmred and coating weight with ASTM AS0

Firma / Signature

(e Ve

Ing. Antanic Mani

Temium Labs

Dana ? ~f 2




