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No./ Document number
742268

Cédigo cliente/ Customer |D

Pedido No./ Sales order

Orden de compra/ Purchase order

1269 130849 7968
Cliente/ Customer Remision/ Delivery
PLESA CIA 742268 ‘
AV. VALLE DE LAS ALAMEDAS # 66-O COL. SAN FRANCISCO CHILPAN .
TULTITLAN
MX ¥
54940 . M
Medio de Transporte/ Means of transportation
Triple eje con susp. de a
Descripcion de mercaderias/ Goods description
ROLLO FRIO TENSIONIVELADO
Datos Generales / General Data
No. Rollo/Coil | Colada/Heat |Recubrimiento/| Peso/Weight Espesor/ Ancho/Width Largo/Length CapalThickness
id. Coating Thickness mm
/in
kg Ik in mm m ft oz/ft2 g/m2
HA30115AD 91987 N/A 9765 21556 1.22/0.0480 48.19 1224 N/A N/A N/A N/A
Datos Generales / General Data
No. Rollo/Coil | Colada/Heal TSIST (1) | No. Parte/Part Descripcion/Description Norma de Grado/Grade
id. Calidad/Quality,
Norm
HA30115AD 91987 N/A ROLLO FRIQ TENSIONIVELADO SAE J403 1008

1. TS: Tratamiento superficial, Aceitado, Sellado / ST. Supeificial treatment, Giled, Stenciled,etc

4. HRBW: Rockwell B indentadar de WC

2. LE: Limite elastico / YP: Yield Point
5. LILL Limite Inferior f Lower Limit

- IR
3. RTgiesistencia fa !é&dn I TS: Tensile Strenght
#. LS/UL Limite Superior / Upper Limit

Observaciones / Comments -

HNIA

CLID#

Certficamos que el matena! aqui descrito ha sndo Inspectionado y ansayado por personal autorizado independiente del drea
con la norma arriba descrita.

de manufaciura con

Propiedades Mecanicas bajo las normas ASTM E8, E18. E917. 8546 EN-10002, segin requerimients y peso de capa bajo ASTM ASQ
Analisis Quimico bajo k norma ASTM E 41571019

‘We here centify that the materiaf descnbed in here has been tested and inspected by authorized persanal indperdent from

Ihe manutacluring depariment with satisfaclory results in accordance with requirements of the above specification

Mechanical Properties as ASTM E8, E18, E517. E646. EN-10002. as required and coating weight with ASTM AS0

Chemical Analysis as ASTM E 41571019

Firma / Signature

[t Ve

Ing. Antonio Mani
Ternium Labs
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Calidad del Acero / Steel Quality {(Andlisis Quimico/Chemical Analysis)

No. Rollo/Coil | Colada/ C Mn P S Al Si Cr Cu
id. Heat
HA30115AD 91987 0.040 | 0180 | 0.009 | 0.002 | 0.034 | 0.010 | 0.010 | 0.010

Notas / Notes:

1. TS: Tratamiento superficial, Aceitado, Sellado / ST: Superficial treatment, Oiled, Stenciled.etc 2. LE: Limite elastico / YP. \’Eﬁ Pnir%
4. HRBW: Rockwe!l B Indentador de WG S. LWLL Limite Inferior f Lower Limit

&, LSUL Limite Superior { Upper Limit

-~
3. RT: Resistencia a ia tension / TS: Tensile Strenght

Observaciones / Comments
N/A '

ClL/ID#®

Certificamos que ef matenal aqui descrito ba sido inspeccionado y ensayado por personal aulorizade independiente de! area

de manufactura con resultados satislactorios en concordancia con ta norma arriba descrita.

Propiedages Mecanicas bajo las normas ASTM E8, E18, ES17, E646, EN-10002, segun requedmiento y peso de capa bajo ASTM AS0
Analisis Qulmico bajo la norma ASTM E 435/ 1019

We here certify that the ma(enal descrivbed in here has been tested and inspected by authonzed pessonal lndpenden! from

the y results in accordance wilh requirements of lhe above s

Mechanical Propemes as .ASTM E8. E18, E517 EB46, EN-10002, as required and coating weight wilh ASTM ABO

Chemical Analysis as ASTM E 415/ 1018

Firma / Signature

(i 7

Ing. Antonio Mani
Ternrium Labs



