REV. 0

PYLSA

PONIENTE 128 672

\/ VILLACERO

CLIENTE / DIRECCION
CUSTOMER / ADDRESS

02300 FRACC. INDUSTRIAL VALLEIO

CERTIFICADO DE CALIDAD

LAMINA GALVANIZADA / LAMINA GALVANIZADA PINTADA &

MILL TEST REPORT

b
W v

GALVANIZED STEEL SHEET / PAINTED GALVANIZED STEEL SHEET

ANTIGUA CARRETERA A ROMA KM. 7.7 C.P. 66000 APODACA N.L. MEXICO T+52 (81) 8215 8383 F +52 {81) 8215 8330

No. PEOIDO
ORDER #

4700044074

CUSTOMER P.O.

No. FOLIO
16871
om | Mes | ARo |
13 10 2020

NORMA DE CALIDAD

ASTM QUALITY STD.

ASTM CS TYPE B AG53
AGS3M, A924/A924M
5537

Contral de Calidad { Quality Control )

JESUS A. FLORES §~%m~.

R T

conna. :
.Pn.mq.wmnuw 0.0360 | Standard fior Reg. Pasivado 5,085 GO 204276 0.0030
ABG798G22 0 0.0360 | Standard Hor Reg. Pasivada 5,085 | 11,210 560 | 1,837 GO N.o.&uqm_ 00650 | 01800 | 0.0050 | 0.0030
ASGBT16G22 20 0.0365 | Standard For Reg. Paslvada 4,500 | 9921 | 4%0 | 1608 60 201074 0.0640 | 01800 | 0.0070 | 0.0080
AS58716G23 20 0.0369 | Standard for Reg, Pasivade | 4,505 | 9,932 | 4390 | 1,603 60 3ainta 00640 | 01800 | 0.0070 | (LGB0
ASGEBYGRL 0 0.0352 | Standard Fiar fleg. Pasivado | 4,536 | 9998 | 495 1,624 313 104531 0.0620 | 0.1700 0.0090 | 0.0040
ALSRATG23 0 0.0367 | Standard Flor Reg. Pasivado | 4,540 | 10,009 495 1,624 60 104531 00620 | 01700 | 0.0050 | (.0040
ABSBE7G24 WK 0.0365 | Standard Flor Reg. Pasivado 4,355 1 9,601 a1l 1,665 6 104531 00620 | 01700 | 0.0030 | 0.0040

Total: 32,605
L

LG-FG1z2



