\/ ViLLACERO

ANTIGUA CARRETERA A ROMA KM, 7.7 C.P, 66000 APODACA N.L. MEXICO T+52 {81

CLIENTE / DIRECCION
CUSTOMER / ADDRESS

PY1S5A
| PONIENTE 128 672
02300 FRACC. INDUSTRIAL VALLEJO

LAMINA GALVANI,
GALVANIZED STEEL

A36374621 -4 1 36.000 | 0.7747 | 0.0305 | G-50
T36380G21 22-° 1 9144 | 36.000 | 0.7365 00290 | G-90

Flor Reg. Pasivado
Flor Reg. Pasivado
Fior Reg. Pasivado
Flor Reg. Pasivado
Flor Reg. Pashvads

Flor Reg. Pasivado

CERTIFICADO DE CALIDAD

MILL TEST REPORT

No. PEDIDO
ORDER #

4700027471

98¢ 1 3% 60

5,345 [11,333| $25 | 3018 60
3,915 § 8,631 697 2.287 80

ZADA / LAMINA GALVANIZADA PINTADA
SHEET / PAINTED GALVANIZED STEEL SHEET

CUSTOMER P.O,

3335) -~

¢ No. FOLIO
10174
DA MES ANO
28 6 2016

NORMA DE CALIDAD
ASTM QUALITY STD,

A-653 CSTYPE B

455282 0.0630 | 0. G080 | 00110 | 00430 1008
159139 0.0550 | 0.1900 | 0.008¢ 0.0080 | 0.0250 | 1008
189130 0.0550 ¢ 0.1900 | 0.0090 0.0080 | 0.0450 | 1008
1511232330 | 0.0580 | 0.159%0 00040 | 0.0020 | 0.0270 1008
ZHZ794AA | 0.0400 | 0.1900 00150 | 0.0050 | 0.0460 1008

_~
‘_ T36380631 22 914.4 { 38.000 | 58153 | 0.0321 G890

Total :

30,535

793 90

Control de Calidad { Quality Controf }
Jose lesus Zopata Scha,

EV.0

1r2.grvan



