\ / CERTIFICADO DE CALIDAD . 3 No. FOLIO
' VILLACERO MILL TEST REPORT .
LAMINA GALVANIZADA / LAMINA GALVANIZADA PINTADA
GALVANIZED STEEL SHEET / PAINTED GALVANIZED STEEL SHEET DIA MES AD
10 11 2016

ANTIGUA CARRETERA A ROMA KM. 7.7 C.P. 66000 APODACA N.L. MEXICO T+52 {81} 8215 8383 F+52 (81) 8215 8330

ENTE / DIRECCION No. PEDIDO
FRHECEION R CUSTOMER P.O.
STOMER / ADDRESS ORDER #

NORMA DE CALIDAD
ASTM QUALITY STD.

PYLSA 4700028908 ASTM CS TYPE B AG53
PONIENTE 128 672

4700028963 AG53IM, AJ24/A9240
02300 FRACC. INDUSTRIAL VALLEIO 8837

of Reg, Pasivado . 266225
Flor Reg. Pasivado 4200 89359 | 2370 7,447

&R 463127 G130 | C.0450 | 1006

4.4 . 00101 G0 Flor Reg. Pasivade | 4,145 9138 § 2,230 | 7316 &0 266225 0.0440 | 0.1900 | 0.0150 | 0.0126 | 0.0370 | 1006

A38943612 20 M.W.mm\u #8.000 [ 08985 § 003531 GO0 Flor Reg. Pasivade | 5,020, 1xO07! 582 | 1,505 5% . 266266 00710 | 01900 | 60100 | 70090 | 003%0 | 1008
A39532621 0 412102 1 48.000 | 0.9347 | 0.0388 | G50 Flor Reg. Faswado | 5,01 10431 577 | 1,893 60 ; e 484558 0.0640 | 0.1800 | 0.0180 | 0.0150 | 0,030 | 1008

Total : 22,865

REV. 0 | LR



