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\/ VviLLACERO

LAMINA GALVANIZADA / LAMINA GALVANIZADA PINTADA
GALVANIZED STEEL SHEET / PAINTED GALVANIZED STEEL SHEET
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CERTIFICADO DE CALIDAD
MILL TEST REPORT

ANTIGUA CARRETERA A ROMA KM. 7.7 C.P. 66000 APODACA N.L. MEXICO T+52 (81) 8215 8383 F +52 (81) 8215 8330

CLIENTE / DIRECCION

CUSTOMER / ADDRESS

No. PEDIDO
ORDER #

CUSTOMER P.O.

No. FOLIO
12386
DIA MES ANO
2 2 2018

NORMA DE CALIDAD
ASTM QUALITY STD.

| PYLSA 4700032539 ASTM CS TYPE B A653
| PONIENTE 128 672 4700032916 A653M, A924/A924M
{1 02300 FRACC. INDUSTRIAL VALLEIO s o §$37
;\ OC 26 <Y,
] &= 0

A43065G14 | 18 .| 1219.2 | 48.000 | 1.2268 | 0.0483 | G-90 Flor Reg. Pasivado | 3,785 324 | 1,063 60 480181 0.0820 | 03600 | 0.0110 | 0.0080 | 0.0420 | 1010

A43065G24 | 18 19.2 | 48.000 | 1.2370 | 0.0487 | G-90 Flor Reg. Pasivado | 3,020 257 | 843 60 480182 0.0860 | 0.3200 | 0.0130 | 0.0050 | 0.0450 | 1010

A43065G13 | 18 219.2 | 48.000 | 1.2243 | 0.0482 | G-90 Flor Reg. Pasivado | 4,040 343 | 1,125 60 dm o , 480181 0.0820 | 0.3600 | 0.0110 | 0.0080 | 0.0420 | 1010
il A43073G21 | ¢ 18 \/ 1219.2 | 48.000 | 1.1760 | 0.0463 | G-90 Flor Reg. Pasivado | 4,990 432 | 1,817 60 5 / gj,f 5?[/ / 480181 0.0820 | 0.3600 | 0.0110 | 0.0080 | 0.0420 | 1010
§l A43100G13 | 18 | 1219.2 | 48.000 | 1.2116 | 0.0477 | G-90 Flor Reg. Pasivado | 4,065 350 | 1,148 60 480180 0.0940 | 0.3300 | 0.0150 | 0.0060 | 0.0380 | 1010
i] A43100G21 { 18 | 1219.2| 48.000 | 1.2192 | 0.0480 | G-90 Flor Reg. Pasivado | 4,935 428 | 1,404 60 380155 0.0840 | 0.3200 | 0.0070 | 0.0130 | 0.0440 | 1010
! A43100G23 | 18 | 1219.2 | 48.000 | 1.2319 | 0.0485 | G-90 Flor Reg. Pasivado | 4,090 354 | 1,161 60 380155 0.0840 | 0.3200 | 0.0070 | 0.0190 | 0.0440 | 1010
j A43100G24 | 18 | 1219.2{ 48.000 { 1.2344 | 0.0486 | G-90 Flor JRee. Pasivado | 3,900 337 | 1,206 60 380155 0.0840 | 0.3200 | 0.0070 { 0.0190 | 0.0440 | 1010
{ -

Total : 32,825
/05 799
\ Qe 4
Q\U&) v N : f»z/“/
Control de Calidad ( Quality Control )
IVAN E. LOPEZ FELIPE
LG-FC1:



