CERTIFICADO DE CALIDAD No. FOLIO
MILL TEST REPORT

LAMINA GALVANIZADA / LAMINA GALVANIZADA PINTADA
GALVANIZED STEEL SHEET / PAINTED GALVANIZED STEEL SHEET

\/ viLLACERO

12411

DIA MES ANO

CLIENTE / DIRECCION No. PEDID RMA
: i . o. PEDIDO CUSTOMER P.0. NO DE CALIDAD
CUSTOMER / ADDRESS ORDER # ASTM QUALITY STD.

PLESA ANAHUAC Y CIAS, S.A. DEC. V. ] ‘
AV. VALLE DE LAS ALAMEDAS 66 COL. SAN FRANCISCO CHILPAN
54940 TULTITLAN EDO. DE MEX. /

L |

1200293005 26538 ASTM CS TYPE B A653
A653M, A924/A924M
5537

3 |[ as2977612 j Flor Reg. Pasivado # 180054

| A3172631 | 24 | 9144 | 36000 | 05715 | 0.0225 | G90 | Flor Reg. Pasivado of 5,000 |4 drkr V7 b 480141 | 0.0500 | 0.1700 | 0.0140 | 0.0090 | 0.0530 | 1008

|| A93172632 | 24 | 9144 [ 36.000 [ 0.5690 | 0.0224 | G90 | Flor Reg. Pasivado J 5,000 {4 1,247 | 4,001 s3 49 4¢ , 480141 | 00500 | 0.1700 | 0.0140 | 0.0090 | 0.0530 | 1008
: 49 ¢ 2/ 7 e

Total : 15,515
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