CLIENTE / DIRECCION
CUSTOMER / ADDRESS

ANTIGUA CARRETERA A ROMAKM. 7.7 C.P. 66000 APODACA N.L. MEXICO T+52 (81) 8215 8383 F 452 {81) 8215 8330

GOZ5C("

CERTIFICADO DE CALIDAD
MILL TEST REPORT

LAMINA. GALVANIZADA / LAMINA GALVANIZADA PINTADA
GALVANIZED STEEL SHEET / PAINTED GALVANIZED STEEL SHEET

No. PEDIDO

ORDER # CUSTOMER P.O.

;L

No. FOLIO
12420
DIA MES | ARO
13 2 2018

NORMA DE CALIDAD
ASTM QUALITY.STD.

PYLSA. 4700033732 ASTM CS TYPE B AB53
PONIENTE 128 672 4700033314 A653M, A924/A92aM
02300 FRACC. INDUSTRIAL VALLEIO 4700033732 5537
i Tk '  PROPIEDADES MECANICAS | ANALISIS QUIMICO
a4 e 'MECHANICAL PROPERTIES CHEMICALANALYSIS. :
e & Shwbie = s T e i =3 I . S
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No.Rol _ width Acabado | __ || Hargness. |98 g, | g, Colada Lol sae
coum | e (o I ating Finished. k| ow | wfl ow | % Heat . i ;
A42233G21 | 18 9144 | 36000 | 1.2090 | 0.047%6 | G90 | Flor Reg. Pasivade. 4125 | 9,094 | 470 | 1,542 &0 181080 0.0950 | 0.3300 | 0.0130 | 0.0070 | 0.0340 | 1010
Ad2233G22 8144 | 36000 | 12471 | 00491 | G90. | Flor Reg. Pasivade’ | 4,135 | 9116 | 470 | 1542 80 181080 0.0950 | 0.3300 | £.0130 | 0.0670 | 60340 | 1010
442233623 ) /18 | 9144 | 36,000 | 17192 | 0.0480 | 90 Flor Reg. Pasivado | 4,120 | 9,061 | a70 | 1542 &0 181080 0.0950 | 03300 | 40130 | 0.0070' | 0.0340 | 3010
A42263G22 18 9144 | 36.000 | 1.2319 | 0.0485 G-90 Flor Reg.Pasivadn | 4,115 | 8,072 468 | 1,535 60 472514 0.0870 | 0.3300 | 0.0130 | 0.0150 | 0.0380 | 1010
A43151G21 32 | S14.4 | 36000 | 0.2718 | 0.0107 G830 Flor Reg. Pasivado | 5,220 | 11,508 2,806 | 9,205 50 780474 0.0490 | 0.1700 | 00050 | 0.0100 | 0.0380 | 1006
M3I51G22°| 32 2144 | 36000 | 0.2692 | 00106 | G-30 Flor Reg. Pasivado | 5,210 | 11.486| 2804 9,199 60 280474 0.0430 | 0.1700 | 0.0090 | 0.0100 | 0.0380 | 1006
A42539G13 | 20 | 1219.2| 48.000 | 0.8915 | 0.0351 | .90 Flor Reg. Pasivado | 4,935 |.10,880] 585 | 1,919 57 472802 0.0690 | 0.1900 | 60150 | 00120 | 0.0370 | 3008
Yotal : 31,850
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