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CLIENTE / DIRECCION
CUSTOMER / ADDRESS

CERTIFICADO DE CALIDAD

MILL TEST REPORT

LAMINA GALVANIZADA / LAMINA GALVANIZADA PINTADA
GALVANIZED STEEL SHEET / PAINTED GALVANIZED STEEL SHEET

ANTIGUA CARRETERA A ROMA KM. 7.7 C.P, 66000 APODACA N.L. MEXICO T+52 (81) 8215 8383 £ 452 (81) 8215 8330

No. PEDIDD CUSTOMER P.O.

No. FOLIO

12533
DIA MES Ar‘io %
8 3 2018

NORMA DE CALIDAD
ORDER # ASTM QUALITY $TD.

4700033816 ASTM CS TYPE B A653
4700033930 ABS3M, gggmszm
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Ad3082G21 144 X Flor Reg. Pasivado 1730188
A43IGTEIZ 3 9i4.4 | 36.00C | 15138 | 00596 | 690 anrﬁeg.?aswml ; 1710386
i AM3530G211 28 1218.2 | 48.000 { 09144 | 0.0360 | G-90 Flor Reg. Pasivado | 5,010 | 11045 593 | 1946 480564 :
i A43530G22 20 12192 | 48.000 { 06553 | 0.0258 | G.90 Flor Reg. Pasivade | 5,000 { 13,023} 592 | 1942 480564 0.0570 | 011800 | 0.0113 | 0.0030 | 00400 | 1008
A43A536TL 26 12187 | 48.000 | 04638 | 0.0183 | G990 Floy Reg. Pasivade | 5,020 § 11067} 1,145 | 3,757 480371 00630 1 04800 | CO1%0 | ODLI0 | 0036 | 1008
AS3R53G27 26 1219211 48,000 | 04648 | OOIB3| G.50 Flor Reg. Pasivade | 5005 | 11,034} 1,141 | 3,743 480371 40630 § 01800 | D.OIBG | 00130 | 0.0350 § 1008
Yotal : 30670
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