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: TRIE CERTIFICADO DE CALIDAD " Ne.Fouo
VILLACERO! MILL TEST REPORT -
: — B LAMINA GALVANIZADA / LAMINA GALVANIZADA PINTADA ik
GALVANIZED STEEL SHEET / PAINTED GALVANIZED STEEL SHEET DIA MES ARO
26 s | 2018

ANTIGUA CARRETERA A ROMA KM. 7.7 C.P. 66000 APODACA N.L. MEXICO' T+52 (81) 8215 8383 F +52 {81) 8215 8330

CLIENTE / DIRECCION No. PEDIDD
CUSTOMER / ADDRESS

NORMA DE CALIDAD
: CUSTOMER P.O.
ORDER # SR 9 ASTM QUALITY.STD.

PYLSA 4700034972 ASTM CS TYPE B AG53.

PONIENTE 128 672 - AB53M, A924/A924M
02300 FRACC. INDUSTRIAL VALLEJO $s37

=] A43349G11 | ).0305 | Standard | Flor Reg: Pasivade - 3 3 147 : 181117 1°6.0%10 | 0.1700 | 0.0080 | 0.0110 | 0.0350 1008,
A43345G14 | 22 | 9144 | 36.000 874 | 0.0310: |-Standard |  Flor Reg. Pasivado | 8018995 | 740 | 2428 52 5 181317 00910 | 0.3700 | 0.0080 | 0.0110 | 0.0350 | 1008
A85051612 | 22 | 12192 | 48.000 | 0.7620 .G.0200 { Standard | Flor Reg. Pasivado | 4365 9623 | 614 | 2,004 57° (284575 0.0540 | 01800 | 0.0070 | D030 0.0270 | 1008
A45051G13 22 111192 | 48.000 | 0.7620 0.0300 | Standard | Flor Reg. Pasivada 4370 | 9634 ‘614 | 2,014 59 284575 00540 | 6.1800 | 0.0070 | 0.0120 | D270 1008
A35051G21 | 22 | 1219.7 | 48.000°| 0.7366 | 0.0290 Standard | Flor Reg. Pasivado | 4,670 | 10296 =657 | 2,156 60 : 482405 To680 | 01800 | 00130 0.0100 | 0.0450 | 1008
A45081G22 | .22 | 12192 | 48.000 | D.7468 | 0.0294 Standard | Hor Reg. Pasivado | 4,670 | 10,296 658 | 2,159 60 482405 Q.0680 | 0.1800 | 0.0130 | 0.0100 | 0.0450 | ioog
AAS051623 | 22 | 1219.2 | 48.000 | 07493 0.0295 | Standard | Flor Reg, Pasivado | 4,695 | 19,351] ‘661 | 2469 80 482405 0.0680 | 0.1800-| 0.0130 | 0.0100 | 0.0450.| 1008
“A45051G24 | 220 | 12192 | 48.000 | 0.7671 | 0.0302 Flot Reg. Pasivado | 4,350 | 9,148 | 584 | 1916 60 482405 00680 | 01300 | 0.0130 | 0.0100 | oipaso 1008

i
Total : 35,125
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