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CERTIFICADO DE CALIDAD
MILL TEST REPORT

LAMINA GALVANIZADA / LAMINA GALVANIZADA PINTADA
GALVANIZED STEEL SHEET / PAINTED GALVANIZED STEEL SHEET

No. FOLIO
13187
DIA MES ARNO 1
18 8 2018

CLIENTE / DIRECCION No. PEDIDO NORMA DE CALIDAD
CUSTOMER P.O.
CUSTOMER / ADDRESS ORDER # ERE ASTM QUALITY STD.
PYLSA 4700035655 ASTM CS TYPE B A653
PONIENTE 128 672 A653M, A924/A924M
02300 FRACC. INDUSTRIAL VALLEJO 537
~ PROPIEDADES MECANICAS ANALISIS QUIMICO
MECHANICAL PROPERTIES CHEMICAL ANALYSIS
| Elong. .\ 't . - 5
Capa L T.5. C C p
o5 Coating | .. b | % ksi | mpa | Heat e =
AdABTTIG14 Standard Flor Reg. Pasivado 4,065 8,962 B0 482214 0.0900 0.3400 0.0110 0.0060 0.0410 1010
Ad5127G21 Standard Flor Reg. Pasivado 4,175 9,204 B0 482551 0.0440 0.1700 0.0150 0.0110 0.0470 1006
Total : 8,240
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