\ / | _ ' CERTIFICADO DE CALIDAD No. FOLIO
# VILLACERO MILL TEST REPORT el
) LAMINA GALVANIZADA / LAMINA GALVANIZADA PINTADA
GALVANIZED STEFEL SHEET / PAINTED GALVANIZED STEEL SHEET DIA MES ARO
5 4 2019

ANTIGUA CARRETERA A ROMA KM. 7.7 C.P. 66000 APODACA N.L. MEXICO T+52 (81) 8215 8383 F +52 (81) 8215 8330

CLIENTE / DIRECCION No. PEDIDO NORMA DE CALIDAD
USTOMER P.O.
CUSTOMER / ADDRESS ORDER # & REO ASTM QUALITY STD.

PLESA ANAHUAC Y CIAS, S. A.DEC. V. 1200325018 28169 ASTM CS TYPE B A653
AV. VALLE DE LAS ALAMEDAS 66 COL. SAN FRANCISCO CHILPAN AB53M, A924/A924M
54940 TULTITLAN EDO. DE MEX. $837
DESCRIPCION PROPIEDADES MECANICAS 2 ANALISIS QUIMICO
DESIZBIP-T_ION- MECHANICAL PROPERTIES  CHEMICAL ANALYSIS
Ancho |  Espesor | ' Im T pueza | | LE BRI ! :
No.Rollo | Calibre | Width Thickness Capa Acabado i ; ~ length Hardness Elong. ¥:S; T.S. W colda ¢ | wmn p s AL | osae
Oo!lmﬁwg: mm in | mm in | Coating Finished kg | B | m ft hrb % | ksi | mpa| ksi | mpa Heat i
Aa8746G21 | 22 | 1219.2 | 48.000 | 0.7696 | 0.0303 | G-s0 Flor Reg. Pasivado | 6,525 | 14,385| 919 | 3,015 60 490909 0.0630 | 0.1700 | 0.0160 | 0.0080 | 0:0380 | 1008
A48746G22 | 22 | 1219.2 | 48.000 | 0.7671 | 0.0302 | G-60 Flor Reg. Pasivado | 6,525 | 14,385| 920 | 3,018 52 490909 0.0630 | 0.1700 | 0.0160 | 0.0080 | 0.0380 | 1008
A48769G12 | 22 | 1219.2 | 48.000 | 0.7620 | 0.0300 | G-60 Flor Reg. Pasivado | 6,540 | 14,418| 919 | 3,015 60 491024 0.0600 | 0.1700 | 0.0130 | 0.0070 | 0.0340 | 1008
r Total : 19,590
. Control de LCalidad { Qugity Control )
IVAN §. LOPEZFELIPE
A

REV.0 LG-FC12



