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CERTIFICADO DE CALIDAD " mnefouo |
» = MILL TEST REPORT e 14464 '
: n LAMINA GALVANIZADA / LAMINA GALVANIZADA PINTADA _
GALVANIZED STEEL SHEET / PAINTED GALVANIZED STEEL SHEET S T T
u 6 2019

ANTIGUA CARRETERA A ROMA KM, 7.7 C.P. 66000 APODACA N.L. MEXICO T+52 {81) 8215 8383 F +52 (81) 8215 8330

CLIENTE IIDIRECC!DN No, PEDIDO
CUSTOMER-/ ADDRESS ORDER #

NORMA DE CALIDAD

CUSTOMER P.0.
. _ ASTM QUALITY STD.

PYLSA 4700038460 ASTM CS TYPE B Ap53
PONIENTE 128 672 AG53M, A924/A024M
02300 FRACC. INDUSTRIAL VALLEIO §§37

F

R

291223 0.1000 | 03700 | 0.0130 | 0.0140 | 0.0480 | 1010
2490638 0.0830 | 03300 | 0.0150 | 0.0090 | 0.0480 | 110
390580 00940 | 0.3300 | 006070 | 0.0100 | D430 | 1010
350580 00946 | 0.3300 | 0.0070 | 0.0100 | 0.0830 | 1010
330580 00846 | 0.3300 | 0.0070 | 0.0100 | 0.0330 | 1610
2517267 0830 | 0.3600 | 0.6100 | 0.0080 | 0.0440 | 1010
291267 C0R3G | 03600 | 0.0100 | 0.0080 | 0.0440 | 1010

A48257623 . . 0.0481 | standard | Flor Reg. Pasivado | 4,405 | 3,711 | 385 1,263
A4BETGL2 18 1219.2 | 48.000 | 1.2217 | 0.0481 | Standard | Flor Reg. Pasivado | 4,070 | 8973 | 356 | 1,168
A4B8280G21 13 1219.2 | 48.000 | 1.2182 | 0.0480 | Standard | Flor Reg. Pasivado | 4,930 | 10865 | 427 | 1,401
A4B280G22 18 1219.2 | 48.000 | 1,2243 | 0.0482 | standard | Flor Reg. Pasivado 4,900 | 10803 | 424 | 1,391
AQG280623 18 1219.2 | 48.000 | 1.2167 | 0.0479 | standard | Fior Reg. Pasivado | 3,900 10,803 | 424 1391
A18284612 i8 1219.2 | 48,000 | 1.2152 | 0.0480 | Standard | Flor fteg. Pasivado | 5,375 | 11,850 463 | 1,519
AAB2BAGI3 18 12192 | 48003 | 1.226% | 0.0483 | Standard | Flor Reg. Pasivado | $,31% | 14,718] 460 | 1,509
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8883888|

Total: 33,895

de Calidad { Quality Control )
LEONARDO D. FLORES V.

REV. 0 . LG-FC12



