PYLSA

PONIENTE 128 672 )
02300 FRACC, INDUSTRIAL VALLEIO

CLIENTE / DIRECCION

CUSTOMER / ADDRESS

LAMINA GALVANIZADA / LAMINA GALVANIZADA PINTADA
GALVANIZED STEEL SHEET / PAINTED GALVANIZED STEEL SHEET

\

qigus s 5

CERTIFICADO DE CALIDAD
MILL TEST REPORT

ANTIGUA CARRETERA A ROMA KM. 7.7 C.P. 66000 APODACA N.L. MEXICO T+52 {81) 8215 8383 F #52 {81) 8215 8330

No. PEDIDO
_ORDER #

A700038767

4
{

CUSTOMER PO

NORMA DE CALIDAD.
ASTM QUALITY STD.

No. FOLO
14542
§ DIA § MES ARO
5 7 2619

ASTM CS TYPE B A653
AB53M, AS24/A924M
5537

‘: Control de Cc;lidad { Quality Control )
} tEONARDCO D. FLORES V.

Ahecid |l g 2 Hh.#,%:_"._ et S F |
Ad2816G22 18 E Standard | Flor Reg. Pasivadoe 2,011 472929 0.0930 | 0.3300 | 0.01%0 1010
AAIBIEG23 13 9144 | 36.000 | 1.2167 | 0:0379 | Standard |  Flor Reg, Pasivado 5,470 | 12,058 2031 472989 00830 | 0.3300 | D.0150 0.0150 | 0.0380 | 1010
A49B03G1L 22 1219.2 | 43.000 | 0.7722 | 00304 | Standard | Flor Reg. Pasivado 4,530 | 9,987 2,096 54 193930 00600 | 0.170G | D.0110 | 0.0050 0.{)420 1008
A49803G21 n 1219.2 | 43.000 | 0.7620 0.0200 | Stondard | Flor Reg. Pasivade | 4,535 | 9,998 2,100 80 193629 0.0640 | 0.2006 | 0.0170 00030 | 00350 | 1008
AASD79G11 26 9144 | 36.000 | 0.4674 | 00184 | Stapndaed | F tor Rog. Pasivado 4,32 9,52% | 1,328 | 4,344 57 284601 0.0570 | 0.170G | 0.0060 | 0.0080 | 0.0320 1908
Ad4B197612 26 4.4 | 35000 | 04674 | 0.0184 | Standtrd | Flor Rep. Pasivado 4,47 8414 | 1,306 | 4,285 59 382767 0.0650 | 01900 | 0010 | 00680 | o04asD | 1008
Ad6197G13 | 26 3144 | 36.000 | 0.4623 | 00182 |'Gandarg | Flor Reg Pasivade | 4,265 | 9,403 | 1,305 | 4,281 56 382767 00650 | 0.1900 | G.0100 | 0.0080 | 0.0440 | 1008

%
Total: 32,850

REV.Q

LG-FC12



