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CLIENTE / DIRECCION No. PEDIDO CUSTOMER P.O. NORMA DE CALIDAD
CUSTOMER / ADDRESS ORDER # ASTM QUALITY STD,
PLESA ANAHUAC Y CIAS, S. A.DEC. V. 1200359342 30020 ASTM CS TYPE B A653
AV. VALLE DE LAS ALAMEDAS 66 COL. SAN FRANCISCO CHILPAN 1200359342 30020 A653M, A924/A924M
54940 TULTITLAN EDO. DE MEX. : 1200359340 30016 5537
DESCRIPCION PROPIEDADES MECANICAS ANALISIS QUIMICO
DESCRIPTION MECHANICAL PROPERTIES CHEMICAL ANALYSIS
Ancho Espesor . Largo Dureza L.E R.T.
Peso  Woeight Elong.
No. Roflo | Calibre Width Thickness Capa Acabado : . Length Hardness Y.S. T.5, Colada c MN P 5 AL | SAE
CoilNo. | Gauge ] In mm | in [ Coating] Finished kg b m ft hib. | % | ksi | mpa| ksi | mpa Heat
A54421G12 16 1219.2 | 48.000 | 1.4986 | 0.0590 | Standard | Flor Reg. Pasivado |v4,695 | 10,351 328 1,076 60 202898 0.0970 | 0.3100 | 0.0150 | 0.0060 | 0.0410 | 1010
A54377G11 18 1219.2 | 48.000 | 1.2319 | 0.0485 | Standard Flor Reg. Pasivade | 4,395 | 9,689 379 1,243 60 202897 0.1000 | 0.3200 | 0.0200 | 0.0060 | 0.0400 | 1010
A54415G13 18 1219.2 | 48.000 | 1.2217 | 0.0481 | Standard Flor Reg. Pasivade | 4,430 | 9,766 380 1,247 58 102961 0.0820 | ©0.3200 | 0.0110 | 0.0070 | ©0.0450 | 1010
A54415G14 18 1219.2 | 48.000 | 12192 | 0.0480 | Standard | Flor Reg. Pasivado 4,425 | 9,755 379 1,243 59 102961 0.0820 | 0.3200 | 0.0110 | 0.0070 | 0.0450 | 1010
A54362G23 26 1219.2 | 48.000 | 0.4623 | 0.0182 | Standard Flor Reg. Pasivado | 5,185 | 11,431 1,214 | 3,983 60 202900 0.0580 | 0.1700 | 0.0110 | 0.0060 { ©¢.0380 | 1008
A54359G23 16 1219.2 | 48.000 | 1.4884 | 0.0586 | Standard Flor Reg. Pasivado [+ 4,360 | 9,612 305 1,001 60 202749 0.0910 | 0.3300 | 0.0150 | 0.0060 | 0.0500 | 1010
AS4359G24 16 1219.2 | 48.000 | 1.4834 | 0.0584 | Standard | Flor Reg. Pasivado p 4,345 | 9,579 304 997 60 202749 0.0910 { 0.3300 | 0.0150 | 0.0060 | 0.0500 | 1010
Total : 31,835
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