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CERTIFICADO DE CALIDAD
MILL TEST REPORT

LAMINA GALVANIZADA / LAMINA GALVANIZADA PINTADA
GALVANIZED STEEL SHEET / PAINTED GALVANIZED STEEL SHEET
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CLIENTE / DIRECCION No. PEDIDO TOMER P.O NORMA DE CALIDAD
CUSTOMER / ADDRESS ORDER # ASTM QUALITY 5TD,
PYLSA 4700043106 ASTM C5 TYPE B AB53
PONIENTE 128 672 AB53M, AS24/A924M
02300 FRACC. INDUSTRIAL VALLEIO 5847
: : DESCRIPCION ; © PROPIEDADES MECANICAS ANALISIS QUIMICD
DESCRIPTION \ Af ICAL PROPERTIES 3 nmmg_nbf.thwm%n
‘ Anchio EBpesor | ; Peso Largs ducess | | LE R i ‘
No, Rollo | Callbre | Width _ Thickness Acabado Weight dength || Hardress | T Y-S T3 Colada ¢ | mn | P s AL | sAE
CollNo. | Sauge | o | in | mm | W | Fnished | g | B | m | b | % [ ot | mpal ol fmpall  teR : !
AB4375G22 | 18 | 1219.2| 48.000 | 1.2243 | 0.04B2 | Standard | Flor Reg, Pasivado 4675 | 10,307 402 | 1,319 &0 202898 00870 | 03100 | ootso | 0cos0 | 0.0410 | 1010
asaziiazz| 18 | 12192 | 48.000 1 1.2167 | 0,0479 | Standard | Flor Reg. Pasivado | 4,380 | 9,656 | 377 1,237 60 202902 @.0880 | 0.3200 | 00120 | 0.0050 | 0.0420 | 1010
A54377G23 18 | 1219,2 | 48.000 | 1.2141 | 00478 | Standard | Flor Reg, Pasivado 4,375 | 9,645 | 377 | 1,237 60 202902 oosga | 03200 | 0.0120 | 0.0050 | 0.0420 | 1010
asaaoicil | 18 | 12192 48000 | 1.2065 | 00475 | Standard | Fior Reg, Pasivado | 4,465 | 9,844 | 385 1,263 0 203035 0.0980 | 03500 | 00110 | 00170 | 00470 | 1010
asaaeiG13 | 18 | 1210.2| agooo | 12141 | 0.0478 | Standard | FlorReg. Pasivado | 4,485 | 9,888 | 385 1,263 60 203035 00980 | 03500 | o.0110 | o170 | ©.0470 | 1010
asad461G14 | 18 | 12192 | 48.000 | 1.2167 | 00479 | Standard | Flor Reg, Paslvado | 4,520 | 9,955 | 386 1,266 6N 203035 0.0980 | n.3s00 | 0.0110 | o170 | 0.0470 | 1010
Asa7a1G21 | 1@ | 1219.2| 48000 | 11938 | 0.0470 | Standard | Flor Reg. Pasivado ] 4,685 | 10,329{ 408 | 1,333 60 203206 00890 | 0.3400 | 0.0160 | 0.0060 | 00420 | 1010
Total : 31,585
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