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CERTIFICADO DE CALIDAD No. FOLIO
MILL TEST REPORT 16743

LAMINA GALVANIZADA / LAMINA GALVANIZADA PINTADA
GALVANIZED STEEL SHEET /' PAINTED GALVANIZED STEEL SHEET

\/ viLLacero

DIA MEs | afo
n | 9 2020

ANTIGUA CARRETERA A ROMA KM. 7.7 C.P, 66000 APODACA N.L. MEXICO T+52 (81) 8215 8383 F +52 (81) 8215 8330

CLIENTE / DIRECCTION No. PEDIDO
STOMER / ADDRESS CRBER #

NORMA DE CALIDAD
ASTM QUALITY STD.

CUSTOMER P.O.

PYLSA 4700044127 ASTM CS TYPE B A653
PONIENTE 128 672 4700043939 AB53N, AD24/A924M
02300 FRACC. INDUSTRIAL VALLEIO §837

L & ‘(. s l\u = =1 == B ] g ¥ 25 F¥:
ABS229G12 0.7493 | 00295 | Standard | Flor Rleg. Pasivado 203590 01200 | 06160 | 0.0050 | 0.0370 | 1008
A55256G23 0.7264 | 0.0286 | Standard |  Flor Reg. Pasivado 1,006 | 3,301 57 103705 0.0590 | 01800 | 0.0130 [ pono | o.0¢s0 | 1008
A55176611 0.5410 [ 0.0213 | Standard |  Flor Reg, Pasivado 675 | 2,215 53 103428 00590 | 0.1700 | 00090 | 0.0020 | 00410 | 1008
A551766G12 0.5385 | 0.0242 | Standard | Flor Reg. Pasivado 1,290 | 4,232 55 103428 0.0530 [ 0,1700 | 0.0090 | G.0040 | 0.0410 | 1008
AS5176G 14 0.5436 { 0.0214 | Standard | Flor Reg. Pasivado B0R | 2,631 56 103428 0.0560 | 0.1700 | 0.0090 | 0.0040 | D.0410 | 1008
AS5176G15 0.5436.| 0.0214 | Standard | Flor Reg. Pasivada 773 | 2536 56 103428 0.0590 | 0.4700 | 0.6020 | 0.0040 | 0.0410 | 1008
AB5290G12 05436 | 0.0214 | Standard |  Floe Reg, Pasivado 1,043 | 3,422 50 203755 00510 | 0.1700 | 00140 | 00050 | 0.0440 | 1008

Total : 28,855
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