REV 0

\/ viLLACERO

CLIENTE / DIRECCION
CUSTOMER / ADDRESS

PYLSA
PONIENTE 128 672
02300 FRACC. INDUSTRIAL VALLEID

ANTIGUA CARRETERA A ROMA KM. 7.7 C.P. 66000 APODACAN.L. MEXICO T+52 (81) 8215 8383 F+52 (81) 8215 8330

CERTIFICADO DE CALIDAD
MILL TEST REPORT

LAMINA GALVANIZADA / LAMINA GALVANIZADA PINTADA
GALVANIZED STEEL SHEET / PAINTED GALVANIZED STEEL SHEET

No: PERIDO
QRDER #

CUSTOMER P.O.

4700044127
4700043897
4700044366

No. FOLIO
16845
DIA MES ANO
8 10 2020

NORMA DE CALIDAD
ASTM QUALITY §1

ASTM C5 TYPE B AG53
AG53M, A924/A924M
5837

o

e I

Control de Calidad { Quafity Control )
JESUS A, FLORES VAZQUE

o 2/

£ ] In :

AS54736G13 0.05938 | standard | Flor Reg. Pasivada 9,777 204022 ;0900 | 03300 | 0.0110

A55520G11 0.0586 | Standard Flor Reg. Pasivado 9,755 208023 0.0910 | 03300 | 00130 | n.o070 | 00480 | 1010

A55524G23 0.0590 | Standard | Flor Reg. Pasivado 9,822 204022 €.0900 | 0.3300 | 0.0110 | 0.0060 | 0.0380 | 1010
AS3902G 4] 00290 | Stendard | Flor Reg, Pasivado 10,428 202211 0.0620 | 0.1600 | 0.0100 | 0.0060 | 0.0430 | 1008
T51733G312 00304 | Stanlard | Flor Reg. Pasivade 7,551 ] 465 | 1,526 60 5932481001 | 0.0460 | 0.1850 | 0.0180 | 0.0070 | 00290 | 1008

AS5766G21 0.0476 | Standard | Flor Reg. Pasivado 11,045 413 | 1.355 60 04361 00800 | 0.3200 | 0.0120 | 0.0060 | D.0440 | 1010

AS5354G22 0.0480 | Standard | Flor Reg. Pasivado 9,006 | 337 | 1,106 60 103843 0.0850 | 0.3300 | 00150 | 00080 | D.0360 | 1010

ASS766G2R: 0.047% | Standaed | Flor Reg. Pasivado: 11,086 412 | 1,352 40 204351 0.0800 | 0.3200 | 0.0120 | 0,0060 | 08440 { 1010

Total ; 35,580
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