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\ /. CERTIFICADO DE CALIDAD No. FOLID
A/ - VILLACERO MILL TEST REPORT pr
LAMINA GALVANIZADA / LAMINA GALVANIZADA PINTADA
GALVANIZED STEEL SHEET / PAINTED GALVANIZED STEEL SHEET DIA MES AR
13 10 2020

ANTIGUA CARRETERA A ROMA KM. 7.7 C.P. 66000 APODACA N.L. MEXICO T+52 (81) 8215 8383 F +52 (81) 8215 8330

CLIENTE / DIRECCION No. PEDIDO TR PO NORMA DE CALIDAD

CUSTOMER / ADDRESS OROER # ASTM QUALITY STD.
PYLSA 4700044449 ASTM €S TYPE B AG53
PONIENTE 128 672 4700044366 AG53M, A924/A924M
02300 FRACC. INDUSTRIAL VALLEIO 5537
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ASST9GE4 12192 Standard Flor Reg. Pasivado 4,855 204361 0.0440 | 1010
A55820G13 1219.2 ! Standard Flor Reg. Pasivada 4,310 § 204361 . 0.0440 { 1010
AGSANG24 1219.2 Standard | Flor Reg. Pasivaite | 3,880 204361 8 0.0440 | 1010
ASS5836GA1 1219.2 ] Standard Flor Reg. Pasivado 4,445 ¢ 104249 J E 3 00390 | 1010

| ASSB20G14 1192 Standard Fior Reg. Pasivado 39006 8, 204361 , 0.0440 | 1010
ALSE20GH 12192 Standard Flor Reg. Pasivada 44759 1, 204351 00440 | 1010
ABSRIBG22 1219.2 Standard | Flor Reg, Pasivadg | 4,5159 234 134299 i 00380 | 1010
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Total : 30,380
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