| CERTIFICADO DE CALIDAD [ Nerouo |
\/ viLLacEro MILL TEST REPORT ppeas |
LAMINA GALVANIZADA / LAMINA GALVANIZADA PINTADA

GALVANIZED STEEL SHEET / PAINTED GALVANIZED STEEL SHEET DIA . .lﬁrlﬂmw 3 ARND

27 10 2020

ANTIGUA CARRETERA-A ROMA KM. 7.7 C.P. 66000 APODACAN,L, MEXICO T+52 (81)8215 8383 F +52 {81) 8215 8330

CLIENTE x DIRECCION No. PEDIDO USTOMER P.O. NORMA Dm.nb._._—v}w

CUSTOMER / ADDRESS { ORDER # ASTM QUALITY STD.
PYLSA 4700043939 ASTIM CS TYPE B AG53
PONIENTE 128 672 AB53M, hmu&\hmmbg
02300 FRACC. INDUSTRIAL VALLEIO 5537
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ASE094G13 Flor Reg: Pasivado " 200731 | 0.0830 | 0.3300 | 00130 00410 | 1010
AS6094614 | 16 Standard | Flor Reg, Pastuada 289 | 948 59 204731 | 0.0830 | 03300 | 0.0330 00410 | 1010
Total : 8,540
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Contral de Colidad { Quality Contral )
JESUS A’ FLORES VAZQUEZ




