REV. O

\/ VILLACERO

CLIENTE / DIRECCION

ANTIGUA CARRETERA A ROMA KM, 7.7 G.P. 56000 APQDACAN.L. MEXICO T+52 {81) 8215 8383 'F +52 {81} 8215 B330

CERTIFICADO DE CALIDAD No. FOLIO
MILL TEST REPORT 16307
LAMINA GALVANIZADA / LAMINA GALVANIZADA PINTADA
GALVANIZED STEEL SHEET / PAINTED GALVANIZED STEEL SHEET 4y e T
256 6 2020

NORMA DE CALIDAD

No. PEDIDO CUSTOMER P.O.

CUSTOMER / ADDRESS ORDER # ASTM QUALITY STD.
PYLSA 4700042733 ASTM CS TYPE B A653
PONIENTE 128 672 4700042938 AB53M, A924/A924M
02300 FRACC. INDUSTRIAL VALLEIO $S37
=
iR N P | s
) o - TR : ; =k 5 F |
Standard Flor Reg, Pastvado 162437 D620 | G.1800 | 00170 | 0.0050 0.0480 | 1008
AS4054G22 | Standard Flor Reg, Pasivado 102437 0.p620 | 04800 | 0.0170 00080 | 00450 | 1008
AS4054G24 26 12182 | 48.000 | 0.4597 | 0.0181 Standard Far Beg. Pasivato 12437 o620 | 04800 | 90,0170 | 0.0050 | 60450 1008
ASA4155G21 22 1219.2 | 48,000 | 0.7468 | 0.0294 | Standard Flor Reg, Pasivade 102360 g.0610 | 0.2000 | o0100 | 00140 | B.O540 | IDDR
AS4187G11 22 12192 | 48000 | 0.7442 | 0.0283 | Standard Flor-Reg. Pasivado 102692 p.0590 | 01800 | 0.0100 | 00080 | Q.0S00 | 1008

Total 21,365

)

Control de Calidad f-Quality C:
JESUS A. FL VAZ
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