REV. 0

CERTIFICADO DE CALIDAD
MILL TEST REPORT

LAMINA GALVANIZADA / LAMINA GALVANIZADA PINTADA
GALVANIZED STEEL SHEET / PAINTED GALVANIZED STEEL SHEET

/\ VILLACERO

ANTIGUA CARRETERA A ROMA KM. 7.7 C.P. 66000 APODACA N.L. MEXICO T+52 (81) 8215 8383 F +52 (81) 8215.8330

No. FOLIO
16204
| o MEs | ARO
B8 6 2020

n.amzﬂm / DIRECCION Mo, PEDIDO CUSTOMER P.O. NORMA DECALIDAD
CUSTOMER / ADDRESS ORDER # ASTM QUALITY-STD,
PYLSA . 4700042687 ASTM 5 TYPE B AG53
PONIENTE 128 672 AG53IM, A924/A024M
02300 FRACC. INDUSTRIAL VALLEIO 5537
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...umio. Gatige | pi in T i Costing | Finished hth 5% | boi {opa |tk | mpa Heat : =
AS4150623 | 16 | 12192 | 48.000 | 1.4961 | 0.0589 | Standard | Flor Reg, Pasivada 60 300721 00890 | 03600 | 0.0070 | 0.0030 | 00330 | 1010
ASA1726110 16 | 12192 | 48000 | 15037° 00592 | Standard | Flor fieg Pasivado | 4255 | 9331 | 300 | 984 60 300721 00830 | 03600 | 0.0076 | 00630 | 00340 | 1010
Total' 8,410
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CERTIFICADO DE CALIDAD
MILL TEST REPORT

LAMINA GALVANIZADA / LAMINA GALVANIZADA PINTADA
GALVANIZED STEEL SHEET / PAINTED GALVANIZED STEEL SHEET

\/ VILLAGERO

ANTIGUA CARRETERA A ROMA KM. 7.7 C.P, 66000 APODACAN.L. MEXICO T+52 {81) 8215 8383 F +52 (81) 8215 8330

n.._mzd...m / D_mmnn_ﬂz No. PEDIDO CUSTOMER P.O:
CUSTOMER / ADDRESS ORDER #

PYLSA 4700042687

PONIENTE 128 672 4700042862

02300 FRACC. INDUSTRIAL VALLEIO

No. FOLIO
16283
T oia Mes | Afo
2 6 2020

NORMA DE CALIDAD
ASTM QUALITY 5TD,

ASTM C5 TYPE B AGS3
AG53M, A924/A9724M
5637

_Width Colada SAE
. m : mm ? : g Haat . e S 7 i X -
As4150G21. 16 1219.2 Standard Flor Reg. Pasivado 300721 0.0890 | 03600 0.0070 | 00090 | 00340 1010
A54033G13 | 26 H14.4 Standard | Flor Reg. Pasivado 102463 pOBSH | 0.1900 | 0.0170 | 0.0030 0.0440 | 1008
AS4093G14 26 9144 Standard Flor Reg. Pasivada 112463 ooes0 | 01000 | 00170 | 00020 | 0.0440 1nos
A5A1016G11 26 914.4 m».mznmi Flor Reg. Paslvadeo 300694 p.0s70 | 01808 | 0.0070 | 00100 0.0400 | 1008
asato2Gla | 26 | 9144 standard |  Flor Reg, Pasivado 102463 00650 | 01000 | D070 | ‘00080 | DDA40 | 1008
A54138G22 | 26 | 9ldd Standard | Flor Req. Pasivado 102463 0.0660 4 01900 | 00170 | 00080 | D044 | EOOX
ARA138G24 | 260 | 9144 standasd | Flor Reg. Pasivado 102463 0.0650 | pagco | no170 | ocoso | oo | 1008
Total: 29,870
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CERTIFICADO DE CALIDAD
MILL TEST REPORT

LAMINA GALVANIZADA / LAMINA GALVANIZADA PINTADA
GALVANIZED STEEL SHEET / PAINTED GALVANIZED STEEL SHEET

ANTIGUA CARRETERA A ROMA KM. 7.7 C.P. 66000 APODACA N.L. MEXICO T+52 (81) 8215 8383 F +52 [81) 8215 8330

20.. FOLIO
15913
DIA MES afilo
2 4 2020

CLIENTE \ Emmnn_cz, No. PEDIDO CUSTOMER PO NORMA DE CALIDAD
CUSTOMER / ADDRESS ORDER # ASTM QUALITY 5TD.
PYLSA 4700041874 ASTM CS TYPE B A653
PONIENTE 128 672 4700041933 ARSIM, A924/A924M
02300 FRACC, INDUSTRIAL VALLEIO 5837
5 b ol
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Ho, Rofla CAcatiadn o | Welght “Colsdn®
Coll No. fnshes b T CMeat | i
AS3IS9GA3 | 22 | 12192 48.000 | 0.7544 | 0.0297 | Standard | FlorReg. Pasivada | 4,530 | 9,987 | 644 | 2,113 56 300143 00640 | 0.1700 § 0.0090 | 0.0130 | 0.0130 [ 1008
A53166G21 22 | 1219.2| 48.000 | 0.7544 | 0.0297 | Standard | Flor Reg. Pasivado | 4,495 | 9,910 | €41 | 2,103 &0 101300 00560 | 0.2000 | OD140 | D.0060 | 0.0330 | 1008
AS2590G24 | 24 914.4 | 36.000 | 0.5283 | 0.0208 | Standard | FlorReg, Pasivado | 4,750 | 10,472| 1,276 | 4,186 58 100336 00620 | 0.1800 | 0.0190 | 0.0070 | 0.0540 | 1008
AS3223G14 20 [ 1219.2] 48,000 | 0.9144 | 0.0360 | Standard | FlorReg. Paslvado | 3,990 | 8,786 | 467 | 1,532 58 201401 0.0560 | €600 | 0.0110 | 0.0060 | 00430 | 1008
A53251G12 200 1 1219.2 | 48,000 | 09017 | 00355 | Stendard | Flor Reg. Pasivado | 4,500 | 9,921 | 526 | 1,726 54 201401 0.0560 | 0,1600 | 00110 | 0.0060 | 0.043D | 1008
AS3261G2)] 20 | 1219.2| 48,000 | 0.8992 | 0.0354 | Standard | Flor Reg. Pasivado | 4,545 | 10,020 530 | 1,739 56 101400 0.0570 [ 0.1700 | 00100 | 0.0040 | 80370 | 1008
AS3251GR4 | 20 | 12192 | 48000 | 09220 | 00363 | Standard | Flor Reg. Pasivade | 4,310 | 9,502 | 506 | 1.650 55 101400 D.0570 | 0.1700 | 0.0100 | 0.0040 | 00370 | 1008
Total : 11,120
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