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CERTIFICADO DE CALIDAD . No. FOLIO

VILLACERO MILL TEST REPORT 16648

LAMINA GALVANIZADA / LAMINA GALVANIZADA PINTADA
GALVANIZED STEEL SHEET / PAINTED GALVANIZED STEEL SHEET oA ot e

' i ) 2020

ANTIGUA CARRETERA A ROMA KM, 7.7 TP 66000 APODACA N.L. _.Sman.m.w T+52 (81) 82158383 F #52 (81)}8215 8330

PNLSA 4700043897 ASTM CS5 TYPE BAGS3
PONIENTE 128 672 AB53M, A924/A924M

02300 FRACC. INDUSTRIAL VALLEIO 5837

" 203384 o5 T o 0.0400

ASE0E56G1Y : 07417 Standard | Flor {eg. Pasivadn

AS4935G17 07391 | 00291 | Standacd | Flok Reg, Pasivade | 5,115 203384 i : d 2.0400
A54935G24 p {4.7518 | :0296 | ‘Standard Flor Reg. Pashvade 203384 ; ] 3 £.0400
A54877G21 v 07391 | 00291 | Standard Flgr Reg: Pasivaghe 103446 . & 004G
AS5020672. 2: 5 07468 | 0.0294 | Standard |  Flor Reg. Pasivado 103448 D6 ; E L0045 | 00400 | 10
AS5079G23 23 48,000 | 07417 | 0.0292 | Standard Flar Reg. Pasivada 624 50 i 103448 Do610 |°0.1700 | 00130 | 10040 | 50400 | 1008
ASS079G24 | 22 28,000 | 0.7365 | 0.0290 | Standard |  For Reg: Pasivado 587 59 103448 G610 | aaz00 | 00136 | mo0s0 | 5048 | 106%

Total: 31,230
gp—

Lontrol de Col :
JESUS A, FLORES VAZi
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