CERTIFICADO DE CALIDAD No. FOLIO
./.\ * VILLACERO MILL TEST REPORT py—
LAMINA GALVANIZADA / LAMINA m>_,<>2._m>v> PINTADA -
GALVANIZED STEEL SHEET / PAINTED GALVANIZED STEEL SHEET 3 .,Eu. MES ARO
- 26 10 2020 |

ANTIGUA CARRETERA A ROMA KM. 7.7 C.P, 66000 APODACA N.L. MEXICQ T+52 (81) 8215 8383 F +52 (81) 8215 8330

CLIENTE / DIRECCION No. PEDIDO CUSTOMER P.O. NORMA DE CALIDAD

CUSTOMER / ADDRESS ORDER # ASTM QUALITY STD,
PYLSA 4700044687 ASTM CS TYPE B AB53
PONIENTE 128 672 4700044684 ABS3M, A924/A924M
02300 FRACC, INDUSTRIAL VALLEJO 4700044366 5537

S

Weight o § AL | osAE

A55726614 | 16 [ 12319 48500 | 14834 | 0.0584 | Standard | Hor Reg, fasivado | 4,600 | 10,341 201347 | 04360 | 03500 | 00100 | 00060 | 0.0500 | 1010

AS5755G14 | 16 [ 12319 48.500 | 1.4935 | 00588 | Standard | Flor Reg Pasivade | 4.505 | 9,952 204447 | niseo | 0.3500 | owico | oooéo | 00500 | 1010

ASS7S5G21 | 16 | 12319 | 4B.500 | 15240 | 0.0600 | Standard | Flor Reg fasvado | 4475 | 0855 | 290 | e 60 104390 | D.0970 | 03200 | p.0150 | 00100 | 0.0450 | 1010

T52001611 18 | 9144 | 36000 [ 1.2116 | 0.0477 | Standard | Flor Reg, Pasivado. | 5,310 [ 11,707| Ss6 | 1023 || 0 1965254011 | 0.0910 | 0.4000 | 00540 | 0.0120 | 00470 | 1010

AS5923613 | 18 | 12192 | 48000 | 12192 | 0.0480 | Stanclard | Flor Res, Pasieace | Bai6el 11277] aza | 13 |l &7 104533 | 0.0820 | 02200 | ooizo | onoze | o.04s0 | 1010
Total : 20,005
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