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CERTIFICADO DE CALIDAD No. FOLIO
MILL TEST REPORT 16283
LAMINA GALYANIZADA / LAMINA GALVANIZADA PINTADA ‘
GALVANIZED STEEL SHEET / PAINTED GALVANIZED STEEL SHEET B P TS
22 b N.Qmo

ANTIGUACARRETERA A ROMA KM, 7.7 C.P. 66000 APODACA N.L. MEXICO T+52(81) 8215 8383 F+52 (81) 8215 8330

\ENTE / DIRECCION
CUSTOMER / ADDRESS

NORMA DE CALIDAD

HoiRERIND CUSTOMER P.O. :
ASTIV AUALITY STO,

QRDER #

4700042637 ASTM CS TYPE B AGS3
4700042862 A653M, AB24/A924M
‘8537

£ 3 ey il : : o g SrESIE \ o e A =
_ A541506G21 16 1219.2 | 48.000 00589 Standard | Flor Reg. pasivado | 4,255 300721 00890 | 03600 '0.0070 | 0.0020 § 00340 1010
A54093G13 % 514.4 | 36.000 | 04699 | 0.0185 ] Stendard Hor Reg. Pasivado | 4,590 102463 00850 | 01900 | 0.0170 | 0.0020 04490 | 3008
AS4093G14 26 9144 | 36,000 | D.4698 | 00183 Standard | Flor Reg. Pasivado | 4,470 102463 (G.0650 | 01900 | 0.0170 p.owao | 0.0440 | 1008
ASA1016G11 26 914:4 | 36.000 p.4242 | 0.0167 | Standard |  Flor Reg. pasivado | 4,135 3006948 0.0870 | 01800 | 00070 | 00100 Q.0400 | 1008
AS4102G11 264 | 9144 | 36.000 | D.4572 | 0.0180 standard | Flor Reg, Pasivado | 4,180¢ 9, : 102463 0.0650 | 0.1900 | 00170 | 0.0080 0.0440 | 1008
A54136G22 26 9144 | 36,000 | 04521 | 0.0178 standard | Flor Reg Pasivado a,220 | 9,303 | 1318 102463 oo6en ] 01900 | cofz0 | otodo | 0.0440 1008

| ASALIRG2A 268 | 0144 | 36.000 | 0.4572 | 0.0180 Standard | Flor Reg. Pasivado | 4,020+ g,863 | 1,260 | 4,134 52 102463 0.0650 | 01900 | 0.0170 | 0.0080 0.0440 | 1008

Total : 29,870
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Contral de Calidad { Quality muzné:
JESUS A, FLORES VAZQUEZ

LG-FG12



