CERTIFICADO DE CALIDAD No. FOLIO

\/ VILLACERO

MILL TEST REPORT 16173
LAMINA GALVANIZADA / LAMINA GALVANIZADA PINTADA
GALVANIZED STEEL SHEET / PAINTED GALVANIZED STEEL SHEET - mﬂ.-._.w.lz.amm_ r—a% o

-

3 6 — 2020

ANTIGUA CARRETERA A ROMA KM. 7.7 C.P. 66000 APODACA N.L. MEXICO T+52 (81) 8215 8383 F +52 (81) 8215 8330

CLIENTE / DIRECCION No. PEDIDO CUSTOMER P.O. NORMA DE CALIDAD
_CUSTOMER / ADDRESS ORDER # ASTM QUALITY STD.
PYLSA . 4700042687 ASTM CS TYPE B A653
PONIENTE 128 672 AG653M, A924/A924M
02300 FRACC. INDUSTRIAL VALLEIO $537
DESCRIPCION PROPIEDADES MECANICAS ANALISIS QUIMICO
DESCRIPTION MECHANICAL PROPERTIES CHEMICAL ANALYSIS
Ancho Espesor Paso Largo Dureza Elong LE RT.
No.Rolla | calibre|  Width Thickness capa Acabatlo Weight tength | Hardness | T8 Colada c MN P s AL | sae
Coil No. Gauge | oo in mm n Coating Finished kg b m ® hrb % kst | mpa | kst | mpa Heat
A53791G12 16@ | 1219.2 | 48.000 | 1.4757 | 0.0581 | Standard | Flor Reg. Pasivado | 4,085§ 9,006 | 288 945 60 101088 0.0880 | 0.3600 | 0.0170 | 0.0140 | 0.0200 | 1010
A54089G21 16 | 1219.2 | 48.000 | 1.5113 | 0.0595 | Standard | Flor Reg. Pasivado | 4,275 | 9,425 | 299 981 60 202491 0.0870 | 0.3500 | 0.0100 | 0.0060 | 0.0450 | 1010
A54100G21 16 1219.2 | 48.000 | 1.4503 | 0.0571 | Standard Flor Reg. Pasivado 4,415 | 9,733 | 310 | 1,047 €0 300681 0.0940 | ©.3700 | 0.0100 | 0.0300 | 0.0420 | 1010
A53102G22 18 | 1219.2 | 48000 | 1.2217 | 00481 | Standard | Flor Reg.Pasivado | 4,470 | 9,855 | 387 | 1,270 60 101267 0.0870 | 0.3100 | 0,0120 | 0.0060 | 0.0290 | 1010
A53151G21 18 | 1219.2 | 48.000 | 1.2243 | 0.0482 | Standard | Flor Reg. Pasivado | 4,500 | 9,921 | 391 | 1,283 60 101267 0.0870 | 03100 | 0.0120 | 0.0060 | 0.02%0 | 1010

Total : 21,745
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_ | CERTIFICADO DE CALIDAD
\/ VILLACERO MILL TEST REPORT

LAMINA GALVANIZADA / LAMINA GALVANIZADA PINTADA
GALVANIZED STEEL SHEET / PAINTED GALVANIZED STEEL SHEET

AKM, 7.7 C.P. 66000 APODACAN.L, MEXICO T+52 (81) 8215 8383 F +52 (81) 8215 8330

No: PEDIDO
ORDER #

ANTIGUA CARRETERA A ROM,
CLIENTE [ OIRECCION
CUSTOMER / ADDRESS

CUSTOMER P.0.

No. FOLIO
15632
DIA MES | ARO
14 2 2020

NORMA DE CALIDAD
ASTM QUALITY STD,

PYLSA 4700041393 ASTM €5 TYPE B AG53
PONIENTE 128 672 AG53M, A924/A92aM
02300 FRACC. INDUSTRIAL VALLEJO §537
=i 41 TR T T i == E
2 gL o DESCRIFCION - } e :  PROPIEDADES MECANICAS _z__no
g .? ; G ol DESCRIFTIONC. o Ekaliia | 4t MEGHA CHANICAL PROPERTIES T E.ﬁ“m oy b
Ancho o e T TR (P R b [org] 5 | BT s o :
No.Roflo | €alibre| Width noss | capa | Waelght tength Hardnass VLS. ST Colada ¢ Sl B sAE
collfio. | Gauge| my | 0t | e | Bin Coating P T T e [ mpa E& o 1 v
A516366G21 16 E.a s | 35.con | 14910 | 10587 | Srandard Flor Reg. Pasivadg 5525 | 12,181 517 1,696 ] 493437 0.0820 | 03300 | 0.0170 | 0.0180 0.0420 | 1010
AS3A36G12 18 | 9144 | 36.080 1.2243 | 0.0482 | Standard Flor feg. Pasivado 5,550 12,236 635 | 2,083 60 4933/3 00850 | 03500 | 0.0130 | 0.0050 0.0430 | 1010
A52613G11 22 1219.2 | 48.000 | 0.7798 | D.O307 Standard Flor Reg. Pasivado 4,370 | 9,634 630 | 2,067 60 300167 0.0590 | @.1800 | 0.0050 [ 0.0160 0.0350 | 1008
A52617G14 22 1219.2 | 48000 | 0.7427 | D.0282 Standard Flor Reg, Pasivado 4,115 9,072 593 1,946 it 300160 :0.0610 0.1700 | 00078 | 00210 0.0500 | 1008
AH26200G24 22 1219.2 | 48,000 | 0.7442 | 00293 Standard flor Reg. Pasivade 4,080 { 8,995 587 1,926 95 100283 p.05e0 | 01600 | 00150 | 000390 .0380 Eew
AS2648G11 22 1219.2 | 48.000 | 0.7544 | 0.0297 standard Flor Reg. Pasivado 4,100 | 9,039 590 1,536 57 200200 0.0560 | 0.1600 | 0.0110 | 00060 0.0450 | 1008
.pmmmmm_mp.w 22 1216.2 | 48.000 | 0.7417 | 10292 Standard Flor Reg. Pasivadn 4,015 | 8,852 577 1,893 57 200236 00610 | 0.1800 | 00160 | 00080 | D.0410 1008
L Tatal ; 31,75%
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ANTIGUA CARRETERA A ROMA KM. 7.7 C.P. 66000 APODACA N.L. MEXICO T+52 (81) 8215 8383 F +52 (81) 8215 8330

CLIENTE [ DIRECCION No: PEDIDD CUSTOMER P.0 - NORMA DE CALIDAD
CUSTOMER / ADDHRESS ORDER : iz ASTM OUALITY.5TD!
PYLSA 4700040643 ASTM CS TYPE B A653
PONIENTE 128 672 4700040721 AB53M, A824/A924M
02300 FRACC, INDUSTRIAL VALLEIO 5537
DESCRIPCION PROPIEDADES MECANICAS ANALISIS QUINMICO
DESCRIPTION - i MECHANICAL PROPERTIES CHEMICAL ANALYSIS
Ancho Espesor Pesa Large. Durpza Elong LE R.T.
No. Rollo | Calibre Width Thickness Capa Acabado Weight Length Hardness 1 Yo5. 1.5 Colada ¢ N b s AL <AE
CollNo. | Gauge | . in T n Costing Finished Ve ib mo|n frb s | xsi | mpa | ksi'] mpa Heat :
ASI0E0GT? 6 12192 D.4485 3,195 | 2044 6 [&1] 301925 08380 § 01700 | 00050 | 00170 | 00460
AS1516G24 k() ¥219.2 | 43400 | 04577 A4020 (20 207693 017 00130 | 080G | D20
i) 17162 14521 3645 50 Jarcn4 L8 Bl 0030 | 00008 3 0447F
28 1z | 4 u.4572 3,605 57 297574 01500 | 80110 | 080l | 030
iap | 914a 36000 | 1223 55004 £0 45357 tanco | poran | aotzo | 0o3i
18 gl | 26000 | 12390 5,195 ) 4533 03009 i ] aotee | poago
20 sy | ogsae 4,260 59 391736 20500 | CEHR D00 | 0450
Total : 30,040 B

(

Control de Colidad { Quality Contral )
LEONARDO D. FLORES V.

LG-FC12



