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CERTIFICADO DE CALIDAD < T
VILLACERO MILL TEST REPORT /

LAMINA GALVANIZADA / LAMINA GALVANIZADA PINTADA
GALVANIZED STEEL SHEET / PAINTED GALVANIZED STEEL SHEET

16467

DIA MES ANO

29 7 2020

ANTIGUA CARRETERA AROMA KM. 7.7 C.P. 66000 APODACA N.L. MEXICO T+52 (81) 8215 8383 F +52 {81) 8215 8330

CLIENTE / DIRECCION MNo. PEDIDO
CUSTOMER / ADDRESS

D
CUSTOMER P.O. NORMA DE CALIDAD
ORDER # ASTM QUALITY STD.

PYLSA 4700043106 ' ASTM CS TYPE B A653
PONIENTE 128 672 A653M, A924/A924M
02300 FRACC. INDUSTRIAL VALLEJO $537

A54359G22 16 | 1219.2 0.0592 | Standard | Flor Reg. Pasivado 202748

AS4374G21 16 | 1219.2 | 48.000 | 1.4961 | 0.0589 | Standard [ Flor Reg. Pasivado | 4,275 | 9,425 | 300 | 984 60 102855 0.0860 | 0,3200 | 0.0170 | 0.0050 | 0.0350 | 1010

A54397G22 16 | 1219.2 | 48.000 | 1.4884 | 0.0586 | Standard | Flor Reg. Pasivada | 4,415 | 9,733 | 300 | 1,014 60 202898 0.0970 | 0.3100 | 0.0150 | 0.0060 | 0.0410 | 1010
Total : 13,170
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