REV. 0

CERTIFICADO DE CALIDAD

MILL TEST REPORT

LAMINA GALVANIZADA / LAMINA GALVANIZADA PINTADA
GALVANIZED STEEL SHEET / PAINTED GALVANIZED STEEL SHEET

/\ VILLACERO

ANTIGUA CARRETERA A ROMA KM. 7.7 C.P. 66000 APODACA N.L. MEXICO T+52 (81) 8215 8383 F +52 (81) 8215 8330

No. FOLIO
16740
DIA MES ANO
23 9 2020

CLIENTE / DIRECCION No. PEDIDO CUSTOMER P.O. NORMA DE CALIDAD

CUSTOMER / ADDRESS ORDER # ASTM QUALITY STD.
PLESA ANAHUACY CIAS, S.A.DEC. V. 1200362593 30163 ASTM CS TYPE B A653
AV. VALLE DE LAS ALAMEDAS 66 COL. SAN FRANCISCO CHILPAN A653M, A924/A924M
54940 TULTITLAN EDO. DE MEX. §837

Espesor . L Largo LE RT. :

No.Rolio | calibre | WiGth Thidkness | capa Acabado [ ; Length ardni | Ys T.5 Colada c mn | e 5 AL | saE
ColtNo. |Gauge | o | o | mm | In | CoMting finished g | b | m | f heb | % | bt | moa | ket [ mpafl  Hemt
A55516G21 26 1219.2 | 48.000 | 0.4597 | 0.0181 | Standard Flor Reg. Pasivado 5,010 | 11,045 1,120 | 3,675 &0 103889 0.0610 | 0.1900 | 0.0120 0.0030 0.0460 | 1008
A55516G22 26 1219.2 | 48.000 | 0.4597 | 0.0181 | Standard Flor Reg. Pasivado 5,000 | 11,023} 1,119 | 3,671 60 103889 0.0610 | 0.1900 0.0120 0.0030 0.0460 | 1008
A55653G12 26 1219.2 | 48.000 | 0.4572 | 0.0180 | Standard Flor Reg. Pasivado 4,140 | 9,127 926 3,038 58 104165 0.0550 | 0.1700 0.0110 0.0060 0.0450 | 1008

Total : 14,150

JESUS A. FLORES VAZQ

LG-FC12



